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INTERPRETATION GUIDE
 

This catalog is not intended to be a stand-alone document; it is intended to be used with the 
FHWA-T5140.33 as a source of additional information. 

This catalog lists all grout produced at Sika’s Marion plant (Marion grout), identifies to Sika’s 
best knowledge which projects or customers received the Marion grout, and summarizes the 
relevant results of the chloride-content tests performed to date. The catalog is a living 
document and will be updated whenever new information is available. To date, Sika has 
identified approximately 200 projects that received approximately 20,600,000 lbs of Marion 
grout, 87% of the total production. The remaining Marion grout falls into one of four categories: 

	 Approximately 1,000,000 lbs of Marion grout was shipped to approximately fifty-five 
customers, the projects for which this grout was used are currently unknown. 

	 Approximately 1,500,000 lbs of Marion grout was shipped to approximately forty-five 
distributors, the final customers of this grout are currently unknown. 

	 Approximately 400,000 lbs of Marion grout was used for Sika’s internal purposes. 

	 Approximately 50,000 lbs of Marion grout was used for academic research or 
educational purposes. 

The list of projects and customers receiving the various lots of Marion grout is based entirely 
upon Sika’s shipping records and, when available, distributors’ shipping records. This 
necessarily means that the information for a particular project in the catalog reflects only the 
Marion grout that Sika knows was shipped to the project, which may not be all the Marion grout 
actually used at the project. A difference may exist if the grouting contractor used grout left over 
from a previous project or purchased grout from a distributor that does not have shipping 
records available. In Simpson Gumpertz & Heger’s (SGH) experience, these “unexpected” 
Marion lots are occasionally found to have been used for a project. When they are found, the 
amount of grout from an unexpected lot is small relative to the size of the project, up to about 
10% of the total grout. 

Below are descriptions of the catalog and appendix, including specific descriptions of rows and 
columns in the catalog. A glossary of key terms, including Marion grout, lot, lot number, 
ambiguous lot, retain, Maumee retain, and field sample, follows this guide. The glossary also 
contains four figures that identify the rows and columns described in this guide. 

1.	 MARION GROUT CATALOG 

This catalog lists by state all of the lot numbers of Marion grout in reverse chronological order 
that are known to have been shipped to that state. There is a section for each state known to 
have received Marion grout (for states not mentioned, Sika has no record of Marion grout 
shipped to that state). 

1.1	 Lot Number Header Row 

The “Lot Number Header Row” identifies the lot number, the product (SikaGrout® 300 PT or 
Sika Cable Grout®), the total production size in pounds of grout, and the production date on the 
left side of the page. On the right side of the page, this row shows the chloride-test results of 
any retains or Maumee retains for the lot and the suggested chloride value for FHWA-T5140.33 
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analysis. See Sections 1.10 to 1.13 for descriptions of the columns of sample and chloride 
data. See Figure 1 for identification of the Lot Number Header Row. 

1.2	 Shipment Detail Rows 

In the “Shipment Detail Rows” for each lot number, there is a list of projects or customers who 
received grout from that lot. All of the grout from each lot known to be shipped to that state is 
listed in alphabetical order. Grout shipments to projects in other states for which relevant 
chloride data is available also are included. Each row indicates how many pounds of grout from 
the identified lot was shipped to the project or customer and also the total pounds of Marion 
grout shipped to the project or customer, see Sections 1.6 to 1.8. This information is based 
upon Sika’s shipping records and also upon distributor shipping records when available. If a 
project received grout from the same lot in multiple shipments from a distributor or from both a 
distributor and directly from Sika, there will be more than one row for that project in the shipment 
detail for that lot, see Sections 1.9 and 2 for more information on distributor shipments. 

If field samples were collected from one of the projects listed, the associated sample information 
and chloride test data will be listed on the right side of the page, see Sections 1.10 to 1.12. 

See Figure 1 for identification of the Shipment Detail Rows. 

1.3	 Color 

The color of rows associated with each lot summarizes the source of relevant chloride test data, 
if available, for that lot. For more description of the chloride data, see Sections 1.10 to 1.12. 
The color key is located on the footer of each page, see Figure 1. Row colors indicate the 
following: 

	 White – No chloride data. 

	 Yellow – Chloride data is from retains (listed in the Lot Number Header Row). 

	 Orange – Chloride data is from field samples (listed in Shipment Detail Rows). 

	 Blue – Chloride data is from retains (listed in Lot Number Header Row) and from field 
samples (listed in Shipment Detail Rows). 

	 Brown – Chloride data is from Maumee retains (listed in Lot Number Header Row). 

	 Purple – Chloride data is from Maumee retains (listed in Lot Number Header Row) and 
from field samples (listed in Shipment Detail Rows). 

1.4	 Date 

The catalog is a living document and will be updated with new chloride-test data and other 
relevant information when they become available. The “Current as of” date in the upper-right 
corner of the page (see Figure 1) indicates the most-recent day the catalog or appendix was 
updated. 
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1.5 State Column 

If the project is known, the “State Column” lists the state where the project is located. If the 
project is not known, this column displays the state in the customer’s shipping address. The 
state is listed as “ZZ” when the shipping address is not available in Sika’s records. The state is 
blank when the shipping address is outside the United States. 

1.6 Project or Customer Column 

The “Project or Customer Column” displays, to Sika’s best knowledge, the project name, if 
available. If no information about the project is available, the customer name is listed and 
identified as “(Customer).” Sika’s and distributors’ records track shipments of grout to 
customers. Often, but not always, the records also include identifying information for the project 
where the grout was used. When available, this identifying information is listed as the project 
name. Further research by Sika and SGH has improved the accuracy of the project names and 
has identified some project names not initially known to Sika’s records, but, to date, it has not 
been possible to correctly identify all projects that received Marion grout. 

When Sika’s customer is a distributor, and that distributor does not have records indicating who 
purchased the grout, the distributor is given as the customer name and identified as 
“(Distributor).” When Sika’s customer is a distributor, and that distributor does have records 
indicating who purchased the grout and project identifying information, the distributor’s project or 
customer name is listed, and the Distributor Shipment Index column has a value. 

For every project or customer listed, additional information is available upon request, including 
additional customer names, shipping addresses, shipment dates, and shipment quantities. 

1.7 Pounds of Marion Grout, Lot Column 

The “Pounds of Marion Grout, Lot Column” lists the amount of grout of the identified lot sent to a 
project or customer, see also Shipment Detail Rows described in Section 1.2. If the value in this 
column differs from the value in the Pounds of Marion Grout, Project or Customer Total Column 
(see below), the project or customer may have also received Marion grout from a different lot 
number. 

1.8 Pounds of Marion Grout, Project or Customer Total Column 

The “Pounds of Marion Grout, Project or Customer Total Column” lists the total amount of grout 
sent to a project or customer from all lots of Marion grout, see also Shipment Detail Rows 
described in Section 1.2. If the value in this column differs from the value in the Pounds of 
Marion Grout, Lot Column (see above), the project or customer may have also received Marion 
grout from a different lot number. 

1.9 Distributor Shipment Index Column 

Sometimes, Sika’s customer is a distributor who in turns sells the grout to a third party. When 
the distributor does not have records indicating who purchased the grout, the distributor is listed 
in the Project or Customer Column and identified as “(Distributor).” When the distributor does 
have records indicating who purchased the grout and project identifying information, the 
distributor’s project or customer name is listed, and the “Distributor Shipment Index Column” 
has a value. The Distributor Shipment Index values link to additional information in the 
Appendix; see Section 2 for an explanation of the Appendix. 
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1.10	 Sample Certainty Column 

The “Sample Certainty Column” indicates the level of certainly for which samples can be 
associated to a lot number. Two types of Marion-grout samples have been tested for chloride 
content – retains (including Maumee retains) and field samples. The lot numbers associated 
with retains are known with certainty. However, the lot numbers associated with field samples 
are only known to varying levels of certainty. The level of information available in project 
records varies significantly from project to project. Grouting records are not always available for 
a project, and, when available, they do not always contain complete information. As a result, it 
is not always possible to identify exactly which lot of grout is represented by a field sample 
collected from a particular tendon. The sample certainty was considered in the determination of 
the Suggested Cl Value for FHWA-T5140.33 Analysis, see Section 1.13. 

There are four descriptors for the level of certainty of which lot is being tested for a particular 
sample: 

	 Retain or Maumee Retain: Samples taken directly from the bag stamped with the lot 
number. Retain results are listed in the Lot Number Header Row. 

	 Confirmed: Field samples collected from a structure whose project records confirm 
the lot number installed at the sample’s location. This result can be extended to other 
projects receiving the same lot. 

	 Probable Group: Field samples collected from a structure where the list of all lots 
used is known, but the installation locations for each lot are not known with certainty. 
Many field samples were taken across some distinct portion of the site, capturing all of 
the lots installed without certainty that a particular sample belongs to a particular lot. 
Taken as a whole, the upper-and-lower bounds from the entire sample set can be 
extended to each of the lots sampled with high confidence, although a particular lot will 
have actual chloride levels falling within a portion of that total range. The upper-and­
lower bounds for the entire set can be extended to other projects receiving any lot in 
the set. 

	 Probable: Field samples taken from a structure whose project records suggest, but do 
not confirm, the lot number installed at the sample’s location. This result can be 
extended, with moderate confidence, to other projects receiving the same lot. 

1.11	 Number of Samples (Tests) Column 

The “Number of Samples (Tests) Column” reports the total number of samples and (in 
parentheses) reports the total number of chloride-content tests performed on those samples. 
The number of tests is usually greater than the number of field samples because each field 
sample of grout is typically split and tested by two labs, and because sometimes a lab performs 
multiple tests on a single sample. A detailed list of the chloride tests is available upon request. 

The number of samples and tests for lots with a “Probable Group” certainty are counted with 
every lot in the respective probable group. For example, if there are three lots represented by a 
given set of samples, those samples are counted for each of the three lots. 
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1.12	 Percent Cl-
A by Cement Weight Columns 

The “Percent Cl-A by Cement Weight Columns” columns report acid-soluble-chloride-content 
tests as a percent of cement weight. Detailed information of the test results is available upon 
request. The “Min” and “Max” columns report the minimum and maximum values of all related 
tests. The “Avg” column reports the average calculated by first averaging all of the tests for a 
single sample and then averaging those sample averages; this avoids weighting the result 
towards a single sample that has many tests. 

1.13	 Suggested Cl-
A Value for TA# T5140.33 Analysis 

The “Suggested Cl-A Value for TA# T5140.33 Analysis” shows the recommended chloride 
content to use for grout with the associated lot number when performing the analysis described 
in FHWA-T5140.33. 

Note - The suggested value is only applicable to the specific lot number. All lot numbers 
associated with the structure should be considered in the FHWA-T5140.33 analysis. Upon 
request, we can provide an abbreviated catalog that lists the Marion grout known by Sika to be 
provided to a specific project or customer. 

The suggested value is determined by the following rules: 

	 If retains (not including Maumee retains) are available for the lot, the maximum retain 
value is used. 

	 If retains (not including Maumee retains) and field samples are available for the lot, the 
larger of the maximum retain value and the maximum field sample value is used. 

	 If five or more relevant field samples (with confirmed or probable certainty level) and/or 
Maumee retains are available for the lot, the larger of the maximum field sample and 
the maximum Maumee retain value is used. If the lot production size is larger than 
100,000 lbs, an additional sample will be required to meet this rule for each 20,000 lbs 
of production size greater than 100,000 lbs. 

	 If enough Probable Group field samples are available for there to be five samples per 
lot associated with the Probable Group, the maximum field sample value is used. If the 
lot production size is larger than 100,000 lbs, an additional sample will be required to 
meet this rule for each 20,000 lbs of production size greater than 100,000 lbs. For 
example, a Probable Group associated with three lots with production sizes of 133,000 
lbs, 50,000 lbs, and 90,000 lbs, must have at least seventeen field samples for this rule 
to apply. 

	 If there are no retains and insufficient field samples for the above rules to apply, the 
default chloride value for the production period is used. 

The default chloride values are based upon the maximum sampled chloride value for all lots in 
the production period and are listed in Table 1 below and in FHWA-T5140.33. 
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Table 1 

Production Period Default Chloride Value Basis of Default Value 

2001 – 2006 0.25% Field samples from Lot 051250006M 
2007 0.43% Field samples from Lot 073040019M 

or 072770149M 
2008 0.48% Field samples from Lot 082690004M 
2009 0.56% Retains from Lot 091030033M 
2010 0.18% Retains from Lot 3000015078 

2. APPENDIX – DISTRIBUTOR SHIPMENTS 

This Appendix lists known shipments of grout from distributors to projects. 

When distributors sell grout, they typically know who they sold grout to and in what amount, but 
they do not always know exactly which lot or lots may have been included in each shipment. As 
a result, it is sometimes known that Marion grout was shipped to a project, but the actual lot 
number(s) are ambiguous. This situation occurs for the minority of the known projects and for a 
very small minority of the total Marion grout produced. Approximately 65 projects out of the 
approximately 200 known projects (33%) received Marion grout of an ambiguous lot, but only 
approximately 600,000 lbs out of the approximately 20,600,000 lbs of Marion grout provided to 
known projects (3%) were in ambiguous lot shipments. 

In the main catalog, a project receiving one of these distributor shipments will be listed under 
every possible lot shown in the Appendix with the amount of grout listed in the Apportioned 
Pounds Grout Column (see Section 2.10) and the Index Number (see Section 2.5) listed in the 
catalog’s Distributor Shipment Index Column (see Section 1.9). 

If the actual lot number of the grout used on a project cannot be determined, use either the 
maximum chloride-content value for the possible lots or the default chloride-content value for 
the year the project was grouted. 

2.1 Shipment Header Row 

Each distributor shipment is individually listed with a unique Index Number. See Figure 2 for 
identification of the Shipment Header Row. 

2.2 Possible Lot Rows 

When distributors sell grout, they typically know who they sold grout to and in what amount, but 
they do not always know exactly which lot or lots may have been included in each shipment. 
For each of the distributor shipments, we have determined which lots were on hand and in what 
proportion during each inventory period (time between incoming shipments). We list all the 
possible lots available in inventory for each shipment of the distributor to a project. 

For each possible lot listed, we also list the Apportioned Pounds Grout and the Ambiguity 
Weight, which indicate the likelihood that the possible lot was included in the shipment, see 
Sections 2.10 and 2.11. A particular distributor shipment may actually have contained as few as 
one of the possible lots to as many as all of the possible lots. 

One distributor received some SikaGrout® 300 PT from a non-Marion source. Those lots 
(starting with an “A”) are listed along with Marion lots that may have been included in the current 
shipment. These lots are not listed in the main catalog, which includes only lot numbers 
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manufactured at the Marion plant, because the chloride issue only affected Marion-produced 
SikaGrout® 300 PT and did not involve any SikaGrout® 300 PT manufactured at any of Sika’s 
other facilities. 

See Figure 2 for identification of the Shipment Header Row. 

2.3 Date 

The catalog, including the appendix, is a living document and will be updated with new 
information as it becomes available. The “Current as of” date in the lower-left corner of the 
page (see Figure 2) indicates the last day the catalog or appendix was updated with new data or 
changed in formatting for clarity. 

2.4 Shipment Total Row 

The “Shipment Total Row” always reflects the total amount of grout in the shipment. A 
particular distributor shipment may actually have contained as few as one of the possible lots to 
as many as all of the possible lots. See Figure 2 for identification of the Shipment Total Row. 

2.5 Index Column 

The “Index Column” shows a unique number assigned to each distributor shipment. In the main 
catalog, the project that received the distributor shipment will have the unique Index Number 
listed in the catalog’s Distributor Shipment Index Column, see Section 1.9. 

2.6 Doc No Column 

The “Doc No Column” is column lists the shipping ticket number used by the distributor. 

2.7 Ship Date Column 

The “Ship Date Column” lists the date the distributor shipped the grout to the listed project, see 
Section 2.2. 

2.8 Project Column 

The “Project Column” lists the project name as identified to Sika by the distributor. 

2.9 Possible Lot(s) Column 

The “Possible Lot(s) Column” lists all the possible lots available in inventory for each shipment 
of the distributor to a project, see Section 2.2. 

2.10 Apportioned Pounds Grout Column 

The “Apportioned Pounds Grout Column” always contains a weighted value for every lot 
possibly included in the current shipment. We apportioned the total pounds grout for that 
shipment to all of the possible lots weighted by the following two criteria: 1) relative amount of 
inventory of each lot available at time of distributor shipment to project and 2) some shipment 
preference given to the earliest manufactured grout on hand. 
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It is unlikely that the “Apportioned Pounds Grout” value listed is the actual quantity of the lot 
included in the shipment; it is representative of the lots that may be in the shipment and the 
relative likelihood of its inclusion in the shipment. 

2.11 Ambiguity Weight Column 

The “Ambiguity Weight Column” reports the percent likelihood that the current lot listed in the 
Possible Lot(s) Column is the lot shipped to the current project. We calculate this percentage 
with the ratio of Apportioned Pounds Grout value to Shipment Total value. 
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GLOSSARY 

Marion grout: Sika Cable Grout® or SikaGrout® 300 PT produced at Sika’s Marion, Ohio 
facility. Some lots of this grout may contain elevated levels of chlorides. 

Lot: A single production event (usually within a single day). 

Lot number: A unique number given to each production lot. The number indicates the 
production date and manufacturing plant of origin. The lot number is printed on every bag of 
grout. All lots of Marion grout have a nine-digit number followed by an “M” (e.g., 061990009M), 
except for the one lot produced in 2010 (3000015078). 

Ambiguous lot: A distributor’s grout shipment known to contain Marion grout, but of an unknown 
lot number or numbers. 

Retain: During production, Sika retained samples of dry grout powder taken at predetermined 
intervals. Generally, Sika kept these samples (called retains) for a period of time after 
manufacture and then disposed of them. When Sika became aware of the issue of elevated 
chlorides, Sika had retains on hand from nineteen lots produced between April 2009 and March 
2010. 

Maumee retain: During construction of the Maumee River Crossing in Ohio, the Ohio 
Department of Transportation (DOT) retained dry-grout-powder samples from two Marion grout 
lots that were used on the project. When the chloride issue became known, the Ohio DOT 
made these samples (called Maumee retains) available for chloride testing. 

Field sample: A sample of Marion grout collected in situ from a bridge or structure with post-
tensioning elements grouted with Marion grout. All grout collected from a single tendon is 
considered one sample even if collected from different locations on that tendon. Grout collected 
from separate tendons are considered separate samples. 

The following four figures identify rows and columns described in the Interpretation Guide. 
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Figure 1 – Catalog Rows 
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Figure 2 – Catalog Columns 
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Figure 3 – Appendix Rows 
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Figure 4 – Appendix Columns 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Alabama (AL) 
Project or Customer State 

080870044M 
Produced On: 3/27/2008 

300PT 

AL Soco Alabama Power 

AL Soco Alabama Power 

AL Soco Alabama Power 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

24,500 

200 24,000 

600 24,000 

150 24,000 

Distributor 
Shipment Index 

See Appendix 

113 

75 

98 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.480% 

080720012M 
Produced On: 3/12/2008 

300PT 

AL Soco Alabama Power 

AL Soco Alabama Power 

AL Soco Alabama Power 

9,550 

750 

800 

2,400 

24,000 

24,000 

24,000 

113 

98 

75 

0.480% 

080710023M 
Produced On: 3/11/2008 

300PT 

AL Soco Alabama Power 

AL Soco Alabama Power 

AL Soco Alabama Power 

36,500 

1,500 

1,500 

9,000 

24,000 

24,000 

24,000 

113 

98 

75 

0.480% 

073040019M 
Produced On: 10/31/2007 

300PT 
47,150 0.430% 

AL Soco Alabama Power 50 24,000 98 

AL Soco Alabama Power 50 24,000 113 

072770149M 
Produced On: 10/4/2007 

300PT 
56,000 0.430% 

AL Soco Alabama Power 50 24,000 98 

AL Soco Alabama Power 50 24,000 113 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 1 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
         

   
   

 
         

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Alabama (AL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

072610004M 
Produced On: 9/18/2007 

300PT 
96,950 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.430% 
AL Ram Tool & Supply Co. 150 66,150 

(Distributor) 

AL Soco Alabama Power 50 24,000 113 

AL Soco Alabama Power 50 24,000 98 

032040035M 
Produced On: 7/23/2003 

300PT 
140,450 0.250% 

AL Ram Tool & Supply Co. 25,000 25,000 
(Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 2 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Alaska (AK) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092730085M 300PT 
Produced On: 9/30/2009 68,800 Retain 4(4) 0.098% 0.105% 0.117% 0.117% 

AK Douglas Harbor Breakwater 

090910001M 
Produced On: 4/1/2009 

300PT 

2,000 

61,700 

7,600 

Retain 0.048% 0.077% 0.094% 6(6) 0.094% 
AK Douglas Harbor Breakwater 5,600 7,600 

082320050M 
Produced On: 8/19/2008 

300PT 
89,150 0.480% 

AK Douglas Harbor Breakwater 1,200 1,200 
(Disposed) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 3 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Arkansas (AR) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

091030033M 300PT 
Produced On: 4/13/2009 60,300 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

AR 1 Union National Plaza (Product 
Trial) 

200 200 

071080002M 
Produced On: 4/18/2007 

300PT 

AR I‐40 MS River Relief 

IL I‐355 Bridge 

93,350 

100 

42,000 

6,700 

478,000 

56 
Confirmed 2(6) 0.139% 0.167% 0.206% 

0.430% 

071080001M 
Produced On: 4/18/2007 

300PT 

AR I‐40 MS River Relief 

IL I‐355 Bridge 

131,200 

500 

40,000 

6,700 

478,000 

56 
Confirmed 5(10) 0.158% 0.167% 0.184% 

0.430% 

070920007M 
Produced On: 4/2/2007 

300PT 

AR I‐40 MS River Relief 

151,450 

3,100 6,700 56 

0.430% 

070880026M 
Produced On: 3/29/2007 

300PT 

AR I‐40 MS River Relief 

135,400 

3,000 6,700 56 

0.430% 

062340166M 
Produced On: 8/22/2006 

300PT 

AR Mobley Contractors (Customer) 

132,750 

400 1,500 

0.250% 

062200009M 
Produced On: 8/8/2006 

300PT 

AR Mobley Contractors (Customer) 

36,900 

1,100 1,500 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report 

Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain + Field Sample Maumee Retain 
* Consult SGH for additional Information 

Page 4 of 228 pages 

Last Chloride Test Update: 9/19/2013 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Arkansas (AR) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

062200009M 
Produced On: 8/8/2006 

300PT 
36,900 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 5 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

     
     

 
   
     

 
     
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

California (CA) 
Project or Customer State 

043060003M 
Produced On: 11/1/2004 

300PT 

CA Intersection 55 & 405 Freeway 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

119,350 

6,000 6,000 

42,000 3,379,550 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 3(9) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.032% 0.040% 0.054% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

042720015M 
Produced On: 9/28/2004 

300PT 

CA Border Products (Distributor) 

MN Wakota Bridge, Interstate 494 

198,100 

100 

66,000 

100 

649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

0.250% 

040850002M 
Produced On: 3/25/2004 

300PT 

CA Smalley & Company (Distributor) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

82,150 

3,500 

72,650 

47,500 

3,379,550 Confirmed 4(10) 0.097% 0.112% 0.128% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 6 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Colorado (CO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 
CO Smalley & Company (Distributor) 4,000 47,500 

060530035M 300PT 
Produced On: 2/22/2006 145,500 0.250% 
CO Smalley & Company (Distributor) 40,000 47,500 

MN Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

021420014M Cable Grout 
Produced On: 5/22/2002 171,700 0.250% 
CO Stone Gate Reservoir 32,500 33,500 

021230062M Cable Grout 
Produced On: 5/3/2002 44,750 0.250% 
CO VSL Corporation (Distributor) 40,000 113,450 

021220016M Cable Grout 
Produced On: 5/2/2002 123,900 0.250% 
CO VSL Corporation (Distributor) 40,000 113,450 

020720083M Cable Grout 
Produced On: 3/13/2002 14,450 0.250% 
CO Stone Gate Reservoir 1,000 33,500 

020090019M Cable Grout 
Produced On: 1/9/2002 95,300 0.250% 
CO VSL Corporation (Distributor) 10,000 113,450 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 7 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
 

   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Colorado (CO) 
Project or Customer State 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 
Distributor 

Shipment Index 
See Appendix Certainty 

Sample 
# of 

Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

013300037M 
Produced On: 11/26/2001 

Cable Grout 
162,000 0.250% 

CO VSL Corporation (Distributor) 500 113,450 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 8 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

 
 
 

 
 
 

 
 
 

 
 

 
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Connecticut (CT) 
Project or Customer State 

071340023M 
Produced On: 5/14/2007 

300PT 

CT New Haven 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

118,000 

300 800 

Distributor 
Shipment Index 

See Appendix 

57 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

071130006M 
Produced On: 4/23/2007 

300PT 

CT New Haven 

IL I‐355 Bridge 

82,750 

50 

38,000 

800 

478,000 

57 
Confirmed 5(11) 0.168% 0.253% 0.319% 

0.319% 

071080002M 
Produced On: 4/18/2007 

300PT 

CT New Haven 

IL I‐355 Bridge 

93,350 

50 

42,000 

800 

478,000 

57 
Confirmed 2(6) 0.139% 0.167% 0.206% 

0.430% 

071080001M 
Produced On: 4/18/2007 

300PT 

CT New Haven 

IL I‐355 Bridge 

131,200 

50 

40,000 

800 

478,000 

57 
Confirmed 5(10) 0.158% 0.167% 0.184% 

0.430% 

070920007M 
Produced On: 4/2/2007 

300PT 

CT New Haven 

151,450 

200 800 57 

0.430% 

070880026M 
Produced On: 3/29/2007 

300PT 

CT New Haven 

135,400 

150 800 57 

0.430% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 9 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Delaware (DE) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

061230171M 
Produced On: 5/3/2006 

300PT 
116,150 

150DE Rocla Concrete Tie (Customer) 150 

33,250OH Maumee River Crossing, 
Veterans Glass City Skyway 

3,379,550 Confirmed 

# of 
Samples 
(Tests) 

3(6) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

0.079% 0.116% 0.137% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 10 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092730027M 300PT 
Produced On: 9/30/2009 64,100	 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

FL	 Florida State Materials Office 50 50
 
(Customer)
 

092080039M 300PT 
Produced On: 7/27/2009 63,500	 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

FL Island Drive Bridge 1,750 1,750 133
 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

091190033M 300PT 
Produced On: 4/29/2009 44,900	 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL	 SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050% 

091030033M 300PT 
Produced On: 4/13/2009 60,300	 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

FL	 Academic 500 9,150 

082810010M 300PT 
Produced On: 10/7/2008 62,450	 0.480% 

FL	 Broward County Vacuum 19,650 24,750
 
Grouting Repair
 

082690004M 300PT 
Produced On: 9/25/2008 16,000	 0.461% 

FL	 SR‐50 over SR‐436 6,000 18,000 Probable 6(16) 0.398% 0.429% 0.461% 

082600023M 300PT 
Produced On: 9/16/2008 74,950	 0.480% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 11 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Florida (FL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

082600023M 
Produced On: 9/16/2008 

300PT 
74,950 

1,950FL Broward County Vacuum 
Grouting Repair 

24,750 

2,000FL SR‐50 over SR‐436 18,000 Probable 

082320050M 
Produced On: 8/19/2008 

300PT 
89,150 

250FL Broward County Vacuum 
Grouting Repair 

24,750 

080870044M 
Produced On: 3/27/2008 

300PT 
24,500 

150FL Bay Street Bridge Over Hogans 
Creek 

2,500 96 

50FL Broward County Vacuum 
Grouting Repair 

24,750 116 

50FL Broward County Vacuum 
Grouting Repair 

24,750 105 

080720012M 
Produced On: 3/12/2008 

300PT 
9,550 

500FL Bay Street Bridge Over Hogans 
Creek 

2,500 96 

200FL Broward County Vacuum 
Grouting Repair 

24,750 116 

50FL Broward County Vacuum 
Grouting Repair 

24,750 105 

# of 
Samples 
(Tests) 

3(6) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.480% 

0.195% 0.233% 0.266% 

0.480% 

0.480% 

0.480% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 12 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080710023M 300PT 
Produced On: 3/11/2008 36,500 0.480% 

FL Bay Street Bridge Over Hogans 1,850 2,500 96
 
Creek
 

FL Broward County Vacuum 500 24,750 116
 
Grouting Repair
 

FL Broward County Vacuum 150 24,750
 
Grouting Repair
 

FL Broward County Vacuum 200 24,750 105
 
Grouting Repair
 

073050002M 300PT 
Produced On: 11/1/2007 53,650 0.430% 

FL Clay County 2,000 2,300 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 

FL Broward County Vacuum 50 24,750 105
 
Grouting Repair
 

FL Broward County Vacuum 50 24,750 116
 
Grouting Repair
 

FL Broward County, North New 2,000 16,900
 
River Bridges
 

FL Clay County 100 2,300 90
 

FL S‐127 Pumpstation Project 850 3,300 88
 

FL Waste Water Treatment Plant, 1,000 3,900
 
Callaghan FL
 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 13 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 

FL Broward County Vacuum 50 24,750 116
 
Grouting Repair
 

FL Broward County Vacuum 50 24,750 105
 
Grouting Repair
 

FL Broward County, North New 2,000 16,900
 
River Bridges
 

FL Clay County 50 2,300 90
 

FL S‐127 Pumpstation Project 650 3,300 88
 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 

FL Broward County Vacuum 50 24,750 105
 
Grouting Repair
 

FL Broward County Vacuum 50 24,750 116
 
Grouting Repair
 

FL Clay County 150 2,300 90
 

FL S‐127 Pumpstation Project 1,800 3,300 88
 

FL Waste Water Treatment Plant, 2,900 3,900
 
Callaghan FL
 

072420170M 300PT 
Produced On: 8/30/2007 105,250 0.430% 

FL Academic 1,000 9,150 

FL Broward County, North New 300 16,900 
River Bridges 

FL Prestressed Concrete Tanks 2,000 2,000 
Installed by Crom Corporation 

NC Washington Bypass Bridge 2,000 2,000 Confirmed 3(3) 0.034% 0.035% 0.035% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 14 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Florida (FL) 
Project or Customer State 

072420170M 
Produced On: 8/30/2007 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

105,250 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

071620001M 
Produced On: 6/11/2007 

300PT 

FL Broward County, North New 
River Bridges 

FL Broward County, North New 
River Bridges 

130,700 

10,700 

650 

16,900 

16,900 80 

Probable 

Probable 

10(20) 

10(20) 

0.023% 

0.023% 

0.041% 

0.041% 

0.060% 

0.060% 

0.060% * 

071580034M 
Produced On: 6/7/2007 

300PT 
48,850 0.430% 

FL Broward County, North New 300 16,900
 
River Bridges
 

FL Broward County, North New 500 16,900 80
 
River Bridges
 

071520042M 300PT 
Produced On: 6/1/2007 97,500 0.094% 

150FL Florida Dept of Transportation 
(Customer) 

150 

66,000IL I‐355 Bridge 478,000 Confirmed 0.075% 0.088% 0.094% 5(10) 

071340023M 
Produced On: 5/14/2007 

300PT 
118,000 0.430% 

150FL Broward County, North New 
River Bridges 

16,900 80 

071130006M 
Produced On: 4/23/2007 

300PT 
82,750 0.319% 

Page 15 of 228 pages 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report 

Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain + Field Sample 

Last Chloride Test Update: 9/19/2013 

Maumee Retain 
* Consult SGH for additional Information 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

 
 

 
       

 
 

 
       

 
 

 
       

 

 
       

 
         
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Florida (FL) 
Project or Customer State 

071130006M 
Produced On: 4/23/2007 

300PT 

FL Broward County, North New 
River Bridges 

IL I‐355 Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

82,750 

50 16,900 

38,000 478,000 

Distributor 
Shipment Index 

See Appendix 

80 

Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 5(11) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.168% 0.253% 0.319% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.319% 

071080002M 
Produced On: 4/18/2007 

300PT 

FL Broward County, North New 
River Bridges 

IL I‐355 Bridge 

93,350 

50 

42,000 

16,900 

478,000 

80 

Confirmed 2(6) 0.139% 0.167% 0.206% 

0.430% 

071080001M 
Produced On: 4/18/2007 

300PT 

FL Broward County, North New 
River Bridges 

IL I‐355 Bridge 

131,200 

50 

40,000 

16,900 

478,000 

80 

Confirmed 5(10) 0.158% 0.167% 0.184% 

0.430% 

070920007M 
Produced On: 4/2/2007 

300PT 
151,450 0.430% 

FL Broward County, North New 100 16,900 80 
River Bridges 

070880026M 
Produced On: 3/29/2007 

300PT 
135,400 0.430% 

FL Broward County, North New 50 16,900 80 
River Bridges 

FL Water Treatment Plant in West 10,000 10,000 53 
Palm Beach FL 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 16 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
   

     
     

 
   
   

 
   

 
     

     
     

 
     

 
   

   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Florida (FL) 
Project or Customer State 

070290004M 
Produced On: 1/29/2007 

300PT 

FL SFWM‐951, Big Cypres 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

91,750 

6,000 7,500 

1,400 3,379,550 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 4(15) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.069% 0.074% 0.084% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

070260015M 
Produced On: 1/26/2007 

300PT 

FL Embassy Suites USF 

FL SFWM‐951, Big Cypres 

124,000 

1,050 

1,500 

1,500 

7,500 

0.430% 

063420040M 
Produced On: 12/8/2006 

300PT 

FL Embassy Suites USF 

127,000 

450 1,500 

0.250% 

063100001M 
Produced On: 11/6/2006 

300PT 

FL W Hotel, The Capri 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

138,500 

20,000 

84,000 

20,000 

3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137% 

0.250% 

062840289M 
Produced On: 10/11/2006 

300PT 
113,650 0.250% 

FL Johns Pass SR 699 2,000 2,000 

062700212M 
Produced On: 9/27/2006 

300PT 
166,300 0.250% 

FL Flamingo Road ‐ Southern 2,000 2,000 
Homes 

FL Taylor Creek Project 2,000 2,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 17 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062700212M 300PT 
Produced On: 9/27/2006 166,300	 0.250% 
OH	 Maumee River Crossing, 119,000 3,379,550 Confirmed 4(15) 0.071% 0.094% 0.150%
 

Veterans Glass City Skyway
 

062500049M 300PT 
Produced On: 9/7/2006 120,000	 0.250% 

FL	 Dywidag Systems International 30,400 30,750
 
(Distributor)
 

062340166M 300PT 
Produced On: 8/22/2006 132,750	 0.250% 

FL	 Dywidag Systems International 350 30,750
 
(Distributor)
 

060370023M 300PT 
Produced On: 2/6/2006 150,450	 0.250% 

FL	 I‐75/I‐595 Interchange 16,000 24,850 

060100006M 300PT 
Produced On: 1/10/2006 56,500	 0.250% 

FL	 I‐75/I‐595 Interchange 8,000 24,850 

052870033M 300PT 
Produced On: 10/14/2005 77,000	 0.250% 

FL	 NASA Vehicle Assembly Building 3,100 8,000
 
Roof Refurbishment
 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 18 of 228 pages 

http:T5140.33
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 

FL	 NASA Vehicle Assembly Building 2,800 8,000
 
Roof Refurbishment
 

052560024M 300PT 
Produced On: 9/13/2005 82,250	 0.250% 

FL	 NASA Vehicle Assembly Building 250 8,000
 
Roof Refurbishment
 

052370129M 300PT 
Produced On: 8/25/2005 132,200	 0.250% 

FL Florida Waterproofing Supply 2,000 7,000
 
(Distributor)
 

FL NASA Vehicle Assembly Building 50 8,000
 
Roof Refurbishment
 

051740186M 300PT 
Produced On: 6/23/2005 169,550	 0.250% 

FL	 NASA Vehicle Assembly Building 1,800 8,000
 
Roof Refurbishment
 

051740184M 300PT 
Produced On: 6/23/2005 115,400	 0.250% 

FL	 Janouras Custom Design 150 150
 
(Customer)
 

051580126M 300PT 
Produced On: 6/7/2005 203,900	 0.250% 

FL	 Academic 750 9,150 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 19 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
     

   

 
     
     

 
     

 
     

 
         

 
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Florida (FL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

051580126M 
Produced On: 6/7/2005 

300PT 
203,900 

5,000FL Florida Waterproofing Supply 
(Distributor) 

7,000 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

051320140M 
Produced On: 5/12/2005 

300PT 
130,900 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 

FL I‐75/I‐595 Interchange 850 24,850 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

62,000 3,379,550 Confirmed 3(6) 0.037% 0.047% 0.065% 

050830120M 
Produced On: 3/24/2005 

300PT 

FL SR‐9A over UNF Drive 

115,100 

32,000 32,000 Confirmed 3(6) 0.039% 0.055% 0.082% 

0.250% 

033390054M 
Produced On: 12/5/2003 

300PT 

FL American Bridge Company 
(Customer) 

69,450 

24,000 24,000 

0.250% 

031600004M 
Produced On: 6/9/2003 

300PT 

FL Ram Tool & Supply Co. 
(Distributor) 

130,400 

2,000 66,150 

0.250% 

031120084M 
Produced On: 4/22/2003 

Cable Grout 

FL Academic 

92,500 

150 9,150 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 20 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Florida (FL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

031000020M 300PT 
Produced On: 4/10/2003 85,500	 0.250% 

FL	 Academic 150 9,150 

FL	 Garcon Point Bridge 20,500 40,000 

030910005M 300PT 
Produced On: 4/1/2003 134,050	 0.250% 

FL Garcon Point Bridge 19,500 40,000
 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073%
 

Veterans Glass City Skyway
 

023220016M 300PT 
Produced On: 11/18/2002 51,650	 0.250% 

FL	 Escambia Bridge 44,950 44,950 

022540046M 300PT 
Produced On: 9/11/2002 2,250	 0.250% 

FL	 GLF Construction Services 50 50
 
(Customer)
 

020740062M Cable Grout 
Produced On: 3/15/2002 103,300	 0.250% 

FL	 Modern Continental (Customer) 40,000 40,000 

020500074M Cable Grout 
Produced On: 2/19/2002 53,050	 0.250% 

FL	 Amec Civil, LLC (Distributor) 500 8,000 

020090019M Cable Grout 
Produced On: 1/9/2002 95,300	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 21 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Florida (FL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

020090019M 
Produced On: 1/9/2002 

Cable Grout 
95,300 

7,500FL Amec Civil, LLC (Distributor) 8,000 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 22 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Georgia (GA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 
GA GA Construction (Customer) 100 100 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

092090004M 300PT 
Produced On: 7/28/2009 35,850 Retain 4(4) 0.192% 0.230% 0.255% 0.255% 
GA SR‐1129 over Pigeon Creek 8,000 8,000 

082820017M 300PT 
Produced On: 10/8/2008 16,150 0.480% 
GA GA Power Plant, Sherer Julliete 6,000 6,000 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 
GA Fairview Apartments Bridge 250 1,000 86 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 
GA Fairview Apartments Bridge 200 1,000 86 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 
GA Fairview Apartments Bridge 550 1,000 86 

071620001M 300PT * 
Produced On: 6/11/2007 130,700 0.060% 

FL Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060% 

River Bridges 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 23 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Georgia (GA) 
Project or Customer State 

071620001M 
Produced On: 6/11/2007 

300PT 

FL Broward County, North New 
River Bridges 

GA SR‐316 WB Bents 8 & 9  

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

130,700 

10,700 16,900 

2,000 65,800  

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Probable 10(20) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.023% 0.041% 0.060% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.060% * 

071500025M 
Produced On: 5/30/2007 

300PT 

GA Casa Montano (Customer) 

108,650 

50 50 

0.430% 

071340023M 
Produced On: 5/14/2007 

300PT 

GA I‐285 Structures ‐ Atlanta 
Airport People Mover Bridge 

118,000 

20,000 133,000 

0.430% 

070290004M 
Produced On: 1/29/2007 

300PT 
91,750 0.430% 

GA I‐285 Structures ‐ Atlanta 2,000 133,000 
Airport People Mover Bridge 

GA SR‐316 WB Bents 8 & 9  6,350 65,800  

OH Maumee River Crossing, 1,400 3,379,550 Confirmed 4(15) 0.069% 0.074% 0.084% 

Veterans Glass City Skyway 

070260015M 
Produced On: 1/26/2007 

300PT 
124,000 0.430% 

GA 3344 Peach Tree Road 10,000 10,000 

GA SR‐316 WB Bents 8 & 9  450 65,800  

GA Steel King and Archer Western 20,000 20,000 
Contractors (Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 24 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

 
 

 
 

         
     
     

 
         
     
     

 
 

 
     
     
         

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Georgia (GA) 
Project or Customer State 

063420040M 
Produced On: 12/8/2006 

300PT 

GA Atlanta‐Hartsfield Airport 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

127,000 

900 4,000 

Distributor 
Shipment Index 

See Appendix 

48 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

063330096M 
Produced On: 11/29/2006 

300PT 

GA Atlanta‐Hartsfield Airport 

3,450 

50 4,000 48 

0.250% 

063100001M 
Produced On: 11/6/2006 

300PT 

GA Atlanta‐Hartsfield Airport 

GA SR‐316 WB Bents 8 & 9  

OH Maumee River Crossing, 
Veterans Glass City Skyway 

138,500 

50 

28,000 

84,000 

4,000 

65,800  

3,379,550 

48 

Confirmed 3(6) 0.103% 0.117% 0.137% 

0.250% 

063060161M 
Produced On: 11/2/2006 

300PT 

GA SR‐316 WB Bents 8 & 9  

OH Maumee River Crossing, 
Veterans Glass City Skyway 

96,400 

14,000 

32,000 

65,800  

3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154% 

0.250% 

062840289M 
Produced On: 10/11/2006 

300PT 
113,650 0.250% 

GA Atlanta‐Hartsfield Airport 3,000 4,000 48 

062500049M 
Produced On: 9/7/2006 

300PT 
120,000 0.250% 

GA I‐285 Structures ‐ Atlanta 9,000 133,000 
Airport People Mover Bridge 

GA SR‐316 WB Bents 8 & 9  4,600 65,800  

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 25 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 

 
     
     
         

 
     
     

 
     
 

 
     
 

 
     
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Georgia (GA) 
Project or Customer State 

062500049M 
Produced On: 9/7/2006 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

120,000 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

062340166M 
Produced On: 8/22/2006 

300PT 

GA I‐285 Structures ‐ Atlanta 
Airport People Mover Bridge 

GA SR‐316 WB Bents 8 & 9  

132,750 

22,000 

10,400 

133,000 

65,800  

0.250% 

053080080M 
Produced On: 11/4/2005 

300PT 

GA I‐285 Structures ‐ Atlanta 
Airport People Mover Bridge 

112,300 

80,000 133,000 

0.250% 

052560024M 
Produced On: 9/13/2005 

300PT 
82,250 0.250% 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

051660201M 
Produced On: 6/15/2005 

300PT 

20,000 

89,900 

262,000 

0.250% 
GA I‐285 Structures ‐ Airport 32,000 262,000 

Runway Bridge 

051580121M 
Produced On: 6/7/2005 

300PT 
220,400 0.250% 

GA I‐285 Structures ‐ Airport 32,000 262,000 
Runway Bridge 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 26 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
 

   

 
         

 
     
 

         

 
     
 
     
     

 
     
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Georgia (GA) 
Project or Customer State 

051220004M 
Produced On: 5/2/2005 

300PT 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

ND Four Bears Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

167,400 

40,000 262,000 

40,000 1,280,000 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 2(2) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.013% 0.013% 0.013% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

050320018M 
Produced On: 2/1/2005 

300PT 

GA Ram Tool & Supply Co. 
(Distributor) 

49,050 

4,000 66,150 

0.250% 

043420097M 
Produced On: 12/7/2004 

300PT 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

GA Ram Tool & Supply Co. 
(Distributor) 

132,650 

57,050 

4,000 

262,000 

66,150 

0.250% 

043060003M 
Produced On: 11/1/2004 

300PT 
119,350 0.250% 

GA I‐285 Structures ‐ Airport 42,000 262,000 
Runway Bridge 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(9) 0.032% 0.040% 0.054% 

Veterans Glass City Skyway 

043060002M 
Produced On: 11/1/2004 

300PT 
133,300 0.250% 

GA I‐285 Structures ‐ Airport 8,000 262,000 
Runway Bridge 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 27 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
 
     

 
     
 
     

 
     
 

   

 
   
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Georgia (GA) 
Project or Customer State 

042820164M 
Produced On: 10/8/2004 

300PT 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

MN Wakota Bridge, Interstate 494 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

184,950 

1,950 262,000 

80,000 649,050 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 3(6) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.033% 0.034% 0.035% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

042720015M 
Produced On: 9/28/2004 

300PT 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

MN Wakota Bridge, Interstate 494 

198,100 

26,950 

66,000 

262,000 

649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

0.250% 

042580085M 
Produced On: 9/14/2004 

300PT 

GA I‐285 Structures ‐ Airport 
Runway Bridge 

ND Four Bears Bridge 

77,200 

2,050 

30,000 

262,000 

1,280,000 Confirmed 2(2) 0.023% 0.025% 0.028% 

0.250% 

041660089M 
Produced On: 6/14/2004 

300PT 

GA Chastain Road Improvements 

MN Wakota Bridge, Interstate 494 

115,000 

22,000 

36,700 

22,000 

649,050 Confirmed 4(6) 0.046% 0.047% 0.049% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 28 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 300PT 
Produced On: 3/19/2010 272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 

IL ChemGrout, Inc. (Distributor) 600 5,050 

IL Shipped to another Sika Facility 600 440,650 

092740033M 300PT 
Produced On: 10/1/2009 42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

IL Fairbanks Morse Transfer Beam 1,150 1,150 136 

092730027M 300PT 
Produced On: 9/30/2009 64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

IL Glenrock Company (Distributor) 100 3,700 

092150019M 300PT 
Produced On: 8/3/2009 63,700 Retain 3(3) 0.133% 0.138% 0.142% 0.142% 

IL ChemGrout, Inc. (Distributor) 550 5,050
 

IL Lance Construction Supply 150 150
 
(Distributor)
 

092090004M 300PT 
Produced On: 7/28/2009 35,850 Retain 4(4) 0.192% 0.230% 0.255% 0.255% 

IL ChemGrout, Inc. (Distributor) 50 5,050 

IL Nelson Testing Lab (Customer) 100 400 

092080039M 300PT 
Produced On: 7/27/2009 63,500 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

IL 1440 North Lake Shore Drive 100 100 129 
Repair 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314% 

Carbon Plant Road 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 29 of 228 pages 

http:T5140.33
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092080039M 300PT 
Produced On: 7/27/2009 63,500 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

091050082M 
Produced On: 4/15/2009 

300PT 

IL Nelson Testing Lab (Customer) 

34,250 

100 400 

Retain 4(4) 0.081% 0.165% 0.212% 0.212% 

081260061M 
Produced On: 5/5/2008 

300PT 

IL Kishwaukee River Bridge 

66,800 

44,800 67,150 

0.480% 

080870044M 
Produced On: 3/27/2008 

300PT 

IL GT (Geotechnical Application) 

IL IL Tollway 5447 

IL IL Tollway 5447 

IL Kishwaukee River Bridge 

IL Kishwaukee River Bridge 

IL Samples for FHWA 

24,500 

50 

200 

100 

250 

100 

50 

900 

12,750 

12,750 

67,150 

67,150 

200 

101 

115 

103 

97 

94 

102 

0.480% 

080720012M 
Produced On: 3/12/2008 

300PT 

IL GT (Geotechnical Application) 

IL IL Tollway 5447 

IL IL Tollway 5447 

IL Kishwaukee River Bridge 

IL Kishwaukee River Bridge 

IL Samples for FHWA 

9,550 

100 

450 

1,750 

1,000 

400 

50 

900 

12,750 

12,750 

67,150 

67,150 

200 

101 

115 

103 

97 

94 

102 

0.480% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 30 of 228 pages 

http:T5140.33
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080710023M 300PT 
Produced On: 3/11/2008 36,500 0.480% 

IL GT (Geotechnical Application) 200 900 101
 

IL IL Tollway 5447 1,150 12,750 115
 

IL IL Tollway 5447 3,000 12,750 103
 

IL Kishwaukee River Bridge 1,500 67,150 94
 

IL Kishwaukee River Bridge 3,750 67,150 97
 

IL Samples for FHWA 50 200 102
 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 

IL Fox River 6,250 62,350 93
 

IL GT (Geotechnical Application) 50 900 101
 

IL IL Tollway 5447 50 12,750 103
 

IL IL Tollway 5447 50 12,750 115
 

IL Kishwaukee River Bridge 800 67,150 89
 

IL Kishwaukee River Bridge 800 67,150 87
 

IL Kishwaukee River Bridge 1,300 67,150 92
 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 

IL Fox River 5,000 62,350 93
 

IL GT (Geotechnical Application) 50 900 101
 

IL IL Tollway 5447 50 12,750 103
 

IL IL Tollway 5447 50 12,750 115
 

IL Kishwaukee River Bridge 1,050 67,150 92
 

IL Kishwaukee River Bridge 650 67,150 87
 

IL Kishwaukee River Bridge 650 67,150 89
 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 31 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 

IL Fox River 13,750 62,350 93
 

IL GT (Geotechnical Application) 50 900 101
 

IL IL Tollway 5447 50 12,750 103
 

IL IL Tollway 5447 50 12,750 115
 

IL Kishwaukee River Bridge 1,750 67,150 87
 

IL Kishwaukee River Bridge 2,900 67,150 92
 

IL Kishwaukee River Bridge 1,750 67,150 89
 

IL Samples for FHWA 50 200 102
 

071620001M 300PT * 
Produced On: 6/11/2007 130,700 0.060% 

FL Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

FL Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

IL East Pleasant Hill Rd 600 1,500 73
 

IL Fox River 2,000 62,350 78
 

IL Fox River 250 62,350 72
 

IL Fox River 1,150 62,350 71
 

IL IH‐35 @ Loop 410 1,000 2,500 83
 

IL Valve Isolation Chamber, 800 22,000 79
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 3,550 22,000 77
 
Calumet Tarp Pump Station
 

071580034M 300PT 
Produced On: 6/7/2007 48,850 0.430% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 32 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) Project or 
Pounds Marion Grout 

Distributor # of Percent Cl A 
‐ Suggested Cl A 

‐

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071580034M 
Produced On: 6/7/2007 

300PT 
48,850 0.430% 

IL East Pleasant Hill Rd 450 1,500 73 

IL Fox River 200 62,350 72 

IL Fox River 1,000 62,350 71 

IL Fox River 1,600 62,350 78 

IL IH‐35 @ Loop 410 800 2,500 83 

IL McCann Industries, Inc. 2,000 17,300 
(Distributor) 

IL Valve Isolation Chamber, 650 22,000 79 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 2,900 22,000 77 
Calumet Tarp Pump Station 

071520042M 
Produced On: 6/1/2007 

300PT 
97,500 0.094% 

IL I‐355 Bridge 

071500025M 
Produced On: 5/30/2007 

300PT 

66,000 

108,650 

478,000 Confirmed 5(10) 0.075% 0.088% 0.094% 

0.430% 
IL I‐355 Bridge 14,000 478,000 

IL R.W. Bradley Supply Company 500 500 
(Distributor) 

071340023M 
Produced On: 5/14/2007 

300PT 
118,000 0.430% 

IL East Pleasant Hill Rd 150 1,500 73 

IL FDOT Tests (DSI Internal testing) 450 1,100 58 

IL Fox River 550 62,350 78 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 33 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 
 
 
     

   
   

     
     
     
     

     
     

     
     

     
     

     
     

 
     
       
 
 
 
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Illinois (IL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

071340023M 
Produced On: 5/14/2007 

300PT 
118,000 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.430% 
IL Fox River 50 62,350 72 

IL Fox River 300 62,350 71 

IL Fox River 13,000 62,350 63 

IL IH‐35 @ Loop 410 250 2,500 83 

IL Kishwaukee River Bridge 1,500 67,150 69 

IL Kishwaukee River Bridge 150 67,150 68 

IL Mason St Bridge, Batavia 150 600 62 

IL Mason St Bridge, Batavia 0 600 67 

IL Valve Isolation Chamber, 200 22,000 79 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 850 22,000 65 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 2,000 22,000 70 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 1,800 22,000 61 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 950 22,000 77 
Calumet Tarp Pump Station 

071130006M 
Produced On: 4/23/2007 

300PT 
82,750 0.319% 

IL East Pleasant Hill Rd 50 1,500 73 

IL FDOT Tests (DSI Internal testing) 50 1,100 58 

IL Fox River 1,000 62,350 63 

IL Fox River 150 62,350 78 

IL Fox River 100 62,350 71 

IL Fox River 50 62,350 72 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 34 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071130006M 300PT 
Produced On: 4/23/2007 82,750 0.319% 

IL I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319% 

IL IH‐35 @ Loop 410 100 2,500 83
 

IL Kishwaukee River Bridge 50 67,150 69
 

IL Kishwaukee River Bridge 50 67,150 68
 

IL Mason St Bridge, Batavia 50 600 67
 

IL Mason St Bridge, Batavia 50 600 62
 

IL Valve Isolation Chamber, 100 22,000 61
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 300 22,000 77
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 50 22,000 65
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 50 22,000 79
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 250 22,000 70
 
Calumet Tarp Pump Station
 

071080002M 300PT 
Produced On: 4/18/2007 93,350 0.430% 

IL East Pleasant Hill Rd 50 1,500 73 

IL FDOT Tests (DSI Internal testing) 50 1,100 58 

IL Fox River 50 62,350 72 

IL Fox River 50 62,350 78 

IL Fox River 50 62,350 71 

IL Fox River 50 62,350 63 

IL I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

IL IH‐35 @ Loop 410 50 2,500 83 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 35 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071080002M 300PT 
Produced On: 4/18/2007 93,350 0.430% 

IL Kishwaukee River Bridge 50 67,150 68
 

Calumet Tarp Pump Station
 

Calumet Tarp Pump Station
 

Calumet Tarp Pump Station
 

Calumet Tarp Pump Station
 

Calumet Tarp Pump Station
 

IL Kishwaukee River Bridge 50 67,150 69
 

IL Mason St Bridge, Batavia 50 600 62
 

IL Mason St Bridge, Batavia 0 600 67
 

IL Valve Isolation Chamber, 50 22,000 65
 

IL Valve Isolation Chamber, 50 22,000 77
 

IL Valve Isolation Chamber, 50 22,000 79
 

IL Valve Isolation Chamber, 50 22,000 61
 

IL Valve Isolation Chamber, 50 22,000 70
 

071080001M 300PT 
Produced On: 4/18/2007 131,200 0.430% 

IL East Pleasant Hill Rd 50 1,500 73
 

IL FDOT Tests (DSI Internal testing) 50 1,100 58
 

IL Fox River 50 62,350 71
 

IL Fox River 50 62,350 72
 

IL Fox River 1,000 62,350 63
 

IL Fox River 50 62,350 78
 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184%
 

IL IH‐35 @ Loop 410 50 2,500 83
 

IL Kishwaukee River Bridge 50 67,150 68
 

IL Kishwaukee River Bridge 50 67,150 69
 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 36 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Illinois (IL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

071080001M 
Produced On: 4/18/2007 

300PT 
131,200 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.430% 
IL Mason St Bridge, Batavia 50 600 67 

IL Mason St Bridge, Batavia 50 600 62 

IL Valve Isolation Chamber, 100 22,000 61 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 50 22,000 79 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 150 22,000 77 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 50 22,000 65 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 200 22,000 70 
Calumet Tarp Pump Station 

070920007M 300PT 
Produced On: 4/2/2007 151,450 0.430%
 

IL East Pleasant Hill Rd 100 1,500 73 

IL FDOT Tests (DSI Internal testing) 250 1,100 58 

IL Fox River 400 62,350 78 

IL Fox River 6,950 62,350 63 

IL Fox River 200 62,350 71 

IL Fox River 50 62,350 72 

IL IH‐35 @ Loop 410 200 2,500 83 

IL Kishwaukee River Bridge 100 67,150 68 

IL Kishwaukee River Bridge 800 67,150 69 

IL Mason St Bridge, Batavia 100 600 62 

IL Mason St Bridge, Batavia 0 600 67 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 37 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
     

     
     

     
     

     
     

     
     

 
     
       
 
 
 
 
     

   
   

     
     
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Illinois (IL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

070920007M 
Produced On: 4/2/2007 

300PT 
151,450 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.430% 
IL Valve Isolation Chamber, 500 22,000 65 

Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 150 22,000 79 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 950 22,000 61 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 1,300 22,000 70 
Calumet Tarp Pump Station 

IL Valve Isolation Chamber, 650 22,000 77 
Calumet Tarp Pump Station 

070880026M 
Produced On: 3/29/2007 

300PT 
135,400 0.430% 

IL East Pleasant Hill Rd 50 1,500 73 

IL FDOT Tests (DSI Internal testing) 250 1,100 58 

IL Fox River 150 62,350 71 

IL Fox River 200 62,350 78 

IL Fox River 6,600 62,350 63 

IL Fox River 50 62,350 72 

IL IH‐35 @ Loop 410 50 2,500 83 

IL Kishwaukee River Bridge 750 67,150 69 

IL Kishwaukee River Bridge 100 67,150 68 

IL Mason St Bridge, Batavia 0 600 67 

IL Mason St Bridge, Batavia 100 600 62 

IL Valve Isolation Chamber, 1,000 22,000 61 
Calumet Tarp Pump Station 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 38 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

070880026M 300PT 
Produced On: 3/29/2007 135,400 0.430% 

IL Valve Isolation Chamber, 1,200 22,000 70
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 50 22,000 79
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 450 22,000 77
 
Calumet Tarp Pump Station
 

IL Valve Isolation Chamber, 500 22,000 65
 
Calumet Tarp Pump Station
 

070640051M 300PT 
Produced On: 3/5/2007 111,400 0.430% 

IL I‐355 Bridge 40,000 478,000 

070290004M 300PT 
Produced On: 1/29/2007 91,750 0.430% 

IL Decanio Builders Supply 12,000 28,000
 
(Distributor)
 

OH Maumee River Crossing, 1,400 3,379,550 Confirmed 4(15) 0.069% 0.074% 0.084%
 

Veterans Glass City Skyway
 

070260015M 300PT 
Produced On: 1/26/2007 124,000 0.430% 

IL I‐355 Bridge 40,000 478,000
 

IL McCann Industries, Inc. 15,000 17,300
 
(Distributor)
 

063420040M 300PT 
Produced On: 12/8/2006 127,000 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 39 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
         

         

 

 
         

         

 
         

         

     
     

 
     

         

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Illinois (IL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

063420040M 
Produced On: 12/8/2006 

300PT 
127,000 

12,200IL Gougar Rd over I355 Spliced 
Girder 

58,150 49 

12,200IL Gougar Rd over I355 Spliced 
Girder 

58,150 50 

40,000IL I‐355 Bridge 478,000 

063330096M 
Produced On: 11/29/2006 

300PT 
3,450 

800IL Gougar Rd over I355 Spliced 
Girder 

58,150 49 

1,000IL Gougar Rd over I355 Spliced 
Girder 

58,150 50 

063100001M 
Produced On: 11/6/2006 

300PT 
138,500 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

0.250% 

0.250% 
IL Gougar Rd over I355 Spliced 800 58,150 50 

Girder 

IL Gougar Rd over I355 Spliced 1,000 58,150 49 
Girder 

OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137% 

Veterans Glass City Skyway 

062840290M 
Produced On: 10/11/2006 

300PT 
88,150 0.250% 

IL Decanio Builders Supply 8,000 28,000 
(Distributor) 

IL Gougar Rd over I355 Spliced 1,000 58,150 42 
Girder 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 40 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
         

     
     

 
         

         

         

         

 
 

 
 

 
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

062840290M 
Produced On: 10/11/2006 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

88,150 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
IL 

OH 

Gougar Rd over I355 Spliced 
Girder 

Maumee River Crossing, 
Veterans Glass City Skyway 

1,750 

52,000 

58,150 

3,379,550 

43 

Confirmed 3(11) 0.096% 0.122% 0.159% 

062840289M 
Produced On: 10/11/2006 

300PT 
113,650 0.250% 

IL Gougar Rd over I355 Spliced 
Girder 

11,150 58,150 42 

IL Gougar Rd over I355 Spliced 
Girder 

1,000 58,150 49 

IL Gougar Rd over I355 Spliced 
Girder 

1,000 58,150 50 

IL Gougar Rd over I355 Spliced 
Girder 

13,000 58,150 43 

062570009M 
Produced On: 9/14/2006 

300PT 
87,200 0.081% 

IL I‐355 Bridge 

062500055M 
Produced On: 9/7/2006 

300PT 

67,700 

54,250 

478,000 Confirmed 0.071% 0.078% 0.081% 5(10) 

0.250% 
IL I‐355 Bridge 12,250 478,000 

062500049M 
Produced On: 9/7/2006 

300PT 
120,000 0.250% 

IL Decanio Builders Supply 8,000 28,000 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 41 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

 
       

 
         

         

     
     

 
 

 

 
 

 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

062500049M 
Produced On: 9/7/2006 

300PT 

IL I‐355 Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

120,000 

50 478,000 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

062200009M 
Produced On: 8/8/2006 

300PT 

IL Hearth & Home Technologies 
(Customer) 

36,900 

2,000 2,000 

0.250% 

061930169M 
Produced On: 7/12/2006 

300PT 

IL Gougar Rd over I355 Spliced 
Girder 

IL Gougar Rd over I355 Spliced 
Girder 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

112,050 

1,000 

250 

32,050 

58,150 

58,150 

3,379,550 

42 

43 

Confirmed 4(8) 0.086% 0.142% 0.179% 

0.250% 

061350084M 
Produced On: 5/15/2006 

300PT 
57,900 0.250% 

IL Chandler Condominums ‐ 33,350 38,600 
Chicago 

IL I‐355 Bridge 24,000 478,000 

061240122M 
Produced On: 5/4/2006 

300PT 
161,600 0.250% 

IL Chandler Condominums ‐ 2,950 38,600 
Chicago 

IL I‐355 Bridge 14,000 478,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 42 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061240122M 300PT 
Produced On: 5/4/2006 161,600	 0.250% 
OH	 Maumee River Crossing, 43,400 3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109%
 

Veterans Glass City Skyway
 

061230171M 300PT 
Produced On: 5/3/2006 116,150	 0.250% 

IL Chandler Condominums ‐ 1,450 38,600
 
Chicago
 

OH Maumee River Crossing, 33,250 3,379,550 Confirmed 3(6) 0.079% 0.116% 0.137%
 

Veterans Glass City Skyway
 

061030019M 300PT 
Produced On: 4/13/2006 112,000	 0.250% 

IL I‐355 Bridge 20,000 478,000
 

OH Maumee River Crossing, 48,000 3,379,550 Confirmed 3(6) 0.061% 0.093% 0.115%
 

Veterans Glass City Skyway
 

060980004M 300PT 
Produced On: 4/8/2006 133,350	 0.250% 

IL Chandler Condominums ‐ 100 38,600
 
Chicago
 

IL ChemGrout, Inc. (Distributor) 250 5,050
 

IL I‐355 Bridge 20,000 478,000
 

OH Maumee River Crossing, 44,750 3,379,550 Confirmed 3(9) 0.057% 0.080% 0.096%
 

Veterans Glass City Skyway
 

060530035M 300PT 
Produced On: 2/22/2006 145,500	 0.250% 

IL Canal Street	 41,950 95,950 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 43 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

060530035M 
Produced On: 2/22/2006 

300PT 

MN Wakota Bridge, Interstate 494 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

145,500 

10,000 649,050 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 3(6) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.049% 0.078% 0.128% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

060370023M 
Produced On: 2/6/2006 

300PT 

IL Canal Street 

IL Chandler Condominums ‐
Chicago 

IL Glenrock Company (Distributor) 

150,450 

52,000 

750 

1,000 

95,950 

38,600 

3,700 

0.250% 

060100006M 
Produced On: 1/10/2006 

300PT 

IL Canal Street 

56,500 

500 95,950 

0.250% 

053430039M 
Produced On: 12/9/2005 

300PT 

IL Canal Street 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

124,300 

1,500 

42,000 

95,950 

3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045% 

0.250% 

052870033M 
Produced On: 10/14/2005 

300PT 
77,000 0.250% 

IL The Columbian 100 12,500 24 

IL The Columbian 3,150 12,500 32 

052870031M 
Produced On: 10/14/2005 

300PT 
104,150 0.250% 

IL The Columbian 150 12,500 24 

IL The Columbian 3,000 12,500 32 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 44 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 

 
   
 
 

     
     

 
   

 
     
     

     
   

       

       

 
       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

052870031M 
Produced On: 10/14/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

104,150 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051860165M 
Produced On: 7/5/2005 

300PT 

IL Main Street Bridge 

IL The Columbian 

IL The Columbian 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

146,200 

16,000 

100 

6,000 

40,000 

17,000 

12,500 

12,500 

3,379,550 

20 

32 

24 
Confirmed 4(9) 0.044% 0.048% 0.054% 

0.250% 

051740186M 
Produced On: 6/23/2005 

300PT 
169,550 0.250% 

IL Glenrock Company (Distributor) 

051580126M 
Produced On: 6/7/2005 

300PT 

100 

203,900 

3,700 

0.250% 
IL Bridge Replacement SR‐145 7,800 8,300 16 

over Branch Kraus Creek 

IL Inventory at DSI HQ 0 0 

IL Main Street Bridge 1,000 17,000 20 

IL McCormick West Expansion Pier 14,500 130,150 17 
Caps 

IL McCormick West Expansion Pier 15,000 130,150 15 
Caps 

051020034M 
Produced On: 4/12/2005 

300PT 
129,550 0.250% 

IL McCormick West Expansion Pier 750 130,150 10 
Caps 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 45 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

       

       

       

 
       

       

       

       

       

     
     

 
       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

051020034M 
Produced On: 4/12/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

129,550 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
IL McCormick West Expansion Pier 

Caps 
4,000 130,150 11 

IL McCormick West Expansion Pier 
Caps 

1,400 130,150 12 

IL McCormick West Expansion Pier 
Caps 

5,700 130,150 13 

IL McCormick West Expansion Pier 
Caps 

9,400 130,150 14 

051020032M 
Produced On: 4/12/2005 

300PT 
256,600 0.250% 

IL McCormick West Expansion Pier 3,000 130,150 11 
Caps 

IL McCormick West Expansion Pier 550 130,150 10 
Caps 

IL McCormick West Expansion Pier 5,100 130,150 13 
Caps 

IL McCormick West Expansion Pier 8,500 130,150 14 
Caps 

IL McCormick West Expansion Pier 1,300 130,150 12 
Caps 

OH Maumee River Crossing, 66,000 3,379,550 Confirmed 3(6) 0.040% 0.043% 0.047% 

Veterans Glass City Skyway 

050870007M 
Produced On: 3/28/2005 

300PT 
80,150 0.250% 

IL McCormick West Expansion Pier 50 130,150 12 
Caps 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 46 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

       

       

       

 
       

       

       

   
     
     

 
       

       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

050870007M 
Produced On: 3/28/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

80,150 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
IL McCormick West Expansion Pier 

Caps 
50 130,150 14 

IL McCormick West Expansion Pier 
Caps 

50 130,150 13 

IL McCormick West Expansion Pier 
Caps 

50 130,150 10 

IL McCormick West Expansion Pier 
Caps 

50 130,150 11 

050630020M 
Produced On: 3/4/2005 

300PT 
169,250 0.250% 

IL McCormick West Expansion Pier 1,750 130,150 14 
Caps 

IL McCormick West Expansion Pier 250 130,150 12 
Caps 

IL McCormick West Expansion Pier 1,000 130,150 13 
Caps 

ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019% 

OH Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062% 

Veterans Glass City Skyway 

050630019M 
Produced On: 3/4/2005 

300PT 
140,950 0.250% 

IL McCormick West Expansion Pier 4,650 130,150 14 
Caps 

IL McCormick West Expansion Pier 2,750 130,150 13 
Caps 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 47 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

       

       

     
     

 
   

 
   

 
       

       

       

       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Illinois (IL) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

050630019M 
Produced On: 3/4/2005 

300PT 
140,950 

650IL McCormick West Expansion Pier 
Caps 

130,150 12 

400IL McCormick West Expansion Pier 
Caps 

130,150 10 

1,500IL McCormick West Expansion Pier 
Caps 

130,150 11 

42,500OH Maumee River Crossing, 
Veterans Glass City Skyway 

3,379,550 Confirmed 

050320018M 
Produced On: 2/1/2005 

300PT 
49,050 

# of 
Samples 
(Tests) 

3(9) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

0.043% 0.046% 0.053% 

0.250% 
IL Glenrock Company (Distributor) 

043420097M 
Produced On: 12/7/2004 

300PT 

50 

132,650 

3,700 

0.250% 
IL Glenrock Company (Distributor) 1,950 3,700 

042720015M 
Produced On: 9/28/2004 

300PT 
198,100 0.250% 

IL McCormick West Expansion Pier 2,500 130,150 3 
Caps 

IL McCormick West Expansion Pier 1,700 130,150 7 
Caps 

IL McCormick West Expansion Pier 10,900 130,150 2 
Caps 

IL McCormick West Expansion Pier 1,650 130,150 8 
Caps 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 48 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042720015M 300PT 
Produced On: 9/28/2004 198,100 0.250% 

IL McCormick West Expansion Pier 8,400 
Caps 

IL McCormick West Expansion Pier 250 
Caps 

IL McCormick West Expansion Pier 1,450 
Caps 

IL McCormick West Expansion Pier 350 
Caps 

IL McCormick West Expansion Pier 2,400 
Caps 

IL McCormick West Expansion Pier 4,200 
Caps 

IL McCormick West Expansion Pier 1,400 
Caps 

IL McCormick West Expansion Pier 4,200 
Caps 

IL Pritzker House 850 

MN Wakota Bridge, Interstate 494 66,000 

042440001M 300PT 
Produced On: 8/31/2004 46,750 

130,150 9 

130,150 10 

130,150 11 

130,150 12 

130,150 14 

130,150 6 

130,150 13 

130,150 4 

1,000 5 

649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

0.250% 
IL The Shoreham 5,500 37,500 

042430057M 
Produced On: 8/30/2004 

300PT 
70,600 0.250% 

IL Mertes Construction (Customer) 50 50 

IL The Shoreham 12,000 37,500 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 49 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Illinois (IL) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042360025M 300PT 
Produced On: 8/23/2004 159,100	 0.250% 

IL	 The Shoreham 19,000 37,500 

ND Four Bears Bridge 62,000 1,280,000	 Confirmed 1(1) 0.023% 0.023% 0.023% 

041980018M 300PT 
Produced On: 7/16/2004 125,550	 0.250% 

IL	 The Shoreham 50 37,500 

041980017M 300PT 
Produced On: 7/16/2004 153,150	 0.250% 

IL	 The Shoreham 950 37,500 

040630031M 300PT 
Produced On: 3/3/2004 127,900	 0.250% 

IL	 Structural Preservation Systems 150 650
 
(Customer)
 

030910005M 300PT 
Produced On: 4/1/2003 134,050	 0.250% 

IL McCann Industries, Inc. 300 17,300
 
(Distributor)
 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073%
 

Veterans Glass City Skyway
 

030020082M 300PT 
Produced On: 1/2/2003 5,200	 0.250% 

IL ChemGrout, Inc. (Distributor) 1,200 5,050 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 50 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
 

   
     
     

 
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Illinois (IL) 
Project or Customer State 

023400014M 
Produced On: 12/6/2002 

Cable Grout 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

206,350 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
IL 

OH 

ChemGrout, Inc. (Distributor) 

Maumee River Crossing, 
Veterans Glass City Skyway 

2,000 

80,000 

5,050 

3,379,550 Confirmed 5(14) 0.037% 0.048% 0.055% 

023220016M 
Produced On: 11/18/2002 

300PT 
51,650 0.250% 

IL ChemGrout, Inc. (Distributor) 400 5,050 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 51 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092740033M 300PT 
Produced On: 10/1/2009 42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

IN US 231 1,000 1,000 138 

091030033M 
Produced On: 4/13/2009 

300PT 

IN Vernon L. Goedecke Co. Inc. 
(Distributor) 

60,300 

100 250,550 

Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

081480058M 
Produced On: 5/27/2008 

300PT 

IN I‐65 & I‐80 (Toll Road) 

MN I‐35W Bridge 

280,950 

52,000 

228,850 

136,100 

2,105,750 Confirmed 1(4) 0.077% 0.080% 0.084% 

0.480% 

080870044M 
Produced On: 3/27/2008 

300PT 
24,500 0.480% 

IN 215 W Washington / 
Eisenhower Drive Ext INDOT 

080720012M 
Produced On: 3/12/2008 

300PT 

100 

9,550 

2,400 117 

0.480% 
IN 215 W Washington / 200 2,400 117 

Eisenhower Drive Ext INDOT 

080710023M 
Produced On: 3/11/2008 

300PT 
36,500 0.480% 

IN 215 W Washington / 550 2,400 117 
Eisenhower Drive Ext INDOT 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 52 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 

IN	 215 W Washington / 50 2,400 117
 
Eisenhower Drive Ext INDOT
 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 

IN	 215 W Washington / 50 2,400 117
 
Eisenhower Drive Ext INDOT
 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 

IN 215 W Washington / 50 2,400 117
 
Eisenhower Drive Ext INDOT
 

IN I‐65 & I‐80 (Toll Road) 30,750 136,100
 

072420170M 300PT 
Produced On: 8/30/2007 105,250	 0.430% 

IN Flyover Bridge at Indy Airport 24,000 906,500
 

IN I‐65 & I‐80 (Toll Road) 53,350 136,100
 

NC Washington Bypass Bridge 2,000 2,000 Confirmed 3(3) 0.034% 0.035% 0.035%
 

071620001M 300PT * 
Produced On: 6/11/2007 130,700	 0.060% 

FL	 Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060% 

River Bridges 

FL	 Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060% 

River Bridges 

IN	 Flyover Bridge at Indy Airport 44,000 906,500 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 53 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071500025M 300PT 
Produced On: 5/30/2007 108,650 0.430% 

IN Flyover Bridge at Indy Airport 42,000 906,500 

071340023M 300PT 
Produced On: 5/14/2007 118,000 0.430% 

IN SR‐43, Greene Cty 7,600 18,300 60 

071130006M 300PT 
Produced On: 4/23/2007 82,750 0.319% 

IL I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319% 

IN SR‐43, Greene Cty 1,000 18,300 60 

071080002M 300PT 
Produced On: 4/18/2007 93,350 0.430% 

IL I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

IN Flyover Bridge at Indy Airport 42,000 906,500
 

IN I‐70 Indianapolis 200 17,500 55
 

IN SR‐43, Greene Cty 100 18,300 60
 

071080001M 300PT 
Produced On: 4/18/2007 131,200 0.430% 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184%
 

IN I‐70 Indianapolis 1,300 17,500 55
 

IN SR‐43, Greene Cty 600 18,300 60
 

070920007M 300PT 
Produced On: 4/2/2007 151,450 0.430% 

IN I‐70 Indianapolis 8,250 17,500 55 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 54 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Indiana (IN) 
Project or Customer State 

070920007M 
Produced On: 4/2/2007 

300PT 

IN SR‐43, Greene Cty 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

151,450 

4,600 18,300 

Distributor 
Shipment Index 

See Appendix 

60 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

070880026M 
Produced On: 3/29/2007 

300PT 

IN I‐70 Indianapolis 

IN SR‐43, Greene Cty 

135,400 

7,750 

4,400 

17,500 

18,300 

55 

60 

0.430% 

063060161M 
Produced On: 11/2/2006 

300PT 

IN Flyover Bridge at Indy Airport 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

96,400 

40,000 

32,000 

906,500 

3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154% 

0.250% 

062840290M 
Produced On: 10/11/2006 

300PT 

IN Flyover Bridge at Indy Airport 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

88,150 

10,000 

52,000 

906,500 

3,379,550 Confirmed 3(11) 0.096% 0.122% 0.159% 

0.250% 

062840289M 
Produced On: 10/11/2006 

300PT 
113,650 0.250% 

IN Flyover Bridge at Indy Airport 60,000 906,500 

062700212M 
Produced On: 9/27/2006 

300PT 
166,300 0.250% 

IN Flyover Bridge at Indy Airport 11,850 906,500 

IN Sesco (Distributor) 2,000 9,500 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 55 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062700212M 300PT 
Produced On: 9/27/2006 166,300	 0.250% 
OH	 Maumee River Crossing, 119,000 3,379,550 Confirmed 4(15) 0.071% 0.094% 0.150%
 

Veterans Glass City Skyway
 

062700211M 300PT 
Produced On: 9/27/2006 80,550	 0.250% 

IN Flyover Bridge at Indy Airport 38,150 906,500
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(11) 0.077% 0.104% 0.143%
 

Veterans Glass City Skyway
 

062200009M 300PT 
Produced On: 8/8/2006 36,900	 0.250% 

IN	 Flyover Bridge at Indy Airport 5,800 906,500 

062190006M 300PT 
Produced On: 8/7/2006 119,600	 0.203% 

IN Flyover Bridge at Indy Airport 33,600 906,500
 

LA Cameron LNG Tanks 34,000 244,000 Probable 14(30) 0.056% 0.084% 0.122%
 
Group
 

OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 3(7) 0.051% 0.056% 0.062%
 

Veterans Glass City Skyway
 

062050026M 300PT 
Produced On: 7/24/2006 57,100	 0.203% 

IN Flyover Bridge at Indy Airport 350 906,500 

LA Cameron LNG Tanks 26,000 244,000 Probable 14(30) 0.056% 0.084% 0.122% 
Group 

OH Maumee River Crossing, 30,750 3,379,550 Confirmed 3(8) 0.105% 0.128% 0.167% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 56 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062050026M 300PT 
Produced On: 7/24/2006 57,100	 0.203% 

061990009M 300PT 
Produced On: 7/18/2006 165,800	 0.203% 

IN Flyover Bridge at Indy Airport 40,250 906,500
 

LA Cameron LNG Tanks 8,800 244,000 Probable 12(24) 0.062% 0.127% 0.203%
 
Group
 

OH	 Maumee River Crossing, 64,750 3,379,550 Confirmed 3(8) 0.075% 0.135% 0.176%
 

Veterans Glass City Skyway
 

061930169M 300PT 
Produced On: 7/12/2006 112,050	 0.250% 

IN Flyover Bridge at Indy Airport 40,000 906,500
 

OH Maumee River Crossing, 32,050 3,379,550 Confirmed 4(8) 0.086% 0.142% 0.179%
 

Veterans Glass City Skyway
 

061710017M 300PT 
Produced On: 6/20/2006 110,400	 0.203% 

IN Sesco (Distributor) 1,500 9,500
 

LA Cameron LNG Tanks 11,200 244,000 Probable 38(78) 0.039% 0.103% 0.203%
 
Group
 

OH	 Maumee River Crossing, 69,700 3,379,550 Confirmed 3(6) 0.081% 0.107% 0.136%
 

Veterans Glass City Skyway
 

061240122M 300PT 
Produced On: 5/4/2006 161,600	 0.250% 

IN Flyover Bridge at Indy Airport 30,000 906,500 

OH Maumee River Crossing, 43,400 3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 57 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061240122M 300PT 
Produced On: 5/4/2006 161,600 0.250% 

061230171M 300PT 
Produced On: 5/3/2006 116,150 0.250% 

IN Flyover Bridge at Indy Airport 10,000 906,500
 

OH Maumee River Crossing, 33,250 3,379,550 Confirmed 3(6) 0.079% 0.116% 0.137%
 

Veterans Glass City Skyway
 

060530035M 300PT 
Produced On: 2/22/2006 145,500 0.250% 

IN Structural Preservation Systems 100 650 
(Customer) 

MN Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

052870031M 300PT 
Produced On: 10/14/2005 104,150 0.250% 

IN Flyover Bridge at Indy Airport 500 906,500
 

IN Structural Preservation Systems 400 650
 
(Customer)
 

050320018M 300PT 
Produced On: 2/1/2005 49,050 0.250% 

IN Fort Wayne Airport 42,000 129,500 

050060032M 300PT 
Produced On: 1/6/2005 81,150 0.250% 

IN Fort Wayne Airport 30,000 129,500 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 58 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

043340083M 300PT 
Produced On: 11/29/2004 53,000 0.250% 

IN Flyover Bridge at Indy Airport 8,000 906,500 

043060003M 300PT 
Produced On: 11/1/2004 119,350 0.250% 

IN Flyover Bridge at Indy Airport 12,000 906,500
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(9) 0.032% 0.040% 0.054%
 

Veterans Glass City Skyway
 

043060002M 300PT 
Produced On: 11/1/2004 133,300 0.250% 

IN Fort Wayne Airport 39,650 129,500 

042820164M 300PT 
Produced On: 10/8/2004 184,950 0.250% 

IN Fort Wayne Airport 17,850 129,500 

MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

041680035M 300PT 
Produced On: 6/16/2004 103,500 0.250% 

IN Flyover Bridge at Indy Airport 33,700 906,500 

041660089M 300PT 
Produced On: 6/14/2004 115,000 0.250% 

IN Flyover Bridge at Indy Airport 34,300 906,500 

MN Wakota Bridge, Interstate 494 36,700 649,050 Confirmed 4(6) 0.046% 0.047% 0.049% 

041380048M 300PT 
Produced On: 5/17/2004 69,650 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 59 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Indiana (IN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

041380048M 300PT 
Produced On: 5/17/2004 69,650	 0.250% 

IN	 Flyover Bridge at Indy Airport 20,000 906,500 

IN	 Sesco (Distributor) 6,000 9,500 

041350018M 300PT 
Produced On: 5/14/2004 119,750	 0.250% 

IN	 Flyover Bridge at Indy Airport 34,000 906,500 

ND	 Four Bears Bridge 40,000 1,280,000 Confirmed 1(1) 0.043% 0.043% 0.043% 

040720001M 300PT 
Produced On: 3/12/2004 161,750	 0.250% 

IN Flyover Bridge at Indy Airport 22,000 906,500
 

ND Four Bears Bridge 52,000 1,280,000 Confirmed 3(3) 0.011% 0.015% 0.019%
 

OH	 Maumee River Crossing, 87,150 3,379,550 Confirmed 3(9) 0.081% 0.097% 0.105%
 

Veterans Glass City Skyway
 

040630031M 300PT 
Produced On: 3/3/2004 127,900	 0.250% 

IN	 Flyover Bridge at Indy Airport 110,000 906,500 

040050004M 300PT 
Produced On: 1/5/2004 103,900	 0.250% 

IN	 Flyover Bridge at Indy Airport 103,350 906,500 

033390054M 300PT 
Produced On: 12/5/2003 69,450	 0.250% 

IN Flyover Bridge at Indy Airport 16,650 906,500 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 60 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Indiana (IN) 
Project or Customer State 

033110003M 
Produced On: 11/7/2003 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

166,350 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
IN 

OH 

Flyover Bridge at Indy Airport 

Maumee River Crossing, 
Veterans Glass City Skyway 

40,000 

80,350 

906,500 

3,379,550 Confirmed 3(9) 0.032% 0.079% 0.126% 

032160018M 
Produced On: 8/4/2003 

300PT 
176,350 0.250% 

IN customer to customer transfer 26,250 26,250 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 61 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Iowa (IA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081260061M 300PT 
Produced On: 5/5/2008 66,800	 0.480% 

IA	 Rhino Materials (Distributor) 100 72,100 

061930169M 300PT 
Produced On: 7/12/2006 112,050	 0.250% 

IA Iowa PT Pavement Panels 10,000 12,500 36
 

IA Iowa PT Pavement Panels 2,500 12,500 34
 

OH Maumee River Crossing, 32,050 3,379,550 Confirmed 4(8) 0.086% 0.142% 0.179%
 

Veterans Glass City Skyway 

051580121M 300PT 
Produced On: 6/7/2005 220,400	 0.250% 

IA	 44th Street Pedestrian Bridge 18,000 19,000 

051320139M 300PT 
Produced On: 5/12/2005 160,600	 0.250% 

IA Cramer & Associates (Customer) 2,000 2,000
 

OH Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054%
 

Veterans Glass City Skyway
 

051240036M 300PT 
Produced On: 5/4/2005 123,050	 0.250% 

IA 44th Street Pedestrian Bridge 550 19,000
 

ND Four Bears Bridge 48,000 1,280,000 Confirmed 1(1) 0.015% 0.015% 0.015%
 

OH	 Maumee River Crossing, 68,000 3,379,550 Confirmed 4(7) 0.034% 0.047% 0.060%
 

Veterans Glass City Skyway
 

050870007M 300PT 
Produced On: 3/28/2005 80,150	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 62 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Iowa (IA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

050870007M 300PT 
Produced On: 3/28/2005 80,150 0.250% 

IA Jensen Construction (Customer) 2,000 2,000 

050830120M 300PT 
Produced On: 3/24/2005 115,100 0.250% 

FL SR‐9A over UNF Drive 32,000 32,000 Confirmed 3(6) 0.039% 0.055% 0.082% 

IA 44th Street Pedestrian Bridge 450 19,000 

043060003M 300PT 
Produced On: 11/1/2004 119,350 0.250% 

IA Rhino Materials (Distributor) 5,800 72,100
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(9) 0.032% 0.040% 0.054%
 

Veterans Glass City Skyway
 

043060002M 300PT 
Produced On: 11/1/2004 133,300 0.250% 

IA Rhino Materials (Distributor) 24,200 72,100 

042820164M 300PT 
Produced On: 10/8/2004 184,950 0.250% 

IA Rhino Materials (Distributor) 2,000 72,100 

MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

041980018M 300PT 
Produced On: 7/16/2004 125,550 0.250% 

IA Rhino Materials (Distributor) 2,000 72,100 

041980017M 300PT 
Produced On: 7/16/2004 153,150 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 63 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Iowa (IA) 
Project or Customer State 

041980017M 
Produced On: 7/16/2004 

300PT 

IA Rhino Materials (Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

153,150 

38,000 72,100 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

032160018M 
Produced On: 8/4/2003 

300PT 

IA Iowa State Multi Purpose Facility 

176,350 

8,000 8,000 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 64 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
       

 

 
     

     

 
     

 
     

     
     

 
       

 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Kansas (KS) 
Project or Customer State 

062570010M 
Produced On: 9/14/2006 

300PT 

KS Dondlinger & Sons Construction 
Co. (Customer) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

94,250 

42,000 62,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

061720128M 
Produced On: 6/21/2006 

300PT 

KS King Construction Company 
(Customer) 

LA Cameron LNG Tanks 

107,900 

30,000 

68,000 

133,850 

244,000 Probable 
Group 

12(24) 0.039% 0.100% 0.180% 

0.203% 

060100006M 
Produced On: 1/10/2006 

300PT 

KS King Construction Company 
(Customer) 

56,500 

10,000 133,850 

0.250% 

053430039M 
Produced On: 12/9/2005 

300PT 
124,300 0.250% 

KS King Construction Company 26,000 133,850 
(Customer) 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045% 

Veterans Glass City Skyway 

052370129M 
Produced On: 8/25/2005 

300PT 
132,200 0.250% 

KS Dondlinger & Sons Construction 600 62,500 
Co. (Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 65 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Kansas (KS) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051740186M 300PT 
Produced On: 6/23/2005 169,550	 0.250% 

KS	 Dondlinger & Sons Construction 1,400 62,500
 
Co. (Customer)
 

051580121M 300PT 
Produced On: 6/7/2005 220,400	 0.250% 

KS	 Dondlinger & Sons Construction 500 62,500
 
Co. (Customer)
 

051020034M 300PT 
Produced On: 4/12/2005 129,550	 0.250% 

KS	 East Kellogg/U.S. Freeway 61,700 154,900
 
Project ‐ Edgemoor Bridge
 

050630020M 300PT 
Produced On: 3/4/2005 169,250	 0.250% 

KS East Kellogg/U.S. Freeway 11,200 154,900
 
Project ‐ Edgemoor Bridge
 

ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019%
 

OH	 Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062%
 

Veterans Glass City Skyway
 

050630019M 300PT 
Produced On: 3/4/2005 140,950	 0.250% 

KS East Kellogg/U.S. Freeway 2,000 154,900 
Project ‐ Edgemoor Bridge 

OH Maumee River Crossing, 42,500 3,379,550 Confirmed 3(9) 0.043% 0.046% 0.053% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 66 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Kansas (KS) 
Project or Customer State 

050060032M 
Produced On: 1/6/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

81,150 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
KS East Kellogg/U.S. Freeway 

Project ‐ Edgemoor Bridge 
50,350 154,900 

043420097M 
Produced On: 12/7/2004 

300PT 
132,650 0.250% 

KS East Kellogg/U.S. Freeway 
Project ‐ Edgemoor Bridge 

042440001M 
Produced On: 8/31/2004 

300PT 

29,650 

46,750 

154,900 

0.250% 
KS Judy Company (Customer) 4,000 4,000 

041980017M 
Produced On: 7/16/2004 

300PT 
153,150 0.250% 

KS Vernon L. Goedecke Co. Inc. 600 250,550 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 67 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Kentucky (KY) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 300PT 
Produced On: 3/19/2010 272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 

KY Kentucky 22 over KY River 60,000 60,000 

070920007M 
Produced On: 4/2/2007 

300PT 

KY Prestress Services Industries, 
LLC (Customer) 

151,450 

34,000 272,700 

0.430% 

070890026M 
Produced On: 3/30/2007 

300PT 

KY Prestress Services Industries, 
LLC (Customer) 

134,750 

1,500 272,700 

0.430% 

070880026M 
Produced On: 3/29/2007 

300PT 

KY Libby Dam 

KY Prestress Services Industries, 
LLC (Customer) 

135,400 

800 

1,200 

800 

272,700 

54 

0.430% 

063060161M 
Produced On: 11/2/2006 

300PT 

KY Prestress Services Industries, 
LLC (Customer) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

96,400 

8,750 

32,000 

272,700 

3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154% 

0.250% 

062840290M 
Produced On: 10/11/2006 

300PT 
88,150 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 68 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Kentucky (KY) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062840290M 300PT 
Produced On: 10/11/2006 88,150	 0.250% 

KY Prestress Services Industries, 12,150 272,700
 
LLC (Customer)
 

OH Maumee River Crossing, 52,000 3,379,550 Confirmed 3(11) 0.096% 0.122% 0.159%
 

Veterans Glass City Skyway
 

062840289M 300PT 
Produced On: 10/11/2006 113,650	 0.250% 

KY	 Prestress Services Industries, 1,450 272,700
 
LLC (Customer)
 

062700212M 300PT 
Produced On: 9/27/2006 166,300	 0.250% 

KY Prestress Services Industries, 1,650 272,700
 
LLC (Customer)
 

OH Maumee River Crossing, 119,000 3,379,550 Confirmed 4(15) 0.071% 0.094% 0.150%
 

Veterans Glass City Skyway
 

062500049M 300PT 
Produced On: 9/7/2006 120,000	 0.250% 

KY	 Prestress Services Industries, 8,000 272,700
 
LLC (Customer)
 

061710017M 300PT 
Produced On: 6/20/2006 110,400	 0.203% 

KY Prestress Services Industries, 12,000 272,700 
LLC (Customer) 

LA Cameron LNG Tanks 11,200 244,000 Probable 38(78) 0.039% 0.103% 0.203% 
Group 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 69 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Kentucky (KY) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061710017M 300PT 
Produced On: 6/20/2006 110,400	 0.203% 
OH	 Maumee River Crossing, 69,700 3,379,550 Confirmed 3(6) 0.081% 0.107% 0.136%
 

Veterans Glass City Skyway
 

061240122M 300PT 
Produced On: 5/4/2006 161,600	 0.250% 

KY Prestress Services Industries, 12,000 272,700
 
LLC (Customer)
 

OH Maumee River Crossing, 43,400 3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109%
 

Veterans Glass City Skyway
 

060980004M 300PT 
Produced On: 4/8/2006 133,350	 0.250% 

KY Prestress Services Industries, 12,000 272,700
 
LLC (Customer)
 

OH Maumee River Crossing, 44,750 3,379,550 Confirmed 3(9) 0.057% 0.080% 0.096%
 

Veterans Glass City Skyway
 

060370023M 300PT 
Produced On: 2/6/2006 150,450	 0.250% 

KY	 Prestress Services Industries, 14,000 272,700
 
LLC (Customer)
 

053080081M 300PT 
Produced On: 11/4/2005 104,000	 0.250% 

KY Prestress Services Industries, 12,000 272,700 
LLC (Customer) 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(6) 0.035% 0.041% 0.047% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 70 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Kentucky (KY) 
Project or Customer State 

053080080M 
Produced On: 11/4/2005 

300PT 

KY Prestress Services Industries, 
LLC (Customer) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

112,300 

2,000 272,700 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051580121M 
Produced On: 6/7/2005 

300PT 

KY C.M.A. Supply Co. Inc. 
(Distributor) 

220,400 

500 49,500 

0.250% 

023530010M 
Produced On: 12/19/2002 

300PT 

KY RMA 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

51,450 

0 

40,000 

0 

3,379,550 Confirmed 3(9) 0.063% 0.081% 0.094% 

0.250% 

023400014M 
Produced On: 12/6/2002 

Cable Grout 

KY Vernon L. Goedecke Co. Inc. 
(Distributor) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

206,350 

0 

80,000 

250,550 

3,379,550 Confirmed 5(14) 0.037% 0.048% 0.055% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 71 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Louisiana (LA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

082680054M 300PT 
Produced On: 9/24/2008 63,150	 0.480% 

LA	 NCX Eugene Island / 349B 1,150 4,150 

082600023M 300PT 
Produced On: 9/16/2008 74,950	 0.480% 

FL	 SR‐50 over SR‐436 2,000 18,000 Probable 3(6) 0.195% 0.233% 0.266% 

LA	 NCX Eugene Island / 349B 1,000 4,150 

082320050M 300PT 
Produced On: 8/19/2008 89,150	 0.480% 

LA	 NCX Eugene Island / 349B 1,850 4,150 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 

LA	 NCX Eugene Island / 349B 150 4,150 

062190006M 300PT 
Produced On: 8/7/2006 119,600	 0.203% 

LA Cameron LNG Tanks 34,000 244,000 Probable 14(30) 0.056% 0.084% 0.122%
 
Group
 

OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 3(7) 0.051% 0.056% 0.062%
 

Veterans Glass City Skyway
 

062050026M 300PT 
Produced On: 7/24/2006 57,100	 0.203% 

LA Cameron LNG Tanks 26,000 244,000 Probable 14(30) 0.056% 0.084% 0.122% 
Group 

OH Maumee River Crossing, 30,750 3,379,550 Confirmed 3(8) 0.105% 0.128% 0.167% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 72 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Louisiana (LA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062050026M 300PT 
Produced On: 7/24/2006 57,100	 0.203% 

061990009M 300PT 
Produced On: 7/18/2006 165,800	 0.203% 

LA Cameron LNG Tanks 8,800 244,000 Probable 12(24) 0.062% 0.127% 0.203%
 
Group
 

OH	 Maumee River Crossing, 64,750 3,379,550 Confirmed 3(8) 0.075% 0.135% 0.176%
 

Veterans Glass City Skyway
 

061790200M 300PT 
Produced On: 6/28/2006 70,300	 0.203% 

LA Cameron LNG Tanks 56,000 244,000 Probable 24(48) 0.039% 0.114% 0.203%
 
Group
 

OH	 Maumee River Crossing, 14,300 3,379,550 Confirmed 3(6) 0.031% 0.078% 0.109%
 

Veterans Glass City Skyway
 

061720128M 300PT 
Produced On: 6/21/2006 107,900	 0.203% 

LA Cameron LNG Tanks 68,000 244,000 Probable 12(24) 0.039% 0.100% 0.180%
 
Group
 

061710017M 300PT 
Produced On: 6/20/2006 110,400	 0.203% 

LA Cameron LNG Tanks 11,200 244,000 Probable 38(78) 0.039% 0.103% 0.203%
 
Group
 

OH	 Maumee River Crossing, 69,700 3,379,550 Confirmed 3(6) 0.081% 0.107% 0.136%
 

Veterans Glass City Skyway
 

061560118M 300PT 
Produced On: 6/5/2006 178,250	 0.203% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 73 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Louisiana (LA) 
Project or Customer State 

061560118M 
Produced On: 6/5/2006 

300PT 

LA Cameron LNG Tanks 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

178,250 

40,000 244,000 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Probable 
Group 

12(24) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.062% 0.127% 0.203% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.203% 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

79,450 3,379,550 Confirmed 7(19) 0.024% 0.095% 0.156% 

060370023M 
Produced On: 2/6/2006 

300PT 

LA Golden Meadowlock Structure 
Precast Barge 

150,450 

17,000 25,000 

0.250% 

052870033M 
Produced On: 10/14/2005 

300PT 

LA Golden Meadowlock Structure 
Precast Barge 

77,000 

8,000 25,000 

0.250% 

051220004M 
Produced On: 5/2/2005 

300PT 

LA Construction Material, Inc. 
(Distributor) 

ND Four Bears Bridge 

167,400 

300 

40,000 

30,600 

1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 74 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Maine (ME) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 
ME Norridgewock Bridge 8,000 8,000 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

092740033M 300PT 
Produced On: 10/1/2009 42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 
ME Milford Street Bridge Maine 2,400 2,400 139 

ME Pier Rehab Whitneyville 400 400 134 

092080039M 300PT 
Produced On: 7/27/2009 63,500 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 
ME Milo‐Passadumkeag Bridge Pier 50 450 125
 

Reinforcement
 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

080870044M 300PT 
Produced On: 3/27/2008 24,500 0.480% 
ME McCain Mills Bridge Pier 50 400 100
 

Reinforcement
 

ME McCain Mills Bridge Pier 50 400 107
 
Reinforcement
 

ME Milo‐Passadumkeag Bridge Pier 50 450 109
 
Reinforcement
 

080720012M 300PT 
Produced On: 3/12/2008 9,550 0.480% 
ME McCain Mills Bridge Pier 50 400 107 

Reinforcement 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 75 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Maine (ME) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 
ME McCain Mills Bridge Pier 50 400 100
 

Reinforcement
 

ME Milo‐Passadumkeag Bridge Pier 50 450 109
 
Reinforcement
 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 
ME McCain Mills Bridge Pier 50 400 107
 

Reinforcement
 

ME McCain Mills Bridge Pier 50 400 100
 
Reinforcement
 

ME Milo‐Passadumkeag Bridge Pier 100 450 109
 
Reinforcement
 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 
ME	 Milo‐Passadumkeag Bridge Pier 50 450 109
 

Reinforcement
 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 
ME	 Milo‐Passadumkeag Bridge Pier 50 450 109
 

Reinforcement
 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 
ME McCain Mills Bridge Pier 50 400 100 

Reinforcement 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 76 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Maine (ME) 
Project or Customer State 

072610004M 
Produced On: 9/18/2007 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

96,950 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 
ME Milo‐Passadumkeag Bridge Pier 

Reinforcement 
50 450 109 

051860165M 
Produced On: 7/5/2005 

300PT 
146,200 0.250% 

ME 1‐3/8" Gr150 2,100 2,900 18 

ME 1‐3/8" Gr150 350 2,900 19 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054% 

Veterans Glass City Skyway 

051580126M 
Produced On: 6/7/2005 

300PT 
203,900 0.250% 

ME 1‐3/8" Gr150 50 2,900 19 

ME 1‐3/8" Gr150 400 2,900 18 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 77 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Maryland (MD) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

073050002M 300PT 
Produced On: 11/1/2007 53,650	 0.430% 
MD	 Woodrow Wilson Bridge 4,000 692,750 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 
MD	 Woodrow Wilson Bridge 6,000 692,750 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 
MD	 Woodrow Wilson Bridge 4,000 692,750 

062840289M 300PT 
Produced On: 10/11/2006 113,650	 0.250% 
MD	 Gaylord National Resort and 12,200 42,000 

Convention Center 

062700212M 300PT 
Produced On: 9/27/2006 166,300	 0.250% 
MD Gaylord National Resort and 29,800 42,000
 

Convention Center
 

OH Maumee River Crossing, 119,000 3,379,550 Confirmed 4(15) 0.071% 0.094% 0.150%
 

Veterans Glass City Skyway
 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 
MD Woodrow Wilson Bridge 28,150 692,750 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 78 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Maryland (MD) 
Project or Customer State 

052870033M 
Produced On: 10/14/2005 

300PT 

MD Woodrow Wilson Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

77,000 

400 692,750 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

052010018M 
Produced On: 7/20/2005 

300PT 

MD Woodrow Wilson Bridge 

MN Wakota Bridge, Interstate 494 

133,650 

41,550 

4,000 

692,750 

649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

0.250% 

051860165M 
Produced On: 7/5/2005 

300PT 

MD Woodrow Wilson Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

146,200 

13,600 

40,000 

692,750 

3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054% 

0.250% 

051660201M 
Produced On: 6/15/2005 

300PT 

MD Woodrow Wilson Bridge 

89,900 

8,000 692,750 

0.250% 

051580126M 
Produced On: 6/7/2005 

300PT 

MD Woodrow Wilson Bridge 

203,900 

18,000 692,750 

0.250% 

051580121M 
Produced On: 6/7/2005 

300PT 

MD Woodrow Wilson Bridge 

220,400 

2,250 692,750 

0.250% 

051320140M 
Produced On: 5/12/2005 

300PT 
130,900 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 

MD Shipped to another Sika Facility 3,700 440,650 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 79 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

   

   
     
     

 
   
     
     

 
   
     
     

 
   

   
     
     

 
   

   

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Maryland (MD) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051320140M 
Produced On: 5/12/2005 

300PT 
130,900 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 

MD Woodrow Wilson Bridge 27,700 692,750 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

62,000 3,379,550 Confirmed 3(6) 0.037% 0.047% 0.065% 

051320139M 
Produced On: 5/12/2005 

300PT 

MD Woodrow Wilson Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

160,600 

10,700 

14,000 

692,750 

3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054% 

0.250% 

051320138M 
Produced On: 5/12/2005 

300PT 

MD Woodrow Wilson Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

125,000 

11,000 

16,000 

692,750 

3,379,550 Confirmed 3(6) 0.040% 0.048% 0.063% 

0.250% 

051240036M 
Produced On: 5/4/2005 

300PT 

MD Woodrow Wilson Bridge 

ND Four Bears Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

123,050 

6,000 

48,000 

68,000 

692,750 

1,280,000 

3,379,550 

Confirmed 

Confirmed 

1(1) 

4(7) 

0.015% 

0.034% 

0.015% 

0.047% 

0.015% 

0.060% 

0.250% 

051220004M 
Produced On: 5/2/2005 

300PT 

MD Woodrow Wilson Bridge 

ND Four Bears Bridge 

167,400 

34,800 

40,000 

692,750 

1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 80 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Maryland (MD) 
Project or Customer State 

042820164M 
Produced On: 10/8/2004 

300PT 

MD Woodrow Wilson Bridge 

MN Wakota Bridge, Interstate 494 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

184,950 

20,000 692,750 

80,000 649,050 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 3(6) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.033% 0.034% 0.035% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

041980018M 
Produced On: 7/16/2004 

300PT 
125,550 0.250% 

MD Woodrow Wilson Bridge 

041980017M 
Produced On: 7/16/2004 

300PT 

10,000 

153,150 

692,750 

0.250% 
MD Woodrow Wilson Bridge 10,000 692,750 

031280015M 
Produced On: 5/8/2003 

Cable Grout 
95,450 0.250% 

MD Blue Line Extension to Largo 15,500 15,500 
Metrorail 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 81 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
   
     
     

 
 

     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Massachusetts (MA) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

061240122M 
Produced On: 5/4/2006 

300PT 
161,600 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 
MA Hemlock Brook Bridge 5,000 5,000 

OH Maumee River Crossing, 43,400 3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109% 

Veterans Glass City Skyway 

020500074M 
Produced On: 2/19/2002 

Cable Grout 
53,050 0.250% 

MA I‐90/I‐93 Interchange, 1‐93 40,000 40,000 
Northbound 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 82 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092740033M 300PT 
Produced On: 10/1/2009 42,550	 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

MI MI Pier Cap Strengthening, 50 1,350 137
 
Installed by C.A. Hull Co. Inc.
 

MI MI Pier Cap Strengthening, 300 1,350
 
Installed by C.A. Hull Co. Inc.
 

092080039M 300PT 
Produced On: 7/27/2009 63,500	 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

MI MI DOT Pier Caps, Installed by 4,000 15,500 126
 
Davis Construction
 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

091190033M 300PT 
Produced On: 4/29/2009 44,900	 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL	 SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050% 

MI	 Toebe Construction (Distributor) 2,000 4,000 

082600023M 300PT 
Produced On: 9/16/2008 74,950	 0.480% 

FL	 SR‐50 over SR‐436 2,000 18,000 Probable 3(6) 0.195% 0.233% 0.266% 

MI	 Toebe Construction (Distributor) 2,000 4,000 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

MI	 MI DOT Pier Caps, Installed by 250 15,500 99 
Davis Construction 

MI	 MI DOT Pier Caps, Installed by 150 15,500 106 
Davis Construction 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 83 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 

MI American Rental 400 2,000
 

MI MI DOT Pier Caps, Installed by 1,100 15,500 99
 
Davis Construction
 

MI MI DOT Pier Caps, Installed by 800 15,500 106
 
Davis Construction
 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

MI American Rental 1,600 2,000
 

MI MI DOT Pier Caps, Installed by 4,150 15,500 99
 
Davis Construction
 

MI MI DOT Pier Caps, Installed by 1,500 15,500 106
 
Davis Construction
 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 

MI	 MI DOT Pier Caps, Installed by 50 15,500 106
 
Davis Construction
 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 

MI MI DOT Pier Caps, Installed by 50 15,500 106 
Davis Construction 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 84 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 

MI	 MI DOT Pier Caps, Installed by 50 15,500 106
 
Davis Construction
 

072420170M 300PT 
Produced On: 8/30/2007 105,250	 0.430% 

MI Concrete Construction Tech. 300 102,750
 
(Distributor)
 

NC Washington Bypass Bridge 2,000 2,000 Confirmed 3(3) 0.034% 0.035% 0.035%
 

071580034M 300PT 
Produced On: 6/7/2007 48,850	 0.430% 

MI	 Concrete Construction Tech. 100 102,750
 
(Distributor)
 

071340023M 300PT 
Produced On: 5/14/2007 118,000	 0.430% 

MI	 MI Pier Cap Strengthening, 400 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

071130006M 300PT 
Produced On: 4/23/2007 82,750	 0.319% 

IL I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319%
 

MI MI Pier Cap Strengthening, 50 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

IL I‐355 Bridge	 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 85 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

MI	 MI Pier Cap Strengthening, 50 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

071080001M 300PT 
Produced On: 4/18/2007 131,200	 0.430% 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184%
 

MI MI Pier Cap Strengthening, 50 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

070920007M 300PT 
Produced On: 4/2/2007 151,450	 0.430% 

MI	 MI Pier Cap Strengthening, 250 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

070880026M 300PT 
Produced On: 3/29/2007 135,400	 0.430% 

MI	 MI Pier Cap Strengthening, 200 1,350 59
 
Installed by C.A. Hull Co. Inc.
 

061720128M 300PT 
Produced On: 6/21/2006 107,900	 0.203% 

LA Cameron LNG Tanks 68,000 244,000 Probable 12(24) 0.039% 0.100% 0.180%
 
Group
 

MI	 Concrete Construction Tech. 2,900 102,750
 
(Distributor)
 

061560118M 300PT 
Produced On: 6/5/2006 178,250	 0.203% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 86 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Michigan (MI) 
Project or Customer State 

061560118M 
Produced On: 6/5/2006 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

178,250 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.203% 
LA Cameron LNG Tanks 40,000 244,000 Probable 

Group 
12(24) 0.062% 0.127% 0.203% 

MI 

OH 

Concrete Construction Tech. 
(Distributor) 

Maumee River Crossing, 
Veterans Glass City Skyway 

10,800 

79,450 

102,750 

3,379,550 Confirmed 7(19) 0.024% 0.095% 0.156% 

061240122M 
Produced On: 5/4/2006 

300PT 
161,600 0.250% 

MI 

OH 

Concrete Construction Tech. 
(Distributor) 

Maumee River Crossing, 
Veterans Glass City Skyway 

7,250 

43,400 

102,750 

3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109% 

061230171M 
Produced On: 5/3/2006 

300PT 
116,150 0.250% 

MI Concrete Construction Tech. 1,300 102,750 
(Distributor) 

OH Maumee River Crossing, 33,250 3,379,550 Confirmed 3(6) 0.079% 0.116% 0.137% 

Veterans Glass City Skyway 

053430039M 
Produced On: 12/9/2005 

300PT 
124,300 0.250% 

MI Concrete Construction Tech. 8,000 102,750 
(Distributor) 

MI Soils and Materials Engineering 50 50 
(SME) (Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 87 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 
OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045%
 

Veterans Glass City Skyway
 

052870033M 300PT 
Produced On: 10/14/2005 77,000	 0.250% 

MI Concrete Construction Tech. 200 102,750
 
(Distributor)
 

MI MI DOT Pier Caps, Installed by 150 11,500 28
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 100 11,500 27
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 500 11,500 26
 
Milbocker & Sons
 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 

MI Concrete Construction Tech. 400 102,750
 
(Distributor)
 

MI MI DOT Pier Caps, Installed by 150 11,500 28
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 500 11,500 26
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 100 11,500 27
 
Milbocker & Sons
 

052370129M 300PT 
Produced On: 8/25/2005 132,200	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 88 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Michigan (MI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

052370129M 300PT 
Produced On: 8/25/2005 132,200	 0.250% 

MI	 Concrete Construction Tech. 20,000 102,750
 
(Distributor)
 

052010018M 300PT 
Produced On: 7/20/2005 133,650	 0.250% 

MI Concrete Construction Tech. 9,000 102,750 
(Distributor) 

MN Wakota Bridge, Interstate 494 4,000 649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

051860165M 300PT 
Produced On: 7/5/2005 146,200	 0.250% 

MI MI DOT Pier Caps, Installed by 1,000 11,500 27
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 6,500 11,500 26
 
Milbocker & Sons
 

MI MI DOT Pier Caps, Installed by 2,500 11,500 28
 
Milbocker & Sons
 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054%
 

Veterans Glass City Skyway
 

051580126M 300PT 
Produced On: 6/7/2005 203,900	 0.250% 

MI	 Ersco Construction Supply 50 2,600
 
(Distributor)
 

051580121M 300PT 
Produced On: 6/7/2005 220,400	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 89 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Michigan (MI) 
Project or Customer State 

051580121M 
Produced On: 6/7/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

220,400 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
MI Concrete Construction Tech. 

(Distributor) 
2,500 102,750 

MI Ersco Construction Supply 
(Distributor) 

50 2,600 

051320139M 
Produced On: 5/12/2005 

300PT 
160,600 0.250% 

MI Concrete Construction Tech. 40,000 102,750 
(Distributor) 

OH Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054% 

Veterans Glass City Skyway 

020090019M 
Produced On: 1/9/2002 

Cable Grout 
95,300 0.250% 

MI Ersco Construction Supply 2,500 2,600 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 90 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 300PT 
Produced On: 3/19/2010 272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 
MN Wakota Bridge, Interstate 494 80,700 649,050 

093000001M 
Produced On: 10/27/2009 

300PT 

MN Wakota Bridge, Interstate 494 

PA Mon‐Fayette Bridge 

145,750 

7,400 

41,550 

649,050 

44,000 

Retain 

Confirmed 

10(10) 

12(41) 

0.013% 0.072% 0.092% 

0.060% 0.080% 0.107% 

0.107% 

092730085M 
Produced On: 9/30/2009 

300PT 

MN Wakota Bridge, Interstate 494 

68,800 

44,800 649,050 

Retain 4(4) 0.098% 0.105% 0.117% 0.117% 

092150040M 
Produced On: 8/3/2009 

300PT 

MN Hennepin County 
Transportation Department 
(Customer) 

45,500 

500 500 

Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

092080039M 
Produced On: 7/27/2009 

300PT 

MN Minneapolis Airport Building 

TX Corpus Christi, IH‐37 Ramp at 
Carbon Plant Road 

63,500 

1,000 

8,000 

1,000 

8,000 

131 

Retain 

Confirmed 

14(14) 

9(18) 

0.274% 0.292% 0.315% 

0.027% 0.273% 0.314% 

0.315% 

091400088M 
Produced On: 5/20/2009 

300PT 

MN Wakota Bridge, Interstate 494 

105,350 

8,000 649,050 

Retain 10(10) 0.042% 0.174% 0.284% 0.284% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 91 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

091030033M 300PT 
Produced On: 4/13/2009 60,300 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 
MN Crosstown Bridges 18,600 28,000 

090920018M 300PT 
Produced On: 4/2/2009 73,400 Retain 7(7) 0.041% 0.047% 0.063% 0.063% 
MN Crosstown Bridges 9,400 28,000 

082680054M 300PT 
Produced On: 9/24/2008 63,150 0.480% 
MN Wakota Bridge, Interstate 494 20,000 649,050 

082260060M 300PT 
Produced On: 8/13/2008 84,600 0.480% 
MN I‐35W Bridge 72,000 2,105,750 Confirmed 1(2) 0.062% 0.068% 0.073% 

082200094M 300PT 
Produced On: 8/7/2008 155,800 0.480% 
MN I‐35W Bridge 126,000 2,105,750 Confirmed 1(2) 0.315% 0.327% 0.339% 

081980019M 300PT 
Produced On: 7/16/2008 390,450 0.480% 
MN I‐35W Bridge 209,200 2,105,750 Confirmed 2(4) 0.093% 0.099% 0.103% 

081890008M 300PT 
Produced On: 7/7/2008 484,900 0.480% 
MN I‐35W Bridge 484,800 2,105,750 Confirmed 8(20) 0.129% 0.169% 0.224% 

081700032M 300PT 
Produced On: 6/18/2008 508,800 0.480% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 92 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081700032M 300PT 
Produced On: 6/18/2008 508,800 0.480% 
MN I‐35W Bridge 508,700 2,105,750 

081610016M 300PT 
Produced On: 6/9/2008 224,200 0.480% 
MN I‐35W Bridge 224,200 2,105,750 

081480058M 300PT 
Produced On: 5/27/2008 280,950 0.480% 
MN I‐35W Bridge 228,850 2,105,750 Confirmed 1(4) 0.077% 0.080% 0.084% 

081360030M 300PT 
Produced On: 5/15/2008 41,800 0.480% 
MN I‐35W Bridge 29,450 2,105,750 

081260061M 300PT 
Produced On: 5/5/2008 66,800 0.480% 
MN I‐35W Bridge 12,550 2,105,750 

081200028M 300PT 
Produced On: 4/29/2008 37,700 0.480% 
MN I‐35W Bridge 37,700 2,105,750 

081190019M 300PT 
Produced On: 4/28/2008 64,300 0.480% 
MN I‐35W Bridge 64,100 2,105,750 Confirmed 1(2) 0.288% 0.300% 0.312% 

081190018M 300PT 
Produced On: 4/28/2008 66,200 0.480% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 93 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081190018M 300PT 
Produced On: 4/28/2008 66,200 0.480% 
MN I‐35W Bridge 66,200 2,105,750 

080870017M 300PT 
Produced On: 3/27/2008 63,750 0.480% 
MN I‐35W Bridge 42,000 2,105,750 

060530035M 300PT 
Produced On: 2/22/2006 145,500 0.250% 
MN Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

052010018M 300PT 
Produced On: 7/20/2005 133,650 0.250% 
MN Wakota Bridge, Interstate 494 4,000 649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

051580126M 300PT 
Produced On: 6/7/2005 203,900 0.250% 
MN Wakota Bridge, Interstate 494 16,000 649,050 

051580121M 300PT 
Produced On: 6/7/2005 220,400 0.250% 
MN VSL Corporation (Distributor) 4,000 113,450 

051020032M 300PT 
Produced On: 4/12/2005 256,600 0.250% 
MN Waldo Hancock CS Bridge 6,000 119,200 

OH Maumee River Crossing, 66,000 3,379,550 Confirmed 3(6) 0.040% 0.043% 0.047% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 94 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

050630020M 300PT 
Produced On: 3/4/2005 169,250	 0.250% 
MN Waldo Hancock CS Bridge 57,400 119,200
 

ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019%
 

OH	 Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062%
 

Veterans Glass City Skyway
 

050630019M 300PT 
Produced On: 3/4/2005 140,950	 0.250% 
MN BendTec (Customer) 14,000 14,800 

MN Waldo Hancock CS Bridge 47,050 119,200 

OH Maumee River Crossing, 42,500 3,379,550 Confirmed 3(9) 0.043% 0.046% 0.053% 

Veterans Glass City Skyway 

050320018M 300PT 
Produced On: 2/1/2005 49,050	 0.250% 
MN	 Waldo Hancock CS Bridge 3,000 119,200 

050060032M 300PT 
Produced On: 1/6/2005 81,150	 0.250% 
MN	 BendTec (Customer) 800 14,800 

042820164M 300PT 
Produced On: 10/8/2004 184,950	 0.250% 
MN	 Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

042720015M 300PT 
Produced On: 9/28/2004 198,100	 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050	 Confirmed 3(6) 0.021% 0.028% 0.032% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 95 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Minnesota (MN) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

042580085M 
Produced On: 9/14/2004 

300PT 
77,200 

14,000MN Wakota Bridge, Interstate 494 649,050 

5,750MN Waldo Hancock CS Bridge 119,200 

30,000ND Four Bears Bridge 1,280,000 Confirmed 

042360025M 
Produced On: 8/23/2004 

300PT 
159,100 

40,000MN Wakota Bridge, Interstate 494 649,050 

62,000ND Four Bears Bridge 1,280,000 Confirmed 

# of 
Samples 
(Tests) 

2(2) 

1(1) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

0.023% 0.025% 0.028% 

0.250% 

0.023% 0.023% 0.023% 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

MN Wakota Bridge, Interstate 494 74,000 649,050 

041980018M 
Produced On: 7/16/2004 

300PT 

MN Wakota Bridge, Interstate 494 

125,550 

6,000 649,050 

0.250% 

041980017M 
Produced On: 7/16/2004 

300PT 

MN Wakota Bridge, Interstate 494 

153,150 

40,000 649,050 

0.250% 

041660089M 
Produced On: 6/14/2004 

300PT 

MN Wakota Bridge, Interstate 494 

115,000 

36,700 649,050 Confirmed 4(6) 0.046% 0.047% 0.049% 

0.250% 

041380048M 
Produced On: 5/17/2004 

300PT 
69,650 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 96 of 228 pages 



                 

         
     
  

   
   ‐

 
   
   

 

   

   

‐

 
     

 
     
     
     

 
     
     
     

 
     
     
     

 
     
     
     

 

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

041380048M 300PT 
Produced On: 5/17/2004 69,650 0.250% 
MN Wakota Bridge, Interstate 494 43,100 649,050 

041200084M 300PT 
Produced On: 4/29/2004 118,400 0.250% 
MN Wakota Bridge, Interstate 494 200 649,050
 

OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(8) 0.060% 0.070% 0.086%
 

Veterans Glass City Skyway
 

041030002M 300PT 
Produced On: 4/12/2004 145,400 0.250% 
MN Wakota Bridge, Interstate 494 40,000 649,050
 

OH Maumee River Crossing, 49,400 3,379,550 Confirmed 3(9) 0.086% 0.101% 0.122%
 

Veterans Glass City Skyway
 

033110003M 300PT 
Produced On: 11/7/2003 166,350 0.250% 
MN Wakota Bridge, Interstate 494 16,000 649,050
 

OH Maumee River Crossing, 80,350 3,379,550 Confirmed 3(9) 0.032% 0.079% 0.126%
 

Veterans Glass City Skyway
 

032830021M 300PT 
Produced On: 10/10/2003 172,400 0.250% 
MN Wakota Bridge, Interstate 494 2,000 649,050
 

OH Maumee River Crossing, 90,400 3,379,550 Confirmed 5(11) 0.037% 0.067% 0.096%
 

Veterans Glass City Skyway
 

032040035M 300PT 
Produced On: 7/23/2003 140,450 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 97 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Minnesota (MN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

032040035M 300PT 
Produced On: 7/23/2003 140,450 0.250% 
MN Ford Bridge 6,000 10,000 

031600004M 300PT 
Produced On: 6/9/2003 130,400 0.250% 
MN Ford Bridge 4,000 10,000 

023220016M 300PT 
Produced On: 11/18/2002 51,650 0.250% 
MN Wakota Bridge, Interstate 494 150 649,050 

022170042M Cable Grout 
Produced On: 8/5/2002 89,050 0.250% 
MN Brock‐White Co. (Distributor) 10,000 48,500 

020740062M Cable Grout 
Produced On: 3/15/2002 103,300 0.250% 
MN Hiawatha LRT 45,000 45,000 

013300037M Cable Grout 
Produced On: 11/26/2001 162,000 0.250% 
MN Brock‐White Co. (Distributor) 24,000 48,500 

013200022M Cable Grout 
Produced On: 11/16/2001 22,700 0.250% 
MN Brock‐White Co. (Distributor) 3,000 48,500 

013170053M Cable Grout 
Produced On: 11/13/2001 34,950 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 98 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Minnesota (MN) 
Project or Customer State 

013170053M 
Produced On: 11/13/2001 

Cable Grout 

MN Brock‐White Co. (Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

34,950 

10,450 48,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

012280038M 
Produced On: 8/16/2001 

Cable Grout 

MN Brock‐White Co. (Distributor) 

13,300 

50 48,500 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 99 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     

 
         

 
         
 
         
 

 
         
 
         
 
     
     

 
         
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Mississippi (MS) 
Project or Customer State 

073050002M 
Produced On: 11/1/2007 

300PT 

MS Construction Material, Inc. 
(Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

53,650 

8,000 30,600 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

071580034M 
Produced On: 6/7/2007 

300PT 

MS Ram Tool & Supply Co. 
(Distributor) 

48,850 

2,000 66,150 

0.430% 

070640051M 
Produced On: 3/5/2007 

300PT 

MS US Highway 90 across Saint 
Louis Bay 

MS US Highway 90 across Saint 
Louis Bay 

111,400 

12,050 

22,000 

67,000 

67,000 

51 

0.430% 

070290004M 
Produced On: 1/29/2007 

300PT 
91,750 0.430% 

MS US Highway 90 across Saint 2,000 67,000 51 
Louis Bay 

MS US Highway 90 across Saint 18,000 67,000 
Louis Bay 

OH Maumee River Crossing, 1,400 3,379,550 Confirmed 4(15) 0.069% 0.074% 0.084% 

Veterans Glass City Skyway 

063420040M 
Produced On: 12/8/2006 

300PT 
127,000 0.250% 

MS US Highway 90 across Saint 8,950 67,000 51 
Louis Bay 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 100 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
         
 

 
         
 
         
 

 
   

 
         
 
         
 
     
     

 
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Mississippi (MS) 
Project or Customer State 

063420040M 
Produced On: 12/8/2006 

300PT 

MS US Highway 90 across Saint 
Louis Bay 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

127,000 

300 67,000 

Distributor 
Shipment Index 

See Appendix 

46 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

063330096M 
Produced On: 11/29/2006 

300PT 

MS US Highway 90 across Saint 
Louis Bay 

MS US Highway 90 across Saint 
Louis Bay 

3,450 

500 

100 

67,000 

67,000 

51 

46 

0.250% 

063320080M 
Produced On: 11/28/2006 

300PT 

MS Prestressed Pipe Application 

40,000 

40,000 208,000 

0.250% 

063100001M 
Produced On: 11/6/2006 

300PT 

MS US Highway 90 across Saint 
Louis Bay 

MS US Highway 90 across Saint 
Louis Bay 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

138,500 

100 

500 

84,000 

67,000 

67,000 

3,379,550 

46 

51 

Confirmed 3(6) 0.103% 0.117% 0.137% 

0.250% 

063060032M 
Produced On: 11/2/2006 

300PT 

MS Prestressed Pipe Application 

78,000 

78,000 208,000 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 101 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Mississippi (MS) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062960020M 300PT 
Produced On: 10/23/2006 42,000 0.250% 
MS Prestressed Pipe Application 42,000 208,000 

062840289M 300PT 
Produced On: 10/11/2006 113,650 0.250% 
MS US Highway 90 across Saint 500 67,000 51
 

Louis Bay
 

MS US Highway 90 across Saint 2,000 67,000 46
 
Louis Bay
 

062700210M 300PT 
Produced On: 9/27/2006 96,000 0.250% 
MS Prestressed Pipe Application 36,000 208,000 

NJ Bayonne Bridge 60,000 3,230,000 Probable 1(1) 0.058% 0.058% 0.058% 

062620006M 300PT 
Produced On: 9/19/2006 80,000 0.250% 
MS Prestressed Pipe Application 4,000 208,000 

062340165M 300PT 
Produced On: 8/22/2006 50,000 0.250% 
MS Prestressed Pipe Application 2,000 208,000 

NJ Bayonne Bridge 48,000 3,230,000 Probable 2(3) 0.093% 0.107% 0.135% 

062050024M 300PT 
Produced On: 7/24/2006 80,000 0.250% 
MS Prestressed Pipe Application 6,000 208,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 102 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Mississippi (MS) 
Project or Customer State 

051220004M 
Produced On: 5/2/2005 

300PT 

MS Construction Material, Inc. 
(Distributor) 

ND Four Bears Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

167,400 

300 30,600 

40,000 1,280,000 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 2(2) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.013% 0.013% 0.013% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

021620030M 
Produced On: 6/11/2002 

Cable Grout 

MS East Pascagoula River Bridge 

144,150 

40,000 100,000 

0.250% 

021420014M 
Produced On: 5/22/2002 

Cable Grout 

MS East Pascagoula River Bridge 

171,700 

18,000 100,000 

0.250% 

021220016M 
Produced On: 5/2/2002 

Cable Grout 

MS East Pascagoula River Bridge 

123,900 

40,000 100,000 

0.250% 

020740062M 
Produced On: 3/15/2002 

Cable Grout 

MS East Pascagoula River Bridge 

103,300 

2,000 100,000 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 103 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

070640051M 300PT 
Produced On: 3/5/2007 111,400	 0.430% 
MO	 King Construction Company 8,000 133,850 

(Customer) 

063420040M 300PT 
Produced On: 12/8/2006 127,000	 0.250% 
MO	 Rte 64 Rehabilitation 150 750 47 

063330096M 300PT 
Produced On: 11/29/2006 3,450	 0.250% 
MO	 Rte 64 Rehabilitation 50 750 47 

063100001M 300PT 
Produced On: 11/6/2006 138,500	 0.250% 
MO Rte 64 Rehabilitation 50 750 47
 

OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137%
 

Veterans Glass City Skyway
 

062840290M 300PT 
Produced On: 10/11/2006 88,150	 0.250% 
MO Vernon L. Goedecke Co. Inc. 2,000 250,550 

(Distributor) 

OH Maumee River Crossing, 52,000 3,379,550 Confirmed 3(11) 0.096% 0.122% 0.159% 

Veterans Glass City Skyway 

062840289M 300PT 
Produced On: 10/11/2006 113,650	 0.250% 
MO Rte 64 Rehabilitation	 500 750 47 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 104 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062700211M 300PT 
Produced On: 9/27/2006 80,550	 0.250% 
MO King Construction Company 400 133,850
 

(Customer)
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(11) 0.077% 0.104% 0.143%
 

Veterans Glass City Skyway
 

062570010M 300PT 
Produced On: 9/14/2006 94,250	 0.250% 
MO	 King Construction Company 27,450 133,850 

(Customer) 

061990009M 300PT 
Produced On: 7/18/2006 165,800	 0.203% 

LA Cameron LNG Tanks 8,800 244,000 Probable 12(24) 0.062% 0.127% 0.203%
 
Group
 

MO	 King Construction Company 32,000 133,850 
(Customer) 

OH	 Maumee River Crossing, 64,750 3,379,550 Confirmed 3(8) 0.075% 0.135% 0.176% 

Veterans Glass City Skyway 

061720128M 300PT 
Produced On: 6/21/2006 107,900	 0.203% 

LA Cameron LNG Tanks 68,000 244,000 Probable 12(24) 0.039% 0.100% 0.180%
 
Group
 

MO	 Vernon L. Goedecke Co. Inc. 2,000 250,550 
(Distributor) 

061030019M 300PT 
Produced On: 4/13/2006 112,000	 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 105 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061030019M 300PT 
Produced On: 4/13/2006 112,000	 0.250% 
MO Vernon L. Goedecke Co. Inc. 2,000 250,550 

(Distributor) 

OH Maumee River Crossing, 48,000 3,379,550 Confirmed 3(6) 0.061% 0.093% 0.115% 

Veterans Glass City Skyway 

060370023M 300PT 
Produced On: 2/6/2006 150,450	 0.250% 
MO	 Vernon L. Goedecke Co. Inc. 2,000 250,550 

(Distributor) 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 
MO Vernon L. Goedecke Co. Inc. 16,000 250,550
 

(Distributor)
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045%
 

Veterans Glass City Skyway
 

053080081M 300PT 
Produced On: 11/4/2005 104,000	 0.250% 
MO Vernon L. Goedecke Co. Inc. 14,000 250,550
 

(Distributor)
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(6) 0.035% 0.041% 0.047%
 

Veterans Glass City Skyway
 

052870033M 300PT 
Produced On: 10/14/2005 77,000	 0.250% 
MO Precast Pavement in MO 6,800 6,800 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 106 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Missouri (MO) 
Project or Customer State 

052870031M 
Produced On: 10/14/2005 

300PT 

MO Dondlinger & Sons Construction 
Co. (Customer) 

MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

104,150 

18,000 62,500 

4,000 250,550 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

042720015M 
Produced On: 9/28/2004 

300PT 

MN Wakota Bridge, Interstate 494 

MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

198,100 

66,000 

8,000 

649,050 

250,550 

Confirmed 3(6) 0.021% 0.028% 0.032% 

0.250% 

042580085M 
Produced On: 9/14/2004 

300PT 
77,200 0.250% 

MO Vernon L. Goedecke Co. Inc. 6,000 250,550 
(Distributor) 

ND Four Bears Bridge 30,000 1,280,000 Confirmed 2(2) 0.023% 0.025% 0.028% 

042440001M 
Produced On: 8/31/2004 

300PT 
46,750 0.250% 

MO Vernon L. Goedecke Co. Inc. 5,600 250,550 
(Distributor) 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

500 250,550 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 107 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

041980018M 300PT 
Produced On: 7/16/2004 125,550	 0.250% 
MO Route 64/Pomme de Terre Lake 16,000 33,450 

in Hickory County 

MO Vernon L. Goedecke Co. Inc. 1,400 250,550 
(Distributor) 

041980017M 300PT 
Produced On: 7/16/2004 153,150	 0.250% 
MO Academic 750 9,150 

MO Route 64/Pomme de Terre Lake 16,000 33,450 
in Hickory County 

041660089M 300PT 
Produced On: 6/14/2004 115,000	 0.250% 
MN Wakota Bridge, Interstate 494 36,700 649,050 Confirmed 4(6) 0.046% 0.047% 0.049%
 

MO Vernon L. Goedecke Co. Inc. 500 250,550
 
(Distributor)
 

041380048M 300PT 
Produced On: 5/17/2004 69,650	 0.250% 
MO	 Columbia Curb and Gutter 550 550 

(Customer) 

041350018M 300PT 
Produced On: 5/14/2004 119,750	 0.250% 
MO Route 64/Pomme de Terre Lake 1,450 33,450 

in Hickory County 

ND Four Bears Bridge 40,000 1,280,000 Confirmed 1(1) 0.043% 0.043% 0.043% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 108 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

040720001M 300PT 
Produced On: 3/12/2004 161,750	 0.250% 
MO	 Vernon L. Goedecke Co. Inc. 600 250,550 

(Distributor) 

ND	 Four Bears Bridge 52,000 1,280,000 Confirmed 3(3) 0.011% 0.015% 0.019% 

OH	 Maumee River Crossing, 87,150 3,379,550 Confirmed 3(9) 0.081% 0.097% 0.105% 

Veterans Glass City Skyway 

032830021M 300PT 
Produced On: 10/10/2003 172,400	 0.250% 
MO E.S.I. (Customer) 36,000 36,000 

MO Vernon L. Goedecke Co. Inc. 12,000 250,550 
(Distributor) 

OH Maumee River Crossing, 90,400 3,379,550 Confirmed 5(11) 0.037% 0.067% 0.096% 

Veterans Glass City Skyway 

032040035M 300PT 
Produced On: 7/23/2003 140,450	 0.250% 
MO	 Vernon L. Goedecke Co. Inc. 3,000 250,550 

(Distributor) 

032040034M Cable Grout 
Produced On: 7/23/2003 151,850	 0.250% 
MO Traylor Brothers (Customer) 22,000 82,000 

MO Vernon L. Goedecke Co. Inc. 14,950 250,550 
(Distributor) 

031600005M Cable Grout 
Produced On: 6/9/2003 98,050	 0.250% 
MO	 Traylor Brothers (Customer) 16,000 82,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 109 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Missouri (MO) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

031600005M Cable Grout 
Produced On: 6/9/2003 98,050	 0.250% 
MO	 Vernon L. Goedecke Co. Inc. 21,050 250,550 

(Distributor) 

031280015M Cable Grout 
Produced On: 5/8/2003 95,450	 0.250% 
MO	 Traylor Brothers (Customer) 12,000 82,000 

031120084M Cable Grout 
Produced On: 4/22/2003 92,500	 0.250% 
MO Creve Coeur Memorial Park 10,050 445,700 

Bridge 

MO Traylor Brothers (Customer) 28,000 82,000 

031050015M Cable Grout 
Produced On: 4/15/2003 44,400	 0.250% 
MO	 Creve Coeur Memorial Park 5,950 445,700 

Bridge 

030910005M 300PT 
Produced On: 4/1/2003 134,050	 0.250% 
MO Traylor Brothers (Customer) 2,000 82,000 

MO Vernon L. Goedecke Co. Inc. 22,250 250,550 
(Distributor) 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073% 

Veterans Glass City Skyway 

023400014M Cable Grout 
Produced On: 12/6/2002 206,350	 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 110 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Missouri (MO) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

023400014M 
Produced On: 12/6/2002 

Cable Grout 
206,350 

0MO Credit Memo 6,000 

27,700MO Creve Coeur Memorial Park 
Bridge 

445,700 

22,000MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

250,550 

80,000OH Maumee River Crossing, 
Veterans Glass City Skyway 

3,379,550 Confirmed 

022870001M 
Produced On: 10/14/2002 

Cable Grout 
49,050 

2,000MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

250,550 

022210028M 
Produced On: 8/9/2002 

Cable Grout 
64,800 

# of 
Samples 
(Tests) 

5(14) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 

0.037% 0.048% 0.055% 

0.250% 

0.250% 
MO Vernon L. Goedecke Co. Inc. 

(Distributor) 

022170042M 
Produced On: 8/5/2002 

Cable Grout 

6,000 

89,050 

250,550 

0.250% 
MO Vernon L. Goedecke Co. Inc. 12,000 250,550 

(Distributor) 

021900012M 
Produced On: 7/9/2002 

Cable Grout 
149,750 0.250% 

MO Creve Coeur Memorial Park 62,650 445,700 
Bridge 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 111 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

         

 
 

       

 
 

       

 
 

       

 
 

       

 
 

       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Missouri (MO) 
Project or Customer State 

021900012M 
Produced On: 7/9/2002 

Cable Grout 

MO Vernon L. Goedecke Co. Inc. 
(Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

149,750 

52,000 250,550 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

021620030M 
Produced On: 6/11/2002 

Cable Grout 

MO Creve Coeur Memorial Park 
Bridge 

144,150 

104,150 445,700 

0.250% 

021570016M 
Produced On: 6/6/2002 

Cable Grout 

MO Creve Coeur Memorial Park 
Bridge 

92,950 

88,850 445,700 

0.250% 

021420014M 
Produced On: 5/22/2002 

Cable Grout 
171,700 0.250% 

MO Creve Coeur Memorial Park 
Bridge 

021230062M 
Produced On: 5/3/2002 

Cable Grout 

103,700 

44,750 

445,700 

0.250% 
MO Creve Coeur Memorial Park 4,750 445,700 

Bridge 

021220016M 
Produced On: 5/2/2002 

Cable Grout 
123,900 0.250% 

MO Creve Coeur Memorial Park 35,900 445,700 
Bridge 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 112 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

         

 
 

         

 
 

       

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Missouri (MO) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

021220016M 
Produced On: 5/2/2002 

Cable Grout 
123,900 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 
MO Vernon L. Goedecke Co. Inc. 

(Distributor) 

020740062M 
Produced On: 3/15/2002 

Cable Grout 

8,000 

103,300 

250,550 

0.250% 
MO Vernon L. Goedecke Co. Inc. 10,000 250,550 

(Distributor) 

012280038M 
Produced On: 8/16/2001 

Cable Grout 
13,300 0.250% 

MO Creve Coeur Memorial Park 2,000 445,700 
Bridge 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 113 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Nebraska (NE) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071500025M 300PT 
Produced On: 5/30/2007 108,650 0.430% 

NE Antelope Valley Bridges (#2023) 10,350 198,000 

071340026M 300PT 
Produced On: 5/14/2007 34,050 0.430% 

NE Antelope Valley Bridges (#2023) 34,050 198,000 

071340023M 300PT 
Produced On: 5/14/2007 118,000 0.430% 

NE Antelope Valley Bridges (#2023) 15,600 198,000 

061930169M 300PT 
Produced On: 7/12/2006 112,050 0.250% 

NE Freedom Mine Spillway 600 1,600 37
 

NE Freedom Mine Spillway 1,000 1,600 39
 

OH Maumee River Crossing, 32,050 3,379,550 Confirmed 4(8) 0.086% 0.142% 0.179%
 

Veterans Glass City Skyway 

060530035M 300PT 
Produced On: 2/22/2006 145,500 0.250% 
MN Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

NE Arbor Drive over I‐80 900 32,300 

060370023M 300PT 
Produced On: 2/6/2006 150,450 0.250% 

NE Arbor Drive over I‐80 1,100 32,300 

053430039M 300PT 
Produced On: 12/9/2005 124,300 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 114 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Nebraska (NE) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 

NE Concrete Industries Inc. 100 150
 
(Distributor)
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045%
 

Veterans Glass City Skyway
 

053080080M 300PT 
Produced On: 11/4/2005 112,300	 0.250% 

NE	 Arbor Drive over I‐80 30,300 32,300 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 

NE	 Concrete Industries Inc. 50 150
 
(Distributor)
 

043060002M 300PT 
Produced On: 11/1/2004 133,300	 0.250% 

NE	 Antelope Valley Bridges (#2023) 42,000 198,000 

042230003M 300PT 
Produced On: 8/10/2004 78,800	 0.250% 

NE	 Antelope Valley Bridges (#2023) 36,000 198,000 

041200084M 300PT 
Produced On: 4/29/2004 118,400	 0.250% 

NE Antelope Valley Bridges (#2023) 4,000 198,000 

OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(8) 0.060% 0.070% 0.086% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 115 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Nebraska (NE) 
Project or Customer State 

041030002M 
Produced On: 4/12/2004 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

145,400 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 
NE 

OH 

Antelope Valley Bridges (#2023) 

Maumee River Crossing, 
Veterans Glass City Skyway 

56,000 

49,400 

198,000 

3,379,550 Confirmed 3(9) 0.086% 0.101% 0.122% 

031120084M 
Produced On: 4/22/2003 

Cable Grout 
92,500 0.250% 

NE Academic 50 9,150 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 116 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 
   

 
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Nevada (NV) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

081980019M 
Produced On: 7/16/2008 

300PT 
390,450 

209,200 MN I‐35W Bridge 2,105,750 Confirmed 

2,000NV Galena Creek Bridge 2,000 

051580121M 
Produced On: 6/7/2005 

300PT 
220,400 

150NV Hoover Dam Bypass 150 

# of 
Samples 
(Tests) 

2(4) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.480% 
0.093% 0.099% 0.103% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 117 of 228 pages 



                 

           
     
  

   
   

 
   
   

 

   

   

 
   

 
   
       
 

 
   

 
       

 
 

   

 
       

 

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 
Produced On: 3/19/2010 

300PT 
272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 

NJ CPD Construction (Customer) 150 950 

093000001M 
Produced On: 10/27/2009 

300PT 
145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

NJ CPD Construction (Customer) 700 950 

NJ Shipped to another Sika Facility 200 440,650 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

092740033M 
Produced On: 10/1/2009 

300PT 
42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

NJ CPD Construction (Customer) 100 950 

092730027M 
Produced On: 9/30/2009 

300PT 
64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

NJ Shipped to another Sika Facility 50 440,650 

082260060M 
Produced On: 8/13/2008 

300PT 
84,600 0.480% 

MN I‐35W Bridge 72,000 2,105,750 Confirmed 1(2) 0.062% 0.068% 0.073% 

NJ Sor Testing Labs 100 800 

082260018M 300PT 
Produced On: 8/13/2008 250 0.480% 

NJ Shipped to another Sika Facility 250 440,650 

082200094M 300PT 
Produced On: 8/7/2008 155,800 0.480% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 118 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

082200094M 300PT 
Produced On: 8/7/2008 155,800 0.480% 
MN I‐35W Bridge 126,000 2,105,750 Confirmed 1(2) 0.315% 0.327% 0.339% 

NJ Shipped to another Sika Facility 100 440,650 

NJ Sor Testing Labs 100 800 

081980019M 300PT 
Produced On: 7/16/2008 390,450 0.480% 
MN I‐35W Bridge 209,200 2,105,750 Confirmed 2(4) 0.093% 0.099% 0.103% 

NJ Sor Testing Labs 100 800 

081890008M 300PT 
Produced On: 7/7/2008 484,900 0.480% 
MN I‐35W Bridge 484,800 2,105,750 Confirmed 8(20) 0.129% 0.169% 0.224% 

NJ Sor Testing Labs 100 800 

081700032M 300PT 
Produced On: 6/18/2008 508,800 0.480% 

NJ Sor Testing Labs 100 800 

081480058M 300PT 
Produced On: 5/27/2008 280,950 0.480% 
MN I‐35W Bridge 228,850 2,105,750 Confirmed 1(4) 0.077% 0.080% 0.084% 

NJ Sor Testing Labs 100 800 

081260061M 300PT 
Produced On: 5/5/2008 66,800 0.480% 

NJ Sor Testing Labs 100 800 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 119 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081190019M 300PT 
Produced On: 4/28/2008 64,300 0.480% 
MN I‐35W Bridge 64,100 2,105,750 Confirmed 1(2) 0.288% 0.300% 0.312% 

NJ Sor Testing Labs 100 800 

080720012M 300PT 
Produced On: 3/12/2008 9,550 0.480% 

NJ Shipped to another Sika Facility 350 440,650 

073050002M 300PT 
Produced On: 11/1/2007 53,650 0.430% 

NJ Trenton Morrisville Bridge 2,000 2,000 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 

NJ Shipped to another Sika Facility 100 440,650 

070430002M 300PT 
Produced On: 2/12/2007 1,350 0.430% 

NJ Shipped to another Sika Facility 100 440,650 

062700210M 300PT 
Produced On: 9/27/2006 96,000 0.250% 

NJ Bayonne Bridge 60,000 3,230,000 Probable 1(1) 0.058% 0.058% 0.058% 

062620006M 300PT 
Produced On: 9/19/2006 80,000 0.250% 

NJ Bayonne Bridge 76,000 3,230,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 120 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062480123M 300PT 
Produced On: 9/5/2006 82,000 0.250% 

NJ Bayonne Bridge 82,000 3,230,000 

062340165M 300PT 
Produced On: 8/22/2006 50,000 0.250% 

NJ Bayonne Bridge 48,000 3,230,000 Probable 2(3) 0.093% 0.107% 0.135% 

062050024M 300PT 
Produced On: 7/24/2006 80,000 0.250% 

NJ Bayonne Bridge 74,000 3,230,000 

061790203M 300PT 
Produced On: 6/28/2006 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 

061560117M 300PT 
Produced On: 6/5/2006 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 Probable 1(3) 0.118% 0.128% 0.147% 

061350083M 300PT 
Produced On: 5/15/2006 114,000 0.250% 

NJ Bayonne Bridge 114,000 3,230,000 

061250074M 300PT 
Produced On: 5/5/2006 86,000 0.250% 

NJ Bayonne Bridge 86,000 3,230,000 

061230171M 300PT 
Produced On: 5/3/2006 116,150 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 121 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061230171M 300PT 
Produced On: 5/3/2006 116,150 0.250% 

NJ Bayonne Bridge 42,000 3,230,000
 

OH Maumee River Crossing, 33,250 3,379,550 Confirmed 3(6) 0.079% 0.116% 0.137%
 

Veterans Glass City Skyway
 

061020028M 300PT 
Produced On: 4/12/2006 66,000 0.250% 

NJ Bayonne Bridge 66,000 3,230,000 Probable 1(3) 0.051% 0.062% 0.073% 

060820004M 300PT 
Produced On: 3/23/2006 70,000 0.250% 

NJ Bayonne Bridge 70,000 3,230,000 

060800088M 300PT 
Produced On: 3/21/2006 64,000 0.250% 

NJ Bayonne Bridge 64,000 3,230,000 

060530034M 300PT 
Produced On: 2/22/2006 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 

060530029M 300PT 
Produced On: 2/22/2006 40,000 0.250% 

NJ Bayonne Bridge 40,000 3,230,000 

060340020M 300PT 
Produced On: 2/3/2006 108,000 0.250% 

NJ Bayonne Bridge 108,000 3,230,000 Probable 1(2) 0.086% 0.100% 0.113% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 122 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

060160070M 300PT 
Produced On: 1/16/2006 90,000 0.250% 

NJ Bayonne Bridge 90,000 3,230,000 

060050187M 300PT 
Produced On: 1/5/2006 42,000 0.250% 

NJ Bayonne Bridge 42,000 3,230,000 

060030217M 300PT 
Produced On: 1/3/2006 68,000 0.250% 

NJ Bayonne Bridge 68,000 3,230,000 

053540030M 300PT 
Produced On: 12/20/2005 2,000 0.250% 

NJ Bayonne Bridge 2,000 3,230,000 

053490094M 300PT 
Produced On: 12/15/2005 42,000 0.250% 

NJ Bayonne Bridge 42,000 3,230,000 

053430029M 300PT 
Produced On: 12/9/2005 86,000 0.250% 

NJ Bayonne Bridge 86,000 3,230,000 Probable 1(2) 0.064% 0.074% 0.084% 

053210022M 300PT 
Produced On: 11/17/2005 82,000 0.250% 

NJ Bayonne Bridge 82,000 3,230,000 

053050016M 300PT 
Produced On: 11/1/2005 120,000 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 123 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

053050016M 300PT 
Produced On: 11/1/2005 120,000 0.250% 

NJ Bayonne Bridge 120,000 3,230,000 

052800006M 300PT 
Produced On: 10/7/2005 118,000 0.250% 

NJ Bayonne Bridge 118,000 3,230,000 Probable 1(2) 0.071% 0.083% 0.095% 

052560022M 300PT 
Produced On: 9/13/2005 82,000 0.250% 

NJ Bayonne Bridge 82,000 3,230,000 

052370129M 300PT 
Produced On: 8/25/2005 132,200 0.250% 

NJ Shipped to another Sika Facility 40,000 440,650 

052370120M 300PT 
Produced On: 8/25/2005 114,000 0.250% 

NJ Bayonne Bridge 114,000 3,230,000 

052010018M 300PT 
Produced On: 7/20/2005 133,650 0.250% 
MN Wakota Bridge, Interstate 494 4,000 649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

NJ Atlas Industries Co., Inc. 10,000 22,000 
(Distributor) 

NJ Shipped to another Sika Facility 11,600 440,650 

052010017M 300PT 
Produced On: 7/20/2005 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 Probable 1(3) 0.039% 0.058% 0.076% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 124 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

052010017M 300PT 
Produced On: 7/20/2005 80,000 0.250% 

051860165M 300PT 
Produced On: 7/5/2005 146,200 0.250% 

NJ Atlas Industries Co., Inc. 5,050 22,000
 
(Distributor)
 

NJ Shipped to another Sika Facility 5,300 440,650
 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054%
 

Veterans Glass City Skyway
 

051750121M 300PT 
Produced On: 6/24/2005 84,000 0.250% 

NJ Bayonne Bridge 84,000 3,230,000 

051740186M 300PT 
Produced On: 6/23/2005 169,550 0.250% 

NJ Atlas Industries Co., Inc. 5,850 22,000
 
(Distributor)
 

NJ Shipped to another Sika Facility 5,850 440,650
 

051740184M 300PT 
Produced On: 6/23/2005 115,400 0.250% 

NJ Atlas Industries Co., Inc. 50 22,000
 
(Distributor)
 

NJ Shipped to another Sika Facility 700 440,650
 

051660201M 300PT 
Produced On: 6/15/2005 89,900 0.250% 

NJ Shipped to another Sika Facility 1,950 440,650 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 125 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051660201M 300PT 
Produced On: 6/15/2005 89,900 0.250% 

051580135M 300PT 
Produced On: 6/7/2005 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 Probable 1(3) 0.062% 0.071% 0.082% 

051580126M 300PT 
Produced On: 6/7/2005 203,900 0.250% 

NJ Shipped to another Sika Facility 4,350 440,650 

051580121M 300PT 
Produced On: 6/7/2005 220,400 0.250% 

NJ Atlas Industries Co., Inc. 1,050 22,000
 
(Distributor)
 

NJ Shipped to another Sika Facility 2,850 440,650
 

051320139M 300PT 
Produced On: 5/12/2005 160,600 0.250% 

NJ Shipped to another Sika Facility 1,900 440,650
 

OH Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054%
 

Veterans Glass City Skyway
 

051320138M 300PT 
Produced On: 5/12/2005 125,000 0.250% 

NJ Bayonne Bridge 2,000 3,230,000 

NJ Shipped to another Sika Facility 4,000 440,650 

OH Maumee River Crossing, 16,000 3,379,550 Confirmed 3(6) 0.040% 0.048% 0.063% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 126 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051260028M 300PT 
Produced On: 5/6/2005 50 0.250% 

NJ Shipped to another Sika Facility 50 440,650 

051250006M 300PT 
Produced On: 5/5/2005 40,000 0.250% 

NJ Bayonne Bridge 40,000 3,230,000 Probable 2(3) 0.071% 0.126% 0.224% 

051220004M 300PT 
Produced On: 5/2/2005 167,400 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

NJ Shipped to another Sika Facility 800 440,650 

051100120M 300PT 
Produced On: 4/20/2005 38,000 0.250% 

NJ Bayonne Bridge 38,000 3,230,000 

050940032M 300PT 
Produced On: 4/4/2005 40,000 0.250% 

NJ Bayonne Bridge 2,000 3,230,000 

NJ Victory Bridge 38,000 120,000 

050630018M 300PT 
Produced On: 3/4/2005 112,000 0.250% 

NJ Bayonne Bridge 110,000 3,230,000 

NJ Victory Bridge 2,000 120,000 

050310013M 300PT 
Produced On: 1/31/2005 90,000 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 127 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

050310013M 300PT 
Produced On: 1/31/2005 90,000 0.250% 

NJ Bayonne Bridge 90,000 3,230,000 Probable 1(2) 0.026% 0.034% 0.042% 

043510055M 300PT 
Produced On: 12/16/2004 40,000 0.250% 

NJ Bayonne Bridge 40,000 3,230,000 

043420096M 300PT 
Produced On: 12/7/2004 38,000 0.250% 

NJ Bayonne Bridge 38,000 3,230,000 

043340081M 300PT 
Produced On: 11/29/2004 32,000 0.250% 

NJ Bayonne Bridge 32,000 3,230,000 

043280005M 300PT 
Produced On: 11/23/2004 50,000 0.250% 

NJ Bayonne Bridge 50,000 3,230,000 Probable 1(2) 0.068% 0.076% 0.085% 

042820163M 300PT 
Produced On: 10/8/2004 80,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 

042720015M 300PT 
Produced On: 9/28/2004 198,100 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

NJ Shipped to another Sika Facility 50 440,650 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 128 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New Jersey (NJ) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042720014M 300PT 
Produced On: 9/28/2004 160,000 0.250% 

NJ Bayonne Bridge 80,000 3,230,000 Probable 1(3) 0.034% 0.040% 0.044%
 

NJ Shipped to another Sika Facility 40,000 440,650
 

NJ Victory Bridge 40,000 120,000
 

042580086M 300PT 
Produced On: 9/14/2004 76,000 0.250% 

NJ Bayonne Bridge 76,000 3,230,000 

042300015M 300PT 
Produced On: 8/17/2004 80,000 0.250% 

NJ Bayonne Bridge 44,000 3,230,000 

NJ Victory Bridge 36,000 120,000 

041660089M 300PT 
Produced On: 6/14/2004 115,000 0.250% 
MN Wakota Bridge, Interstate 494 36,700 649,050 Confirmed 4(6) 0.046% 0.047% 0.049% 

NJ Shipped to another Sika Facility 150 440,650 

040960001M 300PT 
Produced On: 4/5/2004 122,000 0.250% 

NJ Bayonne Bridge 118,000 3,230,000 

NJ Victory Bridge 4,000 120,000 

040890002M 300PT 
Produced On: 3/29/2004 74,000 0.250% 

NJ Bayonne Bridge 74,000 3,230,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 129 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

New Jersey (NJ) 
Project or Customer State 

040630031M 
Produced On: 3/3/2004 

300PT 

NJ Bayonne Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

127,900 

16,000 3,230,000 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

033390054M 
Produced On: 12/5/2003 

300PT 

NJ Shipped to another Sika Facility 

69,450 

100 440,650 

0.250% 

031600004M 
Produced On: 6/9/2003 

300PT 

NJ Bayonne Bridge 

130,400 

40,000 3,230,000 

0.250% 

030370072M 
Produced On: 2/6/2003 

300PT 

NJ Shipped to another Sika Facility 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

85,700 

1,050 

40,000 

440,650 

3,379,550 Confirmed 3(9) 0.081% 0.086% 0.090% 

0.250% 

030290016M 
Produced On: 1/29/2003 

300PT 

NJ Shipped to another Sika Facility 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

400 

300 

100 

440,650 

3,379,550 Confirmed 3(9) 0.084% 0.088% 0.096% 

0.250% 

030020082M 
Produced On: 1/2/2003 

300PT 

NJ Shipped to another Sika Facility 

5,200 

1,600 440,650 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 130 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

New York (NY) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092150040M 300PT 
Produced On: 8/3/2009 45,500	 Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

NY	 AH Harris & Sons, Inc. 250 2,250
 
(Distributor)
 

092080039M 300PT 
Produced On: 7/27/2009 63,500	 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

NY Grouted Tie Rods, NYC 1,450 1,450 128
 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

NY	 100 11th Avenue 100 2,000 95 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 

NY	 100 11th Avenue 400 2,000 95 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

NY	 100 11th Avenue 1,500 2,000 95 

071620001M 300PT * 
Produced On: 6/11/2007 130,700	 0.060% 

FL	 Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060% 

River Bridges 

FL	 Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060% 

River Bridges 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 131 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

New York (NY) 
Project or Customer State 

071620001M 
Produced On: 6/11/2007 

300PT 

NY LIRR‐Track Department 
(Customer) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

130,700 

8,000 19,650 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.060% * 

071580034M 
Produced On: 6/7/2007 

300PT 

NY LIRR‐Track Department 
(Customer) 

48,850 

4,450 19,650 

0.430% 

071520042M 
Produced On: 6/1/2007 

300PT 

IL I‐355 Bridge 

NY LIRR‐Track Department 
(Customer) 

97,500 

66,000 

2,000 

478,000 

19,650 

Confirmed 5(10) 0.075% 0.088% 0.094% 

0.094% 

071500025M 
Produced On: 5/30/2007 

300PT 
108,650 0.430% 

NY LIRR‐Track Department 
(Customer) 

070890026M 
Produced On: 3/30/2007 

300PT 

850 

134,750 

19,650 

0.430% 
NY Fort Miller Company (Customer) 2,000 9,000 

063420040M 
Produced On: 12/8/2006 

300PT 
127,000 0.250% 

NY LIRR‐Track Department 550 19,650 
(Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 132 of 228 pages 



                 

           
     
  

   
   

 
   
   

 

   

   

 
   

 
   

     
     

 
   

     
     

 
     
     
     

 
 

     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

New York (NY) 
Project or Customer State 

063330096M 
Produced On: 11/29/2006 

300PT 

NY LIRR‐Track Department 
(Customer) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

3,450 

1,450 19,650 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

063100001M 
Produced On: 11/6/2006 

300PT 

NY LIRR‐Track Department 
(Customer) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

138,500 

1,500 

84,000 

19,650 

3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137% 

0.250% 

063060161M 
Produced On: 11/2/2006 

300PT 

NY LIRR‐Track Department 
(Customer) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

96,400 

850 

32,000 

19,650 

3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154% 

0.250% 

061240122M 
Produced On: 5/4/2006 

300PT 

NY Fort Miller Company (Customer) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

161,600 

7,000 

43,400 

9,000 

3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109% 

0.250% 

032320013M 
Produced On: 8/20/2003 

Cable Grout 

NY Amtrak / Penn Station 

97,650 

25,000 25,000 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 133 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

North Carolina (NC) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750	 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 
NC Emergency Rock Slide on 1,800 44,750
 

Highway 40
 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107%
 

092750011M 300PT 
Produced On: 10/2/2009 58,950	 Retain 7(7) 0.061% 0.095% 0.161% 0.161% 
NC Emergency Rock Slide on 36,000 44,750
 

Highway 40
 

NC Goldsboro Bypass, NCDOT 4,000 4,000 Confirmed 3(6) 0.034% 0.045% 0.059%
 

Bridge No. 357
 

092740033M 300PT 
Produced On: 10/1/2009 42,550	 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 
NC	 Emergency Rock Slide on 6,950 44,750
 

Highway 40
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 
NC	 Bridge #20‐ SR1124 50 1,400 111 

NC	 Nascar Hall of Fame‐36mm bars 50 300 110 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 
NC	 Bridge #20‐ SR1124 100 1,400 111 

NC	 Nascar Hall of Fame‐36mm bars 50 300 110 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 134 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

North Carolina (NC) 
Project or Customer State 

080710023M 
Produced On: 3/11/2008 

300PT 

NC Bridge #20‐ SR1124 

NC Nascar Hall of Fame‐36mm bars 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

36,500 

300 1,400 

50 300 

Distributor 
Shipment Index 

See Appendix 

111 

110 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.480% 

073040019M 
Produced On: 10/31/2007 

300PT 

NC Bridge #20‐ SR1124 

NC Nascar Hall of Fame‐36mm bars 

47,150 

50 

50 

1,400 

300 

111 

110 

0.430% 

072770149M 
Produced On: 10/4/2007 

300PT 

NC Bridge #20‐ SR1124 

NC Nascar Hall of Fame‐36mm bars 

56,000 

50 

50 

1,400 

300 

111 

110 

0.430% 

072610004M 
Produced On: 9/18/2007 

300PT 

NC Bridge #20‐ SR1124 

NC Nascar Hall of Fame‐36mm bars 

96,950 

50 

50 

1,400 

300 

111 

110 

0.430% 

072420170M 
Produced On: 8/30/2007 

300PT 
105,250 0.430% 

NC Washington Bypass Bridge 2,000 2,000 Confirmed 3(3) 0.034% 0.035% 0.035% 

071580034M 
Produced On: 6/7/2007 

300PT 
48,850 0.430% 

NC Charlotte Bank of America Hi‐ 2,000 2,000 
Rise Foundation Repair 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 135 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

North Carolina (NC) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

IL	 I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

NC Jim Hadley (Customer) 50 50
 

NC Martin County Bridge over 3,500 3,500
 
Smithwick
 

053080081M 300PT 
Produced On: 11/4/2005 104,000	 0.250% 
NC Precast Bridge Panels 6,000 6,000
 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(6) 0.035% 0.041% 0.047%
 

Veterans Glass City Skyway
 

052560024M 300PT 
Produced On: 9/13/2005 82,250	 0.250% 
NC	 Guaranteed Supply Company, 4,000 35,700
 

Inc. (Distributor)
 

052370129M 300PT 
Produced On: 8/25/2005 132,200	 0.250% 
NC	 Guaranteed Supply Company, 2,000 35,700
 

Inc. (Distributor)
 

032040035M 300PT 
Produced On: 7/23/2003 140,450	 0.250% 
NC	 Suncoast Post‐Tension LP 2,250 2,250
 

(Customer)
 

031000020M 300PT 
Produced On: 4/10/2003 85,500	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 136 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

North Carolina (NC) 
Project or Customer State 

031000020M 
Produced On: 4/10/2003 

300PT 

NC Guaranteed Supply Company, 
Inc. (Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

85,500 

2,200 35,700 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

030910005M 
Produced On: 4/1/2003 

300PT 

NC Guaranteed Supply Company, 
Inc. (Distributor) 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

134,050 

2,000 

40,000 

35,700 

3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073% 

0.250% 

021420014M 
Produced On: 5/22/2002 

Cable Grout 
171,700 0.250% 

NC Guaranteed Supply Company, 7,500 35,700 
Inc. (Distributor) 

020740062M 
Produced On: 3/15/2002 

Cable Grout 
103,300 0.250% 

NC Guaranteed Supply Company, 4,000 35,700 
Inc. (Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 137 of 228 pages 



                 

           
     
  

   
   

 
   
   

 

   

   

 
   

 
   

 
   

 
   

 
   

   

   
     
     

 
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

North Dakota (ND) 
Project or Customer State 

051740186M 
Produced On: 6/23/2005 

300PT 

ND Four Bears Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

169,550 

120,000 1,280,000 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051740184M 
Produced On: 6/23/2005 

300PT 

ND Four Bears Bridge 

115,400 

110,000 1,280,000 

0.250% 

051660201M 
Produced On: 6/15/2005 

300PT 

ND Four Bears Bridge 

89,900 

36,000 1,280,000 

0.250% 

051580126M 
Produced On: 6/7/2005 

300PT 

ND Four Bears Bridge 

203,900 

46,000 1,280,000 

0.250% 

051580121M 
Produced On: 6/7/2005 

300PT 

ND Four Bears Bridge 

220,400 

84,000 1,280,000 

0.250% 

051320140M 
Produced On: 5/12/2005 

300PT 
130,900 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 

ND Four Bears Bridge 28,000 1,280,000 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

62,000 3,379,550 Confirmed 3(6) 0.037% 0.047% 0.065% 

051320139M 
Produced On: 5/12/2005 

300PT 

ND Four Bears Bridge 

160,600 

52,000 1,280,000 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 138 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

North Dakota (ND) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051320139M 300PT 
Produced On: 5/12/2005 160,600	 0.250% 
OH	 Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054%
 

Veterans Glass City Skyway
 

051320138M 300PT 
Produced On: 5/12/2005 125,000	 0.250% 
ND Four Bears Bridge 90,000 1,280,000
 

OH Maumee River Crossing, 16,000 3,379,550 Confirmed 3(6) 0.040% 0.048% 0.063%
 

Veterans Glass City Skyway
 

051240036M 300PT 
Produced On: 5/4/2005 123,050	 0.250% 
ND Four Bears Bridge 48,000 1,280,000 Confirmed 1(1) 0.015% 0.015% 0.015%
 

OH Maumee River Crossing, 68,000 3,379,550 Confirmed 4(7) 0.034% 0.047% 0.060%
 

Veterans Glass City Skyway
 

051220004M 300PT 
Produced On: 5/2/2005 167,400	 0.250% 
ND	 Four Bears Bridge 40,000 1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

051020034M 300PT 
Produced On: 4/12/2005 129,550	 0.250% 
ND	 Four Bears Bridge 24,000 1,280,000 

051020032M 300PT 
Produced On: 4/12/2005 256,600	 0.250% 
ND	 Four Bears Bridge 110,000 1,280,000 

OH	 Maumee River Crossing, 66,000 3,379,550 Confirmed 3(6) 0.040% 0.043% 0.047% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 139 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

North Dakota (ND) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051020032M 300PT 
Produced On: 4/12/2005 256,600 0.250% 

050870007M 300PT 
Produced On: 3/28/2005 80,150 0.250% 
ND Four Bears Bridge 40,000 1,280,000 

050630020M 300PT 
Produced On: 3/4/2005 169,250 0.250% 
ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019%
 

OH Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062%
 

Veterans Glass City Skyway
 

050630019M 300PT 
Produced On: 3/4/2005 140,950 0.250% 
ND Four Bears Bridge 29,400 1,280,000
 

OH Maumee River Crossing, 42,500 3,379,550 Confirmed 3(9) 0.043% 0.046% 0.053%
 

Veterans Glass City Skyway
 

042580085M 300PT 
Produced On: 9/14/2004 77,200 0.250% 
ND Four Bears Bridge 30,000 1,280,000 Confirmed 2(2) 0.023% 0.025% 0.028% 

042430057M 300PT 
Produced On: 8/30/2004 70,600 0.250% 
ND Four Bears Bridge 42,000 1,280,000 

042360025M 300PT 
Produced On: 8/23/2004 159,100 0.250% 
ND Four Bears Bridge 62,000 1,280,000 Confirmed 1(1) 0.023% 0.023% 0.023% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 140 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

North Dakota (ND) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042360025M 300PT 
Produced On: 8/23/2004 159,100 0.250% 

041980018M 300PT 
Produced On: 7/16/2004 125,550 0.250% 
ND Four Bears Bridge 80,000 1,280,000 

041680035M 300PT 
Produced On: 6/16/2004 103,500 0.250% 
ND Four Bears Bridge 28,000 1,280,000 

041350018M 300PT 
Produced On: 5/14/2004 119,750 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 1(1) 0.043% 0.043% 0.043% 

041200084M 300PT 
Produced On: 4/29/2004 118,400 0.250% 
ND Four Bears Bridge 30,000 1,280,000
 

OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(8) 0.060% 0.070% 0.086%
 

Veterans Glass City Skyway
 

040720001M 300PT 
Produced On: 3/12/2004 161,750 0.250% 
ND Four Bears Bridge 52,000 1,280,000 Confirmed 3(3) 0.011% 0.015% 0.019%
 

OH Maumee River Crossing, 87,150 3,379,550 Confirmed 3(9) 0.081% 0.097% 0.105%
 

Veterans Glass City Skyway
 

040540018M Cable Grout 
Produced On: 2/23/2004 89,500 0.250% 
ND Four Bears Bridge 8,000 1,280,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 141 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

North Dakota (ND) 
Project or Customer State 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 
Distributor 

Shipment Index 
See Appendix Certainty 

Sample 
# of 

Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

040540018M 
Produced On: 2/23/2004 

Cable Grout 
89,500 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 142 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
   
       

 
     

 

 
     

   
       

 
       

 
       

 
       

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 
Produced On: 3/19/2010 

300PT 
272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 

OH Janell Inc. (Distributor) 55,500 57,600 

OH Shipped to another Sika Facility 74,600 440,650 

093000001M 
Produced On: 10/27/2009 

300PT 
145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

OH SR‐97 Rock Slide Repair 8,000 8,000 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

092750011M 
Produced On: 10/2/2009 

300PT 
58,950 Retain 7(7) 0.061% 0.095% 0.161% 0.161% 

NC Goldsboro Bypass, NCDOT 4,000 4,000 Confirmed 3(6) 0.034% 0.045% 0.059% 

Bridge No. 357 

OH Shipped to another Sika Facility 16,950 440,650 

092740033M 
Produced On: 10/1/2009 

300PT 
42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

OH Shipped to another Sika Facility 

092730085M 
Produced On: 9/30/2009 

300PT 

11,400 

68,800 

440,650 

Retain 4(4) 0.098% 0.105% 0.117% 0.117% 
OH C.M.A. Supply Co. Inc. 6,000 49,500 

(Distributor) 

092730027M 
Produced On: 9/30/2009 

300PT 
64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

OH C.M.A. Supply Co. Inc. 2,000 49,500 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 143 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092730027M 
Produced On: 9/30/2009 

300PT 
64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

OH South Alex Road Bridge 12,000 12,000 
Replacement 

092150040M 
Produced On: 8/3/2009 

300PT 
45,500 Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

OH C.M.A. Supply Co. Inc. 2,000 49,500 
(Distributor) 

OH Tucker Supply Co. (Distributor) 4,000 4,000 

092090004M 
Produced On: 7/28/2009 

300PT 
35,850 Retain 4(4) 0.192% 0.230% 0.255% 0.255% 

OH C.M.A. Supply Co. Inc. 2,000 49,500 
(Distributor) 

091400088M 
Produced On: 5/20/2009 

300PT 
105,350 Retain 10(10) 0.042% 0.174% 0.284% 0.284% 

OH ODOT PID24507 Frontage Rd. 4,000 4,000 
Adj Box Beam 

091190033M 
Produced On: 4/29/2009 

300PT 
44,900 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050% 

OH Fulton Street Bridge 28,000 42,000 

091180062M 
Produced On: 4/28/2009 

300PT 
63,000 Retain 5(5) 0.107% 0.121% 0.152% 0.152% 

OH Fulton Street Bridge 14,000 42,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 144 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

082820017M 300PT 
Produced On: 10/8/2008 16,150	 0.480% 
OH	 Contractors Mat. Co. 6,000 8,000
 

(Distributor)
 

082600023M 300PT 
Produced On: 9/16/2008 74,950	 0.480% 

FL SR‐50 over SR‐436 2,000 18,000 Probable 3(6) 0.195% 0.233% 0.266%
 

OH C.M.A. Supply Co. Inc. 6,000 49,500
 
(Distributor)
 

081980019M 300PT 
Produced On: 7/16/2008 390,450	 0.480% 
MN	 I‐35W Bridge 209,200 2,105,750 Confirmed 2(4) 0.093% 0.099% 0.103% 

OH	 Shipped to another Sika Facility 179,150 440,650 

081260061M 300PT 
Produced On: 5/5/2008 66,800	 0.480% 
OH	 C.M.A. Supply Co. Inc. 7,000 49,500
 

(Distributor)
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 
OH	 Main Street Bridge, Columbus 10,000 20,000 

OH	 ODOT 088017 Perry Cty 250 9,450 104 

080870017M 300PT 
Produced On: 3/27/2008 63,750	 0.480% 
OH	 Main Street Bridge, Columbus 10,000 20,000 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 145 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 
OH	 ODOT 088017 Perry Cty 850 9,450 104 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 
OH	 ODOT 088017 Perry Cty 2,200 9,450 104 

073050002M 300PT 
Produced On: 11/1/2007 53,650	 0.430% 
OH	 C.M.A. Supply Co. Inc. 8,000 49,500
 

(Distributor)
 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 
OH	 Indian Creek Bridge 200 20,700 85 

OH	 ODOT 088017 Perry Cty 50 9,450 104 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 
OH Freyssinet, LLC. (Distributor) 46,000 80,000
 

OH Indian Creek Bridge 150 20,700 85
 

OH ODOT 088017 Perry Cty 50 9,450 104
 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 
OH Freyssinet, LLC. (Distributor) 32,000 80,000 

OH Indian Creek Bridge 350 20,700 85 

OH ODOT 088017 Perry Cty 50 9,450 104 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 146 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072420170M 300PT 
Produced On: 8/30/2007 105,250 0.430% 
NC Washington Bypass Bridge 2,000 2,000 Confirmed 3(3) 0.034% 0.035% 0.035% 

OH Freyssinet, LLC. (Distributor) 2,000 80,000 

071620001M 300PT * 
Produced On: 6/11/2007 130,700 0.060% 

FL Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

FL Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

OH Columbus Airport Project 40,000 269,900
 

OH Indian Creek Bridge 3,950 20,700 74
 

OH Indian Creek Bridge 3,900 20,700 82
 

071580034M 300PT 
Produced On: 6/7/2007 48,850 0.430% 
OH Indian Creek Bridge 3,200 20,700 74 

OH Indian Creek Bridge 3,200 20,700 82 

OH Janell Inc. (Distributor) 2,000 57,600 

071520042M 300PT 
Produced On: 6/1/2007 97,500 0.094% 

IL I‐355 Bridge 66,000 478,000 Confirmed 5(10) 0.075% 0.088% 0.094% 

OH Columbus Airport Project 29,350 269,900 

071500025M 300PT 
Produced On: 5/30/2007 108,650 0.430% 
OH Columbus Airport Project 40,650 269,900 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 147 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071340023M 300PT 
Produced On: 5/14/2007 118,000 0.430% 
OH Columbus Airport Project 40,000 269,900
 

OH Indian Creek Bridge 1,050 20,700 74
 

OH Indian Creek Bridge 1,000 20,700 82
 

OH ODOT Shelby Cty 750 1,750 64
 

071130006M 300PT 
Produced On: 4/23/2007 82,750 0.319% 

IL I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319% 

OH Columbus Airport Project 40,000 269,900
 

OH Indian Creek Bridge 300 20,700 74
 

OH Indian Creek Bridge 350 20,700 82
 

OH ODOT Shelby Cty 50 1,750 64
 

071080002M 300PT 
Produced On: 4/18/2007 93,350 0.430% 

IL I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

OH C.M.A. Supply Co. Inc. 2,050 49,500 
(Distributor) 

OH Indian Creek Bridge 100 20,700 74 

OH Indian Creek Bridge 100 20,700 82 

OH ODOT Shelby Cty 50 1,750 64 

071080001M 300PT 
Produced On: 4/18/2007 131,200 0.430% 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184% 

OH Dayton Winfastener Co. 2,000 4,000 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 148 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

071080001M 
Produced On: 4/18/2007 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

131,200 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 
OH Indian Creek Bridge 150 20,700 74 

OH Indian Creek Bridge 200 20,700 82 

OH 

OH 

Maumee River Crossing, 
Veterans Glass City Skyway 

ODOT Shelby Cty 

84,000 

50 

3,379,550 

1,750 64 

070920007M 
Produced On: 4/2/2007 

300PT 
151,450 0.430% 

OH C.M.A. Supply Co. Inc. 1,950 49,500 
(Distributor) 

OH Columbus Airport Project 40,000 269,900 

OH Dayton Winfastener Co. 2,000 4,000 
(Distributor) 

OH Indian Creek Bridge 750 20,700 74 

OH Indian Creek Bridge 750 20,700 82 

OH Maumee River Crossing, 42,000 3,379,550 
Veterans Glass City Skyway 

OH ODOT Shelby Cty 450 1,750 64 

070890026M 
Produced On: 3/30/2007 

300PT 
134,750 0.430% 

OH C.M.A. Supply Co. Inc. 2,000 49,500 
(Distributor) 

OH Contractors Mat. Co. 2,000 8,000 
(Distributor) 

OH Maumee River Crossing, 124,750 3,379,550 
Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 149 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

070880026M 300PT 
Produced On: 3/29/2007 135,400	 0.430% 
OH C.M.A. Supply Co. Inc. 10,000 49,500
 

(Distributor)
 

OH Indian Creek Bridge 500 20,700 82
 

OH Indian Creek Bridge 500 20,700 74
 

OH Maumee River Crossing, 84,000 3,379,550
 
Veterans Glass City Skyway
 

OH ODOT Shelby Cty 400 1,750 64
 

070640062M 300PT 
Produced On: 3/5/2007 49,750	 0.430% 
OH Columbus Airport Project 13,900 269,900
 

OH Maumee River Crossing, 35,850 3,379,550
 
Veterans Glass City Skyway
 

070640051M 300PT 
Produced On: 3/5/2007 111,400	 0.430% 
OH Columbus Airport Project 26,000 269,900
 

OH Maumee River Crossing, 1,400 3,379,550
 
Veterans Glass City Skyway
 

070430002M 300PT 
Produced On: 2/12/2007 1,350	 0.430% 
OH	 Maumee River Crossing, 1,250 3,379,550
 

Veterans Glass City Skyway
 

070290004M 300PT 
Produced On: 1/29/2007 91,750	 0.430% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 150 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

070290004M 300PT 
Produced On: 1/29/2007 91,750	 0.430% 
OH	 Maumee River Crossing, 1,400 3,379,550 Confirmed 4(15) 0.069% 0.074% 0.084%
 

Veterans Glass City Skyway
 

070260015M 300PT 
Produced On: 1/26/2007 124,000	 0.430% 
OH	 Maumee River Crossing, 32,000 3,379,550
 

Veterans Glass City Skyway
 

063420040M 300PT 
Produced On: 12/8/2006 127,000	 0.250% 
OH	 Maumee River Crossing, 50,000 3,379,550
 

Veterans Glass City Skyway
 

063100001M 300PT 
Produced On: 11/6/2006 138,500	 0.250% 
OH	 Maumee River Crossing, 84,000 3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137%
 

Veterans Glass City Skyway
 

063060161M 300PT 
Produced On: 11/2/2006 96,400	 0.250% 
OH	 Maumee River Crossing, 32,000 3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154%
 

Veterans Glass City Skyway
 

062840290M 300PT 
Produced On: 10/11/2006 88,150	 0.250% 
OH	 Maumee River Crossing, 52,000 3,379,550 Confirmed 3(11) 0.096% 0.122% 0.159% 

Veterans Glass City Skyway 

OH	 ODOT Fairfield Cty 150 8,500 45 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 151 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062840289M 300PT 
Produced On: 10/11/2006 113,650	 0.250% 
OH Maumee River Crossing, 2,000 3,379,550
 

Veterans Glass City Skyway
 

OH ODOT Fairfield Cty 1,300 8,500 45
 

062700212M 300PT 
Produced On: 9/27/2006 166,300	 0.250% 
OH	 Maumee River Crossing, 119,000 3,379,550 Confirmed 4(15) 0.071% 0.094% 0.150%
 

Veterans Glass City Skyway
 

062700211M 300PT 
Produced On: 9/27/2006 80,550	 0.250% 
OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 3(11) 0.077% 0.104% 0.143%
 

Veterans Glass City Skyway
 

062570010M 300PT 
Produced On: 9/14/2006 94,250	 0.250% 
OH	 Maumee River Crossing, 22,800 3,379,550
 

Veterans Glass City Skyway
 

062570009M 300PT 
Produced On: 9/14/2006 87,200	 0.081% 

IL I‐355 Bridge 67,700 478,000 Confirmed 5(10) 0.071% 0.078% 0.081%
 

OH Maumee River Crossing, 19,500 3,379,550
 
Veterans Glass City Skyway
 

062500055M 300PT 
Produced On: 9/7/2006 54,250	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 152 of 228 pages 

http:T5140.33
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062500055M 300PT 
Produced On: 9/7/2006 54,250	 0.250% 
OH	 Columbus Coal & Lime Co. 12,000 19,100
 

(Distributor)
 

062500049M 300PT 
Produced On: 9/7/2006 120,000	 0.250% 
OH Maumee River Crossing, 43,950 3,379,550
 

Veterans Glass City Skyway
 

OH Prestress Services Industries, 14,000 272,700
 
LLC (Customer)
 

062340166M 300PT 
Produced On: 8/22/2006 132,750	 0.250% 
OH Maumee River Crossing, 57,600 3,379,550
 

Veterans Glass City Skyway
 

OH Prestress Services Industries, 2,000 272,700
 
LLC (Customer)
 

OH US Grant Bridge, Portsmouth 24,000 168,000
 

062200009M 300PT 
Produced On: 8/8/2006 36,900	 0.250% 
OH	 Maumee River Crossing, 28,000 3,379,550
 

Veterans Glass City Skyway
 

062190006M 300PT 
Produced On: 8/7/2006 119,600	 0.203% 

LA Cameron LNG Tanks 34,000 244,000 Probable 14(30) 0.056% 0.084% 0.122% 
Group 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 153 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

062190006M 300PT 
Produced On: 8/7/2006 119,600	 0.203% 
OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 3(7) 0.051% 0.056% 0.062%
 

Veterans Glass City Skyway
 

062050026M 300PT 
Produced On: 7/24/2006 57,100	 0.203% 

LA Cameron LNG Tanks 26,000 244,000 Probable 14(30) 0.056% 0.084% 0.122%
 
Group
 

OH	 Maumee River Crossing, 30,750 3,379,550 Confirmed 3(8) 0.105% 0.128% 0.167%
 

Veterans Glass City Skyway
 

061990009M 300PT 
Produced On: 7/18/2006 165,800	 0.203% 

LA Cameron LNG Tanks 8,800 244,000 Probable 12(24) 0.062% 0.127% 0.203%
 
Group
 

OH Blennerhassett Bridge 20,000 54,000
 

OH Maumee River Crossing, 64,750 3,379,550 Confirmed 3(8) 0.075% 0.135% 0.176%
 

Veterans Glass City Skyway
 

061930169M 300PT 
Produced On: 7/12/2006 112,050	 0.250% 
OH Maumee River Crossing, 32,050 3,379,550 Confirmed 4(8) 0.086% 0.142% 0.179%
 

Veterans Glass City Skyway
 

OH ODOT Fairfield Cty 7,000 8,500 38
 

OH ODOT Fairfield Cty 50 8,500 45
 

061790200M 300PT 
Produced On: 6/28/2006 70,300	 0.203% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 154 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061790200M 300PT 
Produced On: 6/28/2006 70,300	 0.203% 

LA Cameron LNG Tanks 56,000 244,000 Probable 24(48) 0.039% 0.114% 0.203%
 
Group
 

OH	 Maumee River Crossing, 14,300 3,379,550 Confirmed 3(6) 0.031% 0.078% 0.109%
 

Veterans Glass City Skyway
 

061720128M 300PT 
Produced On: 6/21/2006 107,900	 0.203% 

LA Cameron LNG Tanks 68,000 244,000 Probable 12(24) 0.039% 0.100% 0.180%
 
Group
 

OH	 Maumee River Crossing, 4,000 3,379,550
 
Veterans Glass City Skyway
 

061710017M 300PT 
Produced On: 6/20/2006 110,400	 0.203% 

LA Cameron LNG Tanks 11,200 244,000 Probable 38(78) 0.039% 0.103% 0.203%
 
Group
 

OH Maumee River Crossing, 69,700 3,379,550 Confirmed 3(6) 0.081% 0.107% 0.136%
 

Veterans Glass City Skyway
 

OH Prestress Services Industries, 16,000 272,700
 
LLC (Customer)
 

061560118M 300PT 
Produced On: 6/5/2006 178,250	 0.203% 

LA Cameron LNG Tanks 40,000 244,000 Probable 12(24) 0.062% 0.127% 0.203% 
Group 

OH Baker Concrete Construction 34,000 34,000 
(Customer) 

OH Maumee River Crossing, 79,450 3,379,550 Confirmed 7(19) 0.024% 0.095% 0.156% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 155 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

061560118M 300PT 
Produced On: 6/5/2006 178,250	 0.203% 

061350084M 300PT 
Produced On: 5/15/2006 57,900	 0.250% 
OH	 Maumee River Crossing, 550 3,379,550
 

Veterans Glass City Skyway
 

061240122M 300PT 
Produced On: 5/4/2006 161,600	 0.250% 
OH Kokosing Construction 18,000 18,000
 

(Customer)
 

OH Maumee River Crossing, 43,400 3,379,550 Confirmed 3(6) 0.088% 0.099% 0.109%
 

Veterans Glass City Skyway
 

OH Prestress Services Industries, 16,000 272,700
 
LLC (Customer)
 

061230171M 300PT 
Produced On: 5/3/2006 116,150	 0.250% 
OH	 Maumee River Crossing, 33,250 3,379,550 Confirmed 3(6) 0.079% 0.116% 0.137%
 

Veterans Glass City Skyway
 

061030019M 300PT 
Produced On: 4/13/2006 112,000	 0.250% 
OH	 Maumee River Crossing, 48,000 3,379,550 Confirmed 3(6) 0.061% 0.093% 0.115%
 

Veterans Glass City Skyway
 

060980004M 300PT 
Produced On: 4/8/2006 133,350	 0.250% 
OH	 High Street Bridge, Hamilton 47,500 88,650 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 156 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

060980004M 300PT 
Produced On: 4/8/2006 133,350	 0.250% 
OH Maumee River Crossing, 44,750 3,379,550 Confirmed 3(9) 0.057% 0.080% 0.096%
 

Veterans Glass City Skyway
 

OH Prestress Services Industries, 8,000 272,700
 
LLC (Customer)
 

060530035M 300PT 
Produced On: 2/22/2006 145,500	 0.250% 
MN	 Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

OH	 High Street Bridge, Hamilton 10,000 88,650 

060370023M 300PT 
Produced On: 2/6/2006 150,450	 0.250% 
OH I‐270 at SR‐161 26,000 26,000
 

OH Maumee River Crossing, 200 3,379,550
 
Veterans Glass City Skyway
 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 
OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045%
 

Veterans Glass City Skyway
 

053080081M 300PT 
Produced On: 11/4/2005 104,000	 0.250% 
OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(6) 0.035% 0.041% 0.047% 

Veterans Glass City Skyway 

OH Prestress Services Industries, 28,000 272,700 
LLC (Customer) 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 157 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

052870033M 300PT 
Produced On: 10/14/2005 77,000	 0.250% 
OH	 ODOT 50 500 23 

OH	 US Grant Bridge, Portsmouth 20,000 168,000 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 
OH ODOT 250 500 23
 

OH Prestress Services Industries, 24,000 272,700
 
LLC (Customer)
 

OH US Grant Bridge, Portsmouth 22,000 168,000
 

052560024M 300PT 
Produced On: 9/13/2005 82,250	 0.250% 
OH	 Maumee River Crossing, 40,000 3,379,550
 

Veterans Glass City Skyway
 

052370129M 300PT 
Produced On: 8/25/2005 132,200	 0.250% 
OH	 Maumee River Crossing, 550 3,379,550
 

Veterans Glass City Skyway
 

052010018M 300PT 
Produced On: 7/20/2005 133,650	 0.250% 
MN Wakota Bridge, Interstate 494 4,000 649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

OH Maumee River Crossing, 1,450 3,379,550 
Veterans Glass City Skyway 

OH Prestress Services Industries, 26,000 272,700 
LLC (Customer) 

OH US Grant Bridge, Portsmouth 14,000 168,000 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 158 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

052010018M 
Produced On: 7/20/2005 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

133,650 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051860165M 
Produced On: 7/5/2005 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

OH ODOT 

OH ODOT #194 Miami County 

OH Shipped to another Sika Facility 

OH US Grant Bridge, Portsmouth 

146,200 

40,000 

200 

14,150 

250 

14,000 

3,379,550 

500 

15,000 

440,650 

168,000 

23 

21 

Confirmed 4(9) 0.044% 0.048% 0.054% 

0.250% 

051740186M 
Produced On: 6/23/2005 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

OH US Grant Bridge, Portsmouth 

169,550 

28,000 

6,000 

3,379,550 

168,000 

0.250% 

051740184M 
Produced On: 6/23/2005 

300PT 
115,400 0.250% 

OH Maumee River Crossing, 4,000 3,379,550 
Veterans Glass City Skyway 

OH Shipped to another Sika Facility 150 440,650 

051660201M 
Produced On: 6/15/2005 

300PT 
89,900 0.250% 

OH Maumee River Crossing, 10,000 3,379,550 
Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 159 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
     

     
       

     

 
   
     
     

     

   

     
     

 
     
     

     

 
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Ohio (OH) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

051580126M 
Produced On: 6/7/2005 

300PT 
203,900 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 
OH Maumee River Crossing, 50,000 3,379,550 

Veterans Glass City Skyway 

OH ODOT #194 Miami County 850 15,000 21 

OH ODOT US33 over Tarklin Road 9,500 47,850 

OH US Grant Bridge, Portsmouth 8,000 168,000 

051580121M 
Produced On: 6/7/2005 

300PT 
220,400 0.250% 

OH Hoskins Road Bridge 18,600 18,600 

OH Maumee River Crossing, 23,000 3,379,550 
Veterans Glass City Skyway 

OH US Grant Bridge, Portsmouth 2,000 168,000 

051320140M 300PT 
Produced On: 5/12/2005 130,900	 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 
OH	 Maumee River Crossing, 62,000 3,379,550 Confirmed 3(6) 0.037% 0.047% 0.065%
 

Veterans Glass City Skyway
 

051320139M 300PT 
Produced On: 5/12/2005 160,600	 0.250% 
OH Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054%
 

Veterans Glass City Skyway
 

OH US Grant Bridge, Portsmouth 38,000 168,000
 

051320138M 300PT 
Produced On: 5/12/2005 125,000	 0.250% 
OH Maumee River Crossing, 16,000 3,379,550 Confirmed 3(6) 0.040% 0.048% 0.063% 

Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 160 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051320138M 300PT 
Produced On: 5/12/2005 125,000	 0.250% 

051240036M 300PT 
Produced On: 5/4/2005 123,050	 0.250% 
ND Four Bears Bridge 48,000 1,280,000 Confirmed 1(1) 0.015% 0.015% 0.015%
 

OH Maumee River Crossing, 68,000 3,379,550 Confirmed 4(7) 0.034% 0.047% 0.060%
 

Veterans Glass City Skyway
 

051220004M 300PT 
Produced On: 5/2/2005 167,400	 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013%
 

OH Maumee River Crossing, 48,000 3,379,550
 
Veterans Glass City Skyway
 

051020032M 300PT 
Produced On: 4/12/2005 256,600	 0.250% 
OH	 Maumee River Crossing, 66,000 3,379,550 Confirmed 3(6) 0.040% 0.043% 0.047%
 

Veterans Glass City Skyway
 

050870007M 300PT 
Produced On: 3/28/2005 80,150	 0.250% 
OH	 Maumee River Crossing, 38,000 3,379,550
 

Veterans Glass City Skyway
 

050830120M 300PT 
Produced On: 3/24/2005 115,100	 0.250% 

FL SR‐9A over UNF Drive 32,000 32,000 Confirmed 3(6) 0.039% 0.055% 0.082% 

OH Maumee River Crossing, 13,950 3,379,550 
Veterans Glass City Skyway 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 161 of 228 pages 

http:T5140.33
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

050830120M 300PT 
Produced On: 3/24/2005 115,100	 0.250% 
OH	 US Grant Bridge, Portsmouth 20,000 168,000 

050630020M 300PT 
Produced On: 3/4/2005 169,250	 0.250% 
ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019%
 

OH Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062%
 

Veterans Glass City Skyway
 

050630019M 300PT 
Produced On: 3/4/2005 140,950	 0.250% 
OH	 Maumee River Crossing, 42,500 3,379,550 Confirmed 3(9) 0.043% 0.046% 0.053%
 

Veterans Glass City Skyway
 

043060003M 300PT 
Produced On: 11/1/2004 119,350	 0.250% 
OH	 Maumee River Crossing, 42,000 3,379,550 Confirmed 3(9) 0.032% 0.040% 0.054%
 

Veterans Glass City Skyway
 

042720015M 300PT 
Produced On: 9/28/2004 198,100	 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

OH ODOT US33 over Tarklin Road 25,000 47,850 

OH Prestress Services Industries, 2,000 272,700 
LLC (Customer) 

042580085M 300PT 
Produced On: 9/14/2004 77,200	 0.250% 
ND Four Bears Bridge 30,000 1,280,000	 Confirmed 2(2) 0.023% 0.025% 0.028% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 162 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

042580085M 
Produced On: 9/14/2004 

300PT 

OH ODOT US33 over Tarklin Road 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

77,200 

13,350 47,850 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

042440001M 
Produced On: 8/31/2004 

300PT 

OH High Street Bridge, Hamilton 

OH ODOT Project 04 Han‐IR 75 

46,750 

31,150 

200 

88,650 

3,950 

0.250% 

042430057M 
Produced On: 8/30/2004 

300PT 

OH ODOT Project 04 Han‐IR 75 

70,600 

2,550 3,950 

0.250% 

042360025M 
Produced On: 8/23/2004 

300PT 
159,100 0.250% 

ND Four Bears Bridge 62,000 1,280,000 Confirmed 1(1) 0.023% 0.023% 0.023% 

OH Maumee River Crossing, 18,000 3,379,550 
Veterans Glass City Skyway 

OH ODOT Project 04 Han‐IR 75 150 3,950 

042230003M 
Produced On: 8/10/2004 

300PT 
78,800 0.250% 

OH Maumee River Crossing, 24,000 3,379,550 
Veterans Glass City Skyway 

OH ODOT Project 04 Han‐IR 75 800 3,950 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

42,000 3,379,550 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 163 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

   

       

 
   

 
     
     

 
     
     

 
     
     

 

 
   
     
     

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

OH ODOT Project 04 Han‐IR 75 250 3,950 

041980018M 
Produced On: 7/16/2004 

300PT 

OH Janell Inc. (Distributor) 

125,550 

100 57,600 

0.250% 

041980017M 
Produced On: 7/16/2004 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

153,150 

40,000 3,379,550 

0.250% 

041680035M 
Produced On: 6/16/2004 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

103,500 

2,000 3,379,550 

0.250% 

041660089M 
Produced On: 6/14/2004 

300PT 

MN Wakota Bridge, Interstate 494 

OH Prestress Services Industries, 
LLC (Customer) 

115,000 

36,700 

2,000 

649,050 

272,700 

Confirmed 4(6) 0.046% 0.047% 0.049% 

0.250% 

041350018M 
Produced On: 5/14/2004 

300PT 

ND Four Bears Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

119,750 

40,000 

42,000 

1,280,000 

3,379,550 

Confirmed 1(1) 0.043% 0.043% 0.043% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 164 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
     

 

 
     
     

 
     
     

 
     
     

 
   
     
     

 
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

041350018M 
Produced On: 5/14/2004 

300PT 

OH Prestress Services Industries, 
LLC (Customer) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

119,750 

2,000 272,700 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

041200084M 
Produced On: 4/29/2004 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

118,400 

84,000 3,379,550 Confirmed 3(8) 0.060% 0.070% 0.086% 

0.250% 

041030002M 
Produced On: 4/12/2004 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

145,400 

49,400 3,379,550 Confirmed 3(9) 0.086% 0.101% 0.122% 

0.250% 

040850002M 
Produced On: 3/25/2004 

300PT 
82,150 0.250% 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

040720001M 
Produced On: 3/12/2004 

300PT 

72,650 

161,750 

3,379,550 Confirmed 4(10) 0.097% 0.112% 0.128% 

0.250% 
ND Four Bears Bridge 52,000 1,280,000 Confirmed 3(3) 0.011% 0.015% 0.019% 

OH Maumee River Crossing, 87,150 3,379,550 Confirmed 3(9) 0.081% 0.097% 0.105% 

Veterans Glass City Skyway 

040630031M 
Produced On: 3/3/2004 

300PT 
127,900 0.250% 

OH Maumee River Crossing, 800 3,379,550 
Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 165 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
     

 
     
     

 
     
     

 
     
     

 
     
     

   

 
     
     

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

033390054M 
Produced On: 12/5/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

69,450 

22,950 3,379,550 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

033110003M 
Produced On: 11/7/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

166,350 

80,350 3,379,550 Confirmed 3(9) 0.032% 0.079% 0.126% 

0.250% 

032830021M 
Produced On: 10/10/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

172,400 

90,400 3,379,550 Confirmed 5(11) 0.037% 0.067% 0.096% 

0.250% 

032160018M 
Produced On: 8/4/2003 

300PT 
176,350 0.250% 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

032040035M 
Produced On: 7/23/2003 

300PT 

140,100 

140,450 

3,379,550 

0.250% 
OH Maumee River Crossing, 44,200 3,379,550 

Veterans Glass City Skyway 

OH SR‐32 and SR‐327 14,000 14,000 

031600004M 
Produced On: 6/9/2003 

300PT 
130,400 0.250% 

OH Maumee River Crossing, 40,400 3,379,550 
Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 166 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     
     

 
   

     
     

 
     
     

 
     
     
   

 
     
     

 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Ohio (OH) 
Project or Customer State 

031360001M 
Produced On: 5/16/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

31,250 

31,250 3,379,550 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

031000020M 
Produced On: 4/10/2003 

300PT 

OH Leatherwood Creek Bridge 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

85,500 

6,000 

54,150 

6,000 

3,379,550 

0.250% 

030910005M 
Produced On: 4/1/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

134,050 

40,000 3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073% 

0.250% 

030370072M 
Produced On: 2/6/2003 

300PT 
85,700 0.250% 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.081% 0.086% 0.090%
 

Veterans Glass City Skyway
 

OH Randall Kratz (Customer) 400 400
 

030290016M 300PT 
Produced On: 1/29/2003 400 0.250% 
OH Maumee River Crossing, 100 3,379,550 Confirmed 3(9) 0.084% 0.088% 0.096% 

Veterans Glass City Skyway 

023530010M 
Produced On: 12/19/2002 

300PT 
51,450 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 167 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Ohio (OH) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

023530010M 300PT 
Produced On: 12/19/2002 51,450	 0.250% 
OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.063% 0.081% 0.094%
 

Veterans Glass City Skyway
 

OH Shipped to another Sika Facility 0 440,650
 

023400014M Cable Grout 
Produced On: 12/6/2002 206,350	 0.250% 
OH Maumee River Crossing, 80,000 3,379,550 Confirmed 5(14) 0.037% 0.048% 0.055%
 

Veterans Glass City Skyway
 

OH Shipped to another Sika Facility 0 440,650
 

022110028M 300PT 
Produced On: 7/30/2002 2,200	 0.250% 
OH	 Maumee River Crossing, 2,000 3,379,550
 

Veterans Glass City Skyway
 

021900012M Cable Grout 
Produced On: 7/9/2002 149,750	 0.250% 
OH	 Maumee River Crossing, 4,000 3,379,550
 

Veterans Glass City Skyway
 

020740062M Cable Grout 
Produced On: 3/15/2002 103,300	 0.250% 
OH	 Columbus Coal & Lime Co. 700 19,100
 

(Distributor)
 

020720083M Cable Grout 
Produced On: 3/13/2002 14,450	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 168 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
 

         

 
 

         

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) 
Ohio (OH) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

020720083M 
Produced On: 3/13/2002 

Cable Grout 
14,450 

# of 
Samples 
(Tests) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 
OH Columbus Coal & Lime Co. 150 19,100 

(Distributor) 

020090019M 
Produced On: 1/9/2002 

Cable Grout 
95,300 0.250% 

OH Columbus Coal & Lime Co. 6,250 19,100 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 169 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Oklahoma (OK) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092080039M 300PT 
Produced On: 7/27/2009 63,500 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 
OK 

TX 

Press Foundation Modification 

Corpus Christi, IH‐37 Ramp at 
Carbon Plant Road 

2,000 

8,000 

2,000 

8,000 

124 
Confirmed 9(18) 0.027% 0.273% 0.314% 

061240122M 
Produced On: 5/4/2006 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

OK Cowen Construction (Customer) 

161,600 

43,400 

6,000 

3,379,550 

6,000 

Confirmed 3(6) 0.088% 0.099% 0.109% 

0.250% 

052870033M 
Produced On: 10/14/2005 

300PT 

OK UTICA Bonded System 

77,000 

100 2,000 29 

0.250% 

052870031M 
Produced On: 10/14/2005 

300PT 

OK UTICA Bonded System 

104,150 

100 2,000 29 

0.250% 

051860165M 
Produced On: 7/5/2005 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

OK UTICA Bonded System 

146,200 

40,000 

1,800 

3,379,550 

2,000 29 

Confirmed 4(9) 0.044% 0.048% 0.054% 

0.250% 

040630031M 
Produced On: 3/3/2004 

300PT 

OK Maxwell Supply (Distributor) 

127,900 

950 6,500 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 170 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
   

 
   

 
     
     

   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Oklahoma (OK) 
Project or Customer State 

040050004M 
Produced On: 1/5/2004 

300PT 

OK Maxwell Supply (Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

103,900 

550 6,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

033390054M 
Produced On: 12/5/2003 

300PT 

OK Maxwell Supply (Distributor) 

69,450 

5,000 6,500 

0.250% 

033110003M 
Produced On: 11/7/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

OK Wynn Construction (Customer) 

166,350 

80,350 

28,000 

3,379,550 

28,000 

Confirmed 3(9) 0.032% 0.079% 0.126% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 171 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107%
 

PA Walsh Construction Company 41,550 44,000
 
(Customer)
 

092740033M 300PT 
Produced On: 10/1/2009 42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

PA Allegheny River Bridge 12,000 848,000 

092730085M 300PT 
Produced On: 9/30/2009 68,800 Retain 4(4) 0.098% 0.105% 0.117% 0.117% 

PA Allegheny River Bridge 10,000 848,000 

PA Cooper Trading Inc. (Distributor) 2,000 2,500 

PA Mon‐Fayette Bridge 2,000 44,000 

PA Walsh Construction Company 2,000 44,000 
(Customer) 

092730027M 300PT 
Produced On: 9/30/2009 64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

PA Allegheny River Bridge 44,600 848,000 

PA Cooper Trading Inc. (Distributor) 500 2,500 

PA Mon‐Fayette Bridge 150 44,000 

PA Walsh Construction Company 150 44,000 
(Customer) 

092380049M 300PT 
Produced On: 8/26/2009 58,250 Retain 4(4) 0.072% 0.107% 0.143% 0.143% 

PA Allegheny River Bridge 58,250 848,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 172 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092380023M 300PT 
Produced On: 8/26/2009 55,450 Retain 4(4) 0.126% 0.135% 0.141% 0.141% 

PA Allegheny River Bridge 55,450 848,000 

092150040M 300PT 
Produced On: 8/3/2009 45,500 Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

PA Allegheny River Bridge 25,850 848,000 

092150019M 300PT 
Produced On: 8/3/2009 63,700 Retain 3(3) 0.133% 0.138% 0.142% 0.142% 

PA Allegheny River Bridge 61,900 848,000 

092090004M 300PT 
Produced On: 7/28/2009 35,850 Retain 4(4) 0.192% 0.230% 0.255% 0.255% 

PA Allegheny River Bridge 25,650 848,000 

092080039M 300PT 
Produced On: 7/27/2009 63,500 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

PA Allegheny River Bridge 23,500 848,000
 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

091400088M 300PT 
Produced On: 5/20/2009 105,350 Retain 10(10) 0.042% 0.174% 0.284% 0.284% 

PA Allegheny River Bridge 77,350 848,000 

091190033M 300PT 
Produced On: 4/29/2009 44,900 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050% 

PA Allegheny River Bridge 300 848,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 173 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

091190033M 300PT 
Produced On: 4/29/2009 44,900 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

PA Mon‐Fayette Bridge 300 44,000 

PA Walsh Construction Company 300 44,000 
(Customer) 

091180062M 
Produced On: 4/28/2009 

300PT 
63,000 Retain 5(5) 0.107% 0.121% 0.152% 0.152% 

PA Allegheny River Bridge 49,000 848,000 

091050082M 
Produced On: 4/15/2009 

300PT 
34,250 Retain 4(4) 0.081% 0.165% 0.212% 0.212% 

PA Allegheny River Bridge 34,150 848,000 

091030033M 
Produced On: 4/13/2009 

300PT 
60,300 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

PA Allegheny River Bridge 40,300 848,000 

090920018M 
Produced On: 4/2/2009 

300PT 
73,400 Retain 7(7) 0.041% 0.047% 0.063% 0.063% 

PA Allegheny River Bridge 64,000 848,000 

090910001M 
Produced On: 4/1/2009 

300PT 
61,700 Retain 6(6) 0.048% 0.077% 0.094% 0.094% 

PA Allegheny River Bridge 45,700 848,000 

082820017M 
Produced On: 10/8/2008 

300PT 
16,150 0.480% 

PA Allegheny River Bridge 4,150 848,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 174 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

082810010M 300PT 
Produced On: 10/7/2008 62,450 0.480% 

PA Allegheny River Bridge 39,850 848,000 

082690004M 300PT 
Produced On: 9/25/2008 16,000 0.461% 

FL SR‐50 over SR‐436 6,000 18,000 Probable 6(16) 0.398% 0.429% 0.461% 

PA Allegheny River Bridge 10,000 848,000 

082680054M 300PT 
Produced On: 9/24/2008 63,150 0.480% 

PA Allegheny River Bridge 42,000 848,000 

082600057M 300PT 
Produced On: 9/16/2008 22,000 0.480% 

PA Allegheny River Bridge 22,000 848,000 

082600023M 300PT 
Produced On: 9/16/2008 74,950 0.480% 

FL SR‐50 over SR‐436 2,000 18,000 Probable 3(6) 0.195% 0.233% 0.266% 

PA Allegheny River Bridge 58,000 848,000 

082320050M 300PT 
Produced On: 8/19/2008 89,150 0.480% 

PA Allegheny River Bridge 26,050 848,000 

082260060M 300PT 
Produced On: 8/13/2008 84,600 0.480% 
MN I‐35W Bridge 72,000 2,105,750 Confirmed 1(2) 0.062% 0.068% 0.073% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 175 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

082260060M 300PT 
Produced On: 8/13/2008 84,600	 0.480% 

PA	 Allegheny River Bridge 12,500 848,000 

082200094M 300PT 
Produced On: 8/7/2008 155,800	 0.480% 
MN	 I‐35W Bridge 126,000 2,105,750 Confirmed 1(2) 0.315% 0.327% 0.339% 

PA	 Allegheny River Bridge 5,450 848,000 

081360030M 300PT 
Produced On: 5/15/2008 41,800	 0.480% 

PA	 Penn DOT (Customer) 50 50 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

PA	 Chambers & Son Inc, AR 2,000 22,400
 
(Distributor)
 

073050002M 300PT 
Produced On: 11/1/2007 53,650	 0.430% 

PA	 Chambers & Son Inc, AR 20,000 22,400
 
(Distributor)
 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 

PA	 Airside Business Park 50 50 

072420170M 300PT 
Produced On: 8/30/2007 105,250	 0.430% 
NC Washington Bypass Bridge 2,000 2,000	 Confirmed 3(3) 0.034% 0.035% 0.035% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 176 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072420170M 300PT 
Produced On: 8/30/2007 105,250	 0.430% 

PA	 Penn State University 300 1,300
 
(Customer)
 

071580034M 300PT 
Produced On: 6/7/2007 48,850	 0.430% 

PA	 By‐Crete and Behney 4,000 6,000
 
Fabrication (Customer)
 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

IL I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206%
 

PA By‐Crete and Behney 2,000 6,000
 
Fabrication (Customer)
 

061030019M 300PT 
Produced On: 4/13/2006 112,000	 0.250% 
OH Maumee River Crossing, 48,000 3,379,550 Confirmed 3(6) 0.061% 0.093% 0.115%
 

Veterans Glass City Skyway
 

PA Susquehana Bridge 42,000 124,000
 

060530035M 300PT 
Produced On: 2/22/2006 145,500	 0.250% 
MN	 Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128% 

PA	 Susquehana Bridge 42,000 124,000 

060370023M 300PT 
Produced On: 2/6/2006 150,450	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 177 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Pennsylvania (PA) 
Project or Customer State 

060370023M 
Produced On: 2/6/2006 

300PT 

PA Chambers & Son Inc, AR 
(Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

150,450 

400 22,400 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

060100006M 
Produced On: 1/10/2006 

300PT 

PA Susquehana Bridge 

56,500 

38,000 124,000 

0.250% 

053080081M 
Produced On: 11/4/2005 

300PT 
104,000 0.250% 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(6) 0.035% 0.041% 0.047% 

Veterans Glass City Skyway 

PA Susquehana Bridge 2,000 124,000 

051580121M 
Produced On: 6/7/2005 

300PT 
220,400 0.250% 

PA G.A. & F.C. Wagman Inc. 2,850 15,000 
(Distributor) 

051
Produ

320140M 300PT 
ced On: 5/12/2005 130,900 Maumee Retain 1(1) 0.018% 0.018% 0.018% 0.250% 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

62,000 3,379,550 Confirmed 3(6) 0.037% 0.047% 0.065% 

PA G.A. & F.C. Wagman Inc. 
(Distributor) 

8,150 15,000 

PA Penn State University 
(Customer) 

500 1,300 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 178 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051320139M 300PT 
Produced On: 5/12/2005 160,600 0.250% 
OH Maumee River Crossing, 14,000 3,379,550 Confirmed 3(6) 0.035% 0.045% 0.054%
 

Veterans Glass City Skyway
 

PA G.A. & F.C. Wagman Inc. 2,000 15,000
 
(Distributor)
 

051320138M 300PT 
Produced On: 5/12/2005 125,000 0.250% 
OH Maumee River Crossing, 16,000 3,379,550 Confirmed 3(6) 0.040% 0.048% 0.063%
 

Veterans Glass City Skyway
 

PA G.A. & F.C. Wagman Inc. 2,000 15,000
 
(Distributor)
 

051220004M 300PT 
Produced On: 5/2/2005 167,400 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

PA Evans Corp / H&D (Distributor) 1,000 1,000 

042820164M 300PT 
Produced On: 10/8/2004 184,950 0.250% 
MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

PA Dutchland Inc. (Distributor) 6,000 8,000 

042720015M 300PT 
Produced On: 9/28/2004 198,100 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

PA Dutchland Inc. (Distributor) 2,000 8,000 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 179 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Pennsylvania (PA) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

PA Penn State University 
(Customer) 

500 1,300 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 180 of 228 pages 

http:T5140.33


                 

           
     
  

   
   ‐

 
   
   

 

   

   

‐

 
     

 

 
     

 

 
     

 

 
     

 
       

 
       

 

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

South Carolina (SC) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092730027M 300PT 
Produced On: 9/30/2009 64,100	 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

SC	 Guaranteed Supply Company, 4,000 35,700
 
Inc. (Distributor)
 

092150040M 300PT 
Produced On: 8/3/2009 45,500	 Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

SC	 Guaranteed Supply Company, 8,900 35,700
 
Inc. (Distributor)
 

092150019M 300PT 
Produced On: 8/3/2009 63,700	 Retain 3(3) 0.133% 0.138% 0.142% 0.142% 

SC	 Guaranteed Supply Company, 1,100 35,700
 
Inc. (Distributor)
 

091030033M 300PT 
Produced On: 4/13/2009 60,300	 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

SC	 Florence Concrete Products 500 500
 
(Distributor)
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

SC	 I‐520 Fly Over Bridge‐Over I‐20 100 3,000 112 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 

SC	 I‐520 Fly Over Bridge‐Over I‐20 250 3,000 112 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 181 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

South Carolina (SC) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080710023M 300PT 
Produced On: 3/11/2008 36,500 0.480% 

SC I‐520 Fly Over Bridge‐Over I‐20 700 3,000 112 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 

SC I‐520 Fly Over Bridge‐Over I‐20 50 3,000 112 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 

SC I‐520 Fly Over Bridge‐Over I‐20 50 3,000 112 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 

SC I‐520 Fly Over Bridge‐Over I‐20 50 3,000 112 

051580121M 300PT 
Produced On: 6/7/2005 220,400 0.250% 

SC Highway 133 & 87 Intersection 4,000 4,000 

032040035M 300PT 
Produced On: 7/23/2003 140,450 0.250% 

SC Cooper River Bridge 40,000 174,500 

031600004M 300PT 
Produced On: 6/9/2003 130,400 0.250% 

SC Cooper River Bridge 44,000 174,500 

031000020M 300PT 
Produced On: 4/10/2003 85,500 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 182 of 228 pages 

http:T5140.33


                 

           
     
  

   
   

 
   
   

 

   

   

 
   

 
     
     
   

 
     
     
   

 
   

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

South Carolina (SC) 
Project or Customer State 

031000020M 
Produced On: 4/10/2003 

300PT 

SC Cooper River Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

85,500 

2,500 174,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

030910005M 
Produced On: 4/1/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

SC Cooper River Bridge 

134,050 

40,000 

40,000 

3,379,550 

174,500 

Confirmed 3(9) 0.054% 0.063% 0.073% 

0.250% 

030370072M 
Produced On: 2/6/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

SC Cooper River Bridge 

85,700 

40,000 

44,000 

3,379,550 

174,500 

Confirmed 3(9) 0.081% 0.086% 0.090% 

0.250% 

022750033M 
Produced On: 10/2/2002 

300PT 

SC Cooper River Bridge 

4,400 

4,000 174,500 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 183 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Tennessee (TN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081260061M 300PT 
Produced On: 5/5/2008 66,800	 0.480% 

TN	 Ram Tool & Supply Co. 1,850 66,150
 
(Distributor)
 

081190019M 300PT 
Produced On: 4/28/2008 64,300	 0.480% 
MN I‐35W Bridge 64,100 2,105,750 Confirmed 1(2) 0.288% 0.300% 0.312%
 

TN Ram Tool & Supply Co. 100 66,150
 
(Distributor)
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

TN	 Ram Tool & Supply Co. 4,500 66,150
 
(Distributor)
 

080870017M 300PT 
Produced On: 3/27/2008 63,750	 0.480% 

TN	 Ram Tool & Supply Co. 1,550 66,150
 
(Distributor)
 

073040019M 300PT 
Produced On: 10/31/2007 47,150	 0.430% 

TN	 Shelby County, Memphis 100 500 91 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 

TN Shelby County, Memphis	 100 500 91 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 184 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Tennessee (TN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 

TN Shelby County, Memphis 300 500 91 

071620001M 300PT * 
Produced On: 6/11/2007 130,700 0.060% 

FL Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

FL Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

TN Lojac Safety Cantilever Sign Base 800 2,000 76
 

TN Ram Tool & Supply Co. 4,000 66,150
 
(Distributor)
 

071580034M 300PT 
Produced On: 6/7/2007 48,850 0.430% 

TN Lojac Safety Cantilever Sign Base 650 2,000 76
 

TN Ram Tool & Supply Co. 4,000 66,150
 
(Distributor)
 

071340023M 300PT 
Produced On: 5/14/2007 118,000 0.430% 

TN Lojac Safety Cantilever Sign Base 200 2,000 76 

TN Williamson Cty 150 600 66 

071130006M 300PT 
Produced On: 4/23/2007 82,750 0.319% 

IL I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319% 

TN Lojac Safety Cantilever Sign Base 50 2,000 76 

TN Williamson Cty 50 600 66 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 185 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Tennessee (TN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071130006M 300PT 
Produced On: 4/23/2007 82,750 0.319% 

071080002M 300PT 
Produced On: 4/18/2007 93,350 0.430% 

IL I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206%
 

TN Lojac Safety Cantilever Sign Base 50 2,000 76
 

TN Williamson Cty 50 600 66
 

071080001M 300PT 
Produced On: 4/18/2007 131,200 0.430% 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184%
 

TN Lojac Safety Cantilever Sign Base 50 2,000 76
 

TN Williamson Cty 50 600 66
 

070920007M 300PT 
Produced On: 4/2/2007 151,450 0.430% 

TN Lojac Safety Cantilever Sign Base 150 2,000 76 

TN Williamson Cty 150 600 66 

070880026M 300PT 
Produced On: 3/29/2007 135,400 0.430% 

TN Lojac Safety Cantilever Sign Base 50 2,000 76 

TN Williamson Cty 150 600 66 

053430039M 300PT 
Produced On: 12/9/2005 124,300 0.250% 
OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 186 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Tennessee (TN) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

053430039M 300PT 
Produced On: 12/9/2005 124,300	 0.250% 

TN	 Enco Materials Inc. (Distributor) 500 12,550 

052870033M 300PT 
Produced On: 10/14/2005 77,000	 0.250% 

TN VA Hospital, TN 2,500 2,500
 

TN Walkway addition Buck Karnes 3,600 21,700 33
 
Bridge on U.S. 129
 

052870031M 300PT 
Produced On: 10/14/2005 104,150	 0.250% 

TN	 Walkway addition Buck Karnes 18,000 21,700 33
 
Bridge on U.S. 129
 

051860165M 300PT 
Produced On: 7/5/2005 146,200	 0.250% 
OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054%
 

Veterans Glass City Skyway
 

TN Walkway addition Buck Karnes 100 21,700 33
 
Bridge on U.S. 129
 

042720015M 300PT 
Produced On: 9/28/2004 198,100	 0.250% 
MN	 Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

TN	 Enco Materials Inc. (Distributor) 50 12,550 

041980017M 300PT 
Produced On: 7/16/2004 153,150	 0.250% 

TN	 Enco Materials Inc. (Distributor) 4,850 12,550 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 187 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Tennessee (TN) 
Project or Customer State 

041980017M 
Produced On: 7/16/2004 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

153,150 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

041680035M 
Produced On: 6/16/2004 

300PT 

TN Enco Materials Inc. (Distributor) 

103,500 

7,150 12,550 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 188 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750	 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107%
 

TX Ram Tool & Supply Co. 30,000 66,150
 
(Distributor)
 

092750011M 300PT 
Produced On: 10/2/2009 58,950	 Retain 7(7) 0.061% 0.095% 0.161% 0.161% 
NC Goldsboro Bypass, NCDOT 4,000 4,000 Confirmed 3(6) 0.034% 0.045% 0.059%
 

Bridge No. 357
 

TX Ram Tool & Supply Co. 2,000 66,150
 
(Distributor)
 

092740033M 300PT 
Produced On: 10/1/2009 42,550	 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

TX	 FM 1472 (Webb Co.) 1,000 2,500 135 

092150040M 300PT 
Produced On: 8/3/2009 45,500	 Retain 2(2) 0.108% 0.119% 0.130% 0.130% 

TX	 HDS White Cap Construction 4,000 14,200
 
Supply (Distributor)
 

092090004M 300PT 
Produced On: 7/28/2009 35,850	 Retain 4(4) 0.192% 0.230% 0.255% 0.255% 

TX	 Conway Freight of Houston TX 50 50
 
(Customer)
 

092080039M 300PT 
Produced On: 7/27/2009 63,500	 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

TX Colorado Brazos Grouting 4,100 4,100 132 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 189 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092080039M 300PT 
Produced On: 7/27/2009 63,500	 Retain 14(14) 0.274% 0.292% 0.315% 0.315% 

TX Corpus Christi, IH‐37 Ramp at 8,000 8,000 Confirmed 9(18) 0.027% 0.273% 0.314%
 

Carbon Plant Road
 

TX IH‐37, Nueces Co., Corpus 14,700 14,700 130
 
Christi, TX
 

TX US 83 4,300 4,300 127
 

091190033M 300PT 
Produced On: 4/29/2009 44,900	 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050%
 

TX Ram Tool & Supply Co. 2,000 66,150
 
(Distributor)
 

091030033M 300PT 
Produced On: 4/13/2009 60,300	 Retain 5(5) 0.463% 0.501% 0.564% 0.564% 

TX	 Texas Department of 100 300
 
Transportation (Customer)
 

082320050M 300PT 
Produced On: 8/19/2008 89,150	 0.480% 

TX Ferguson Structural Engineering 500 5,500
 
Lab (Customer)
 

TX Ram Tool & Supply Co. 2,000 66,150
 
(Distributor)
 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

TX Bowie Co. IH 30 350 10,000 108
 

TX FM 1472 (Webb Co.) 50 2,500 114
 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 190 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

080870044M 300PT 
Produced On: 3/27/2008 24,500	 0.480% 

TX IH‐30 President George Bush 150 4,550 123
 
Turnpike
 

TX IH‐30 President George Bush 50 4,550 122
 
Turnpike
 

TX Ram Tool & Supply Co. 2,000 66,150
 
(Distributor)
 

TX UT Student Activity Center 50 2,000 121
 

080870017M 300PT 
Produced On: 3/27/2008 63,750	 0.480% 

TX	 Summit General Contractors Inc. 2,000 2,000
 
(Customer)
 

080720012M 300PT 
Produced On: 3/12/2008 9,550	 0.480% 

TX Bowie Co. IH 30 1,000 10,000 108
 

TX FM 1472 (Webb Co.) 150 2,500 114
 

TX IH‐30 President George Bush 50 4,550 122
 
Turnpike
 

TX IH‐30 President George Bush 400 4,550 123
 
Turnpike
 

TX UT Student Activity Center 200 2,000 121
 

080710023M 300PT 
Produced On: 3/11/2008 36,500	 0.480% 

TX Bowie Co. IH 30 2,500 10,000 108 

TX Ferguson Structural Engineering 750 5,500 
Lab (Customer) 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 191 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Texas (TX) 
Project or Customer State 

080710023M 
Produced On: 3/11/2008 

300PT 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

36,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.480% 
TX FM 1472 (Webb Co.) 350 2,500 114 

TX IH‐30 President George Bush 
Turnpike 

1,000 4,550 123 

TX IH‐30 President George Bush 
Turnpike 

50 4,550 122 

TX UT Student Activity Center 500 2,000 121 

073040019M 
Produced On: 10/31/2007 

300PT 
47,150 0.430% 

TX Bowie Co. IH 30 50 10,000 108 

TX FM 1472 (Webb Co.) 50 2,500 114 

TX IH‐30 President George Bush 50 4,550 123 
Turnpike 

TX IH‐30 President George Bush 50 4,550 122 
Turnpike 

TX One Museum Place 250 1,000 84 

TX UT Student Activity Center 50 2,000 121 

072770149M 
Produced On: 10/4/2007 

300PT 
56,000 0.430% 

TX Bowie Co. IH 30 50 10,000 108 

TX FM 1472 (Webb Co.) 50 2,500 114 

TX IH‐30 President George Bush 50 4,550 122 
Turnpike 

TX IH‐30 President George Bush 50 4,550 123 
Turnpike 

TX One Museum Place 200 1,000 84 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 192 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072770149M 300PT 
Produced On: 10/4/2007 56,000	 0.430% 

TX	 UT Student Activity Center 50 2,000 121 

072610004M 300PT 
Produced On: 9/18/2007 96,950	 0.430% 

TX	 Bowie Co. IH 30 50 10,000 108 

TX	 FM 1472 (Webb Co.) 50 2,500 114 

TX	 IH‐30 President George Bush 50 4,550 123 
Turnpike
 

TX One Museum Place 550 1,000 84
 

TX UT Student Activity Center 50 2,000 121
 

071580034M 300PT 
Produced On: 6/7/2007 48,850	 0.430% 

TX	 HDS White Cap Construction 10,000 14,200
 
Supply (Distributor)
 

071500025M 300PT 
Produced On: 5/30/2007 108,650	 0.430% 

TX	 Ferguson Structural Engineering 250 5,500
 
Lab (Customer)
 

071340023M 300PT 
Produced On: 5/14/2007 118,000	 0.430% 

TX	 TX Medical Center Garage 19 8,000 8,000 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

IL I‐355 Bridge	 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 193 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

TX	 Texas Department of 100 300
 
Transportation (Customer)
 

070880026M 300PT 
Produced On: 3/29/2007 135,400	 0.430% 

TX	 HDS White Cap Construction 200 14,200
 
Supply (Distributor)
 

063100001M 300PT 
Produced On: 11/6/2006 138,500	 0.250% 
OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(6) 0.103% 0.117% 0.137%
 

Veterans Glass City Skyway
 

TX Academic 3,000 9,150
 

063060161M 300PT 
Produced On: 11/2/2006 96,400	 0.250% 
OH Maumee River Crossing, 32,000 3,379,550 Confirmed 3(6) 0.110% 0.135% 0.154%
 

Veterans Glass City Skyway
 

TX Academic 800 9,150
 

062190006M 300PT 
Produced On: 8/7/2006 119,600	 0.203% 

LA Cameron LNG Tanks 34,000 244,000 Probable 14(30) 0.056% 0.084% 0.122% 
Group 

OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(7) 0.051% 0.056% 0.062% 

Veterans Glass City Skyway 

TX Texas Contractors Supply 10,000 211,950 
(Distributor) 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 194 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

060980004M 300PT 
Produced On: 4/8/2006 133,350 0.250% 
OH Maumee River Crossing, 44,750 3,379,550 Confirmed 3(9) 0.057% 0.080% 0.096%
 

Veterans Glass City Skyway
 

TX Texas Contractors Supply 650 211,950
 
(Distributor)
 

TX Texas Department of 100 300
 
Transportation (Customer)
 

060530035M 300PT 
Produced On: 2/22/2006 145,500 0.250% 
MN Wakota Bridge, Interstate 494 10,000 649,050 Confirmed 3(6) 0.049% 0.078% 0.128%
 

TX Texas Contractors Supply 550 211,950
 
(Distributor)
 

053430039M 300PT 
Produced On: 12/9/2005 124,300 0.250% 
OH Maumee River Crossing, 42,000 3,379,550 Confirmed 4(10) 0.025% 0.038% 0.045%
 

Veterans Glass City Skyway
 

TX Academic 2,000 9,150
 

052870033M 300PT 
Produced On: 10/14/2005 77,000 0.250% 

TX Hunt HQ 100 1,000 30 

052870031M 300PT 
Produced On: 10/14/2005 104,150 0.250% 

TX Hunt HQ 200 1,000 30 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 195 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051860165M 300PT 
Produced On: 7/5/2005 146,200	 0.250% 
OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054%
 

Veterans Glass City Skyway
 

TX Hunt HQ 700 1,000 30
 

TX Lincoln Legacy One Office, 1,550 1,600 22
 
parking, B.C.
 

TX Lincoln Legacy One Office, 1,550 1,600 22
 
parking, B.C.
 

051580126M 300PT 
Produced On: 6/7/2005 203,900	 0.250% 

TX	 Lincoln Legacy One Office, 50 1,600 22
 
parking, B.C.
 

043340083M 300PT 
Produced On: 11/29/2004 53,000	 0.250% 

TX	 Texas Contractors Supply 5,000 211,950
 
(Distributor)
 

043060003M 300PT 
Produced On: 11/1/2004 119,350	 0.250% 
OH Maumee River Crossing, 42,000 3,379,550 Confirmed 3(9) 0.032% 0.040% 0.054%
 

Veterans Glass City Skyway
 

TX Texas Contractors Supply 11,550 211,950
 
(Distributor)
 

043060002M 300PT 
Produced On: 11/1/2004 133,300	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 196 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

043060002M 300PT 
Produced On: 11/1/2004 133,300	 0.250% 

TX	 Texas Contractors Supply 15,450 211,950
 
(Distributor)
 

042820164M 300PT 
Produced On: 10/8/2004 184,950	 0.250% 
MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035%
 

TX Texas Contractors Supply 16,150 211,950
 
(Distributor)
 

042720015M 300PT 
Produced On: 9/28/2004 198,100	 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

TX Harris Co. Fort Bend Parkway 19,500 23,500 
Extension 

TX Texas Contractors Supply 7,850 211,950 
(Distributor) 

042580085M 300PT 
Produced On: 9/14/2004 77,200	 0.250% 
ND Four Bears Bridge 30,000 1,280,000 Confirmed 2(2) 0.023% 0.025% 0.028%
 

TX Ferguson Structural Engineering 50 5,500
 
Lab (Customer)
 

TX Harris Co. Fort Bend Parkway 4,000 23,500
 
Extension
 

TX VSL Corporation (Distributor) 2,000 113,450
 

042440001M 300PT 
Produced On: 8/31/2004 46,750	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 197 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Texas (TX) 
Project or Customer State 

042440001M 
Produced On: 8/31/2004 

300PT 

TX Builders Products Inc. 
(Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

46,750 

300 36,800 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

042430057M 
Produced On: 8/30/2004 

300PT 

TX Texas Contractors Supply 
(Distributor) 

70,600 

14,000 211,950 

0.250% 

042360025M 
Produced On: 8/23/2004 

300PT 
159,100 0.250% 

ND Four Bears Bridge 62,000 1,280,000 Confirmed 1(1) 0.023% 0.023% 0.023% 

TX DFW Terminal D Roadways 10,000 10,000 

TX Ferguson Structural Engineering 1,950 5,500 
Lab (Customer) 

TX Texas Contractors Supply 8,000 211,950 
(Distributor) 

042230003M 
Produced On: 8/10/2004 

300PT 
78,800 0.250% 

TX Texas Contractors Supply 14,000 211,950 
(Distributor) 

TX VSL Corporation (Distributor) 4,000 113,450 

042230002M 
Produced On: 8/10/2004 

300PT 
155,250 Maumee Retain 1(1) 0.038% 0.038% 0.038% 0.250% 

TX Texas Contractors Supply 
(Distributor) 

38,000 211,950 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 198 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

041980018M 300PT 
Produced On: 7/16/2004 125,550	 0.250% 

TX Texas Contractors Supply 8,000 211,950
 
(Distributor)
 

TX VSL Corporation (Distributor) 2,000 113,450
 

041980017M 300PT 
Produced On: 7/16/2004 153,150	 0.250% 

TX	 Ferguson Structural Engineering 2,000 5,500
 
Lab (Customer)
 

041660089M 300PT 
Produced On: 6/14/2004 115,000	 0.250% 
MN Wakota Bridge, Interstate 494 36,700 649,050 Confirmed 4(6) 0.046% 0.047% 0.049% 

TX Texas Contractors Supply ‐2,000 ‐2,000 
(Customer) 

TX Texas Contractors Supply 14,000 211,950 
(Distributor) 

041350018M 300PT 
Produced On: 5/14/2004 119,750	 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 1(1) 0.043% 0.043% 0.043%
 

TX Builders Products Inc. 300 36,800
 
(Distributor)
 

041310032M Cable Grout 
Produced On: 5/10/2004 61,750	 0.250% 

TX High Five	 61,750 1,051,100 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 199 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

041200084M 300PT 
Produced On: 4/29/2004 118,400	 0.250% 
OH Maumee River Crossing, 84,000 3,379,550 Confirmed 3(8) 0.060% 0.070% 0.086%
 

Veterans Glass City Skyway
 

TX Builders Products Inc. 200 36,800
 
(Distributor)
 

040850002M 300PT 
Produced On: 3/25/2004 82,150	 0.250% 
OH Maumee River Crossing, 72,650 3,379,550 Confirmed 4(10) 0.097% 0.112% 0.128%
 

Veterans Glass City Skyway
 

TX Credit Memo 6,000 6,000
 

040540018M Cable Grout 
Produced On: 2/23/2004 89,500	 0.250% 

TX	 High Five 81,500 1,051,100 

040400080M Cable Grout 
Produced On: 2/9/2004 55,500	 0.250% 

TX Construction Material, Inc. 22,000 30,600
 
(Distributor)
 

TX High Five 33,500 1,051,100
 

033390054M 300PT 
Produced On: 12/5/2003 69,450	 0.250% 

TX	 Texas Contractors Supply 750 211,950
 
(Distributor)
 

033370057M Cable Grout 
Produced On: 12/3/2003 19,050	 0.250% 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 200 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

033370057M Cable Grout 
Produced On: 12/3/2003 19,050 0.250% 

TX High Five 19,050 1,051,100 

033350002M Cable Grout 
Produced On: 12/1/2003 62,150 0.250% 

TX High Five 62,150 1,051,100 

033110003M 300PT 
Produced On: 11/7/2003 166,350 0.250% 
OH Maumee River Crossing, 80,350 3,379,550 Confirmed 3(9) 0.032% 0.079% 0.126%
 

Veterans Glass City Skyway
 

TX Texas Contractors Supply 2,000 211,950
 
(Distributor)
 

033070042M Cable Grout 
Produced On: 11/3/2003 100,100 0.250% 

TX High Five 100,100 1,051,100 

032830021M 300PT 
Produced On: 10/10/2003 172,400 0.250% 
OH Maumee River Crossing, 90,400 3,379,550 Confirmed 5(11) 0.037% 0.067% 0.096%
 

Veterans Glass City Skyway
 

TX Texas Contractors Supply 0 211,950
 
(Distributor)
 

032320013M Cable Grout 
Produced On: 8/20/2003 97,650 0.250% 

TX High Five 72,650 1,051,100 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 201 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

032160018M 300PT 
Produced On: 8/4/2003 176,350	 0.250% 

TX Texas Contractors Supply 0 211,950
 
(Distributor)
 

TX Traylor Brothers (Customer) 2,000 82,000
 

032040035M 300PT 
Produced On: 7/23/2003 140,450	 0.250% 

TX	 Texas Contractors Supply 6,000 211,950
 
(Distributor)
 

032040034M Cable Grout 
Produced On: 7/23/2003 151,850	 0.250% 

TX	 High Five 114,900 1,051,100 

031600005M Cable Grout 
Produced On: 6/9/2003 98,050	 0.250% 

TX	 High Five 48,000 1,051,100 

031280015M Cable Grout 
Produced On: 5/8/2003 95,450	 0.250% 

TX	 High Five 67,950 1,051,100 

031120084M Cable Grout 
Produced On: 4/22/2003 92,500	 0.250% 

TX	 High Five 54,250 1,051,100 

031050015M Cable Grout 
Produced On: 4/15/2003 44,400	 0.250% 

TX	 High Five 38,450 1,051,100 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 202 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

031050015M Cable Grout 
Produced On: 4/15/2003 44,400 0.250% 

030910005M 300PT 
Produced On: 4/1/2003 134,050 0.250% 
OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.054% 0.063% 0.073%
 

Veterans Glass City Skyway
 

TX Texas Contractors Supply 8,000 211,950
 
(Distributor)
 

030770049M Cable Grout 
Produced On: 3/18/2003 44,200 0.250% 

TX High Five 44,200 1,051,100 

030020082M 300PT 
Produced On: 1/2/2003 5,200 0.250% 

TX McKinney Building‐1912 400 400 

TX VSL Corporation (Distributor) 2,000 113,450 

023530010M 300PT 
Produced On: 12/19/2002 51,450 0.250% 
OH Maumee River Crossing, 40,000 3,379,550 Confirmed 3(9) 0.063% 0.081% 0.094%
 

Veterans Glass City Skyway
 

TX UT Southwest Medical Center‐ 11,450 17,450
 
1786
 

023400014M Cable Grout 
Produced On: 12/6/2002 206,350 0.250% 
OH Maumee River Crossing, 80,000 3,379,550 Confirmed 5(14) 0.037% 0.048% 0.055% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 203 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Texas (TX) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

023400014M Cable Grout 
Produced On: 12/6/2002 206,350 0.250% 

TX High Five 74,650 1,051,100 

023220016M 300PT 
Produced On: 11/18/2002 51,650 0.250% 

TX Malting Silo Slab‐1845 150 150
 

TX UT Southwest Medical Center‐ 6,000 17,450
 
1786
 

022870001M Cable Grout 
Produced On: 10/14/2002 49,050 0.250% 

TX High Five 47,050 1,051,100 

022210028M Cable Grout 
Produced On: 8/9/2002 64,800 0.250% 

TX Builders Products Inc. 36,000 36,800
 
(Distributor)
 

TX High Five 22,800 1,051,100
 

022170042M Cable Grout 
Produced On: 8/5/2002 89,050 0.250% 

TX High Five 55,050 1,051,100 

TX Spurs Arena 12,000 12,000 

021900012M Cable Grout 
Produced On: 7/9/2002 149,750 0.250% 

TX High Five 31,100 1,051,100 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 204 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Texas (TX) 
Project or Customer State 

021420014M 
Produced On: 5/22/2002 

Cable Grout 

TX High Five 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

171,700 

10,000 1,051,100 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

020090019M 
Produced On: 1/9/2002 

Cable Grout 

TX VSL Corporation (Distributor) 

95,300 

1,000 113,450 

0.250% 

013300037M 
Produced On: 11/26/2001 

Cable Grout 

TX Texas Contractors Supply 
(Distributor) 

TX VSL Corporation (Distributor) 

162,000 

12,000 

5,000 

211,950 

113,450 

0.250% 

013170053M 
Produced On: 11/13/2001 

Cable Grout 
34,950 0.250% 

TX High Five 12,000 1,051,100 

TX Texas Contractors Supply 12,000 211,950 
(Distributor) 

012280038M 
Produced On: 8/16/2001 

Cable Grout 
13,300 0.250% 

TX Texas Contractors Supply 8,000 211,950 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 205 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

     

 
     

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Utah (UT) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 
Produced On: 10/27/2009 

300PT 
145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

UT Nelson Testing Lab (Customer) 100 400 

092740033M 
Produced On: 10/1/2009 

300PT 
42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

UT Nelson Testing Lab (Customer) 100 400 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 206 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Virginia (VA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

093000001M 300PT 
Produced On: 10/27/2009 145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

VA Dr. Hari Nair (Customer) 100 100 

VA Dulles Corridor Metrorail 6,000 6,000 

VA Tindall Concrete (Customer) 150 150 

082810010M 300PT 
Produced On: 10/7/2008 62,450 0.480% 

VA VSL Corporation (Distributor) 2,950 113,450 

082200094M 
Produced On: 8/7/2008 

300PT 

MN I‐35W Bridge 

VA Arlington Courthouse 

155,800 

126,000 

6,000 

2,105,750 

6,000 

Confirmed 1(2) 0.315% 0.327% 0.339% 

0.480% 

080710023M 
Produced On: 3/11/2008 

300PT 

VA AH Harris & Sons, Inc. 
(Distributor) 

36,500 

2,000 2,250 

0.480% 

073040019M 
Produced On: 10/31/2007 

300PT 

VA Woodrow Wilson Bridge 

47,150 

16,000 692,750 

0.430% 

062570010M 
Produced On: 9/14/2006 

300PT 

VA Woodrow Wilson Bridge 

94,250 

2,000 692,750 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 207 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Virginia (VA) 
Project or Customer State 

062500055M 
Produced On: 9/7/2006 

300PT 

VA Woodrow Wilson Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

54,250 

30,000 692,750 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

062500049M 
Produced On: 9/7/2006 

300PT 

VA Woodrow Wilson Bridge 

120,000 

2,000 692,750 

0.250% 

062340166M 
Produced On: 8/22/2006 

300PT 

VA Woodrow Wilson Bridge 

132,750 

6,000 692,750 

0.250% 

061230171M 
Produced On: 5/3/2006 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

VA Marmet Locks and Dams 

116,150 

33,250 

28,000 

3,379,550 

44,000 

Confirmed 3(6) 0.079% 0.116% 0.137% 

0.250% 

052870033M 
Produced On: 10/14/2005 

300PT 
77,000 0.250% 

VA Woodrow Wilson Bridge 

052560024M 
Produced On: 9/13/2005 

300PT 

28,000 

82,250 

692,750 

0.250% 
VA Marmet Locks and Dams 16,000 44,000 

052370129M 
Produced On: 8/25/2005 

300PT 
132,200 0.250% 

VA Route 33 over Mattaponi River 24,000 40,000 
and Pamunkey River 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 208 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Virginia (VA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

052370129M 300PT 
Produced On: 8/25/2005 132,200 0.250% 

VA Woodrow Wilson Bridge 40,000 692,750 

052010018M 300PT 
Produced On: 7/20/2005 133,650 0.250% 
MN Wakota Bridge, Interstate 494 4,000 649,050 Confirmed 3(6) 0.043% 0.053% 0.060% 

VA Route 123 over Occoquan River 50 3,600 

VA Route 33 over Mattaponi River 16,000 40,000 
and Pamunkey River 

051740184M 300PT 
Produced On: 6/23/2005 115,400 0.250% 

VA Route 123 over Occoquan River 350 3,600 

051660201M 300PT 
Produced On: 6/15/2005 89,900 0.250% 

VA Route 123 over Occoquan River 1,950 3,600 

051580126M 300PT 
Produced On: 6/7/2005 203,900 0.250% 

VA Route 123 over Occoquan River 1,250 3,600 

051020034M 300PT 
Produced On: 4/12/2005 129,550 0.250% 

VA Woodrow Wilson Bridge 22,000 692,750 

051020032M 300PT 
Produced On: 4/12/2005 256,600 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 209 of 228 pages 

http:T5140.33


                 

         
     
  

   
   ‐

 
   
   

 

   

   

‐

 
     
     
   

 
     
   

 
   

 
   

 
     
   

 
     
   

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Virginia (VA) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051020032M 300PT 
Produced On: 4/12/2005 256,600 0.250% 
OH Maumee River Crossing, 66,000 3,379,550 Confirmed 3(6) 0.040% 0.043% 0.047%
 

Veterans Glass City Skyway
 

VA Woodrow Wilson Bridge 58,600 692,750
 

050830120M 300PT 
Produced On: 3/24/2005 115,100 0.250% 

FL SR‐9A over UNF Drive 32,000 32,000 Confirmed 3(6) 0.039% 0.055% 0.082% 

VA Woodrow Wilson Bridge 40,000 692,750 

043420097M 300PT 
Produced On: 12/7/2004 132,650 0.250% 

VA Woodrow Wilson Bridge 40,000 692,750 

043340083M 300PT 
Produced On: 11/29/2004 53,000 0.250% 

VA Woodrow Wilson Bridge 40,000 692,750 

042820164M 300PT 
Produced On: 10/8/2004 184,950 0.250% 
MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

VA Woodrow Wilson Bridge 39,400 692,750 

042720015M 300PT 
Produced On: 9/28/2004 198,100 0.250% 
MN Wakota Bridge, Interstate 494 66,000 649,050 Confirmed 3(6) 0.021% 0.028% 0.032% 

VA Woodrow Wilson Bridge 600 692,750 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 210 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Virginia (VA) 
Project or Customer State 

041680035M 
Produced On: 6/16/2004 

300PT 

VA Woodrow Wilson Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

103,500 

32,650 692,750 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

041660089M 
Produced On: 6/14/2004 

300PT 

MN Wakota Bridge, Interstate 494 

VA Woodrow Wilson Bridge 

115,000 

36,700 

7,350 

649,050 

692,750 

Confirmed 4(6) 0.046% 0.047% 0.049% 

0.250% 

032830021M 
Produced On: 10/10/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

VA Woodrow Wilson Bridge 

172,400 

90,400 

32,000 

3,379,550 

692,750 

Confirmed 5(11) 0.037% 0.067% 0.096% 

0.250% 

021070031M 
Produced On: 4/17/2002 

Cable Grout 
136,200 0.250% 

VA Vietnam Veterans Memorial 
Bridge, I‐895 

020740062M 
Produced On: 3/15/2002 

Cable Grout 

136,200 

103,300 

440,000 

0.250% 
VA Vietnam Veterans Memorial 1,600 440,000 

Bridge, I‐895 

020720083M 
Produced On: 3/13/2002 

Cable Grout 
14,450 0.250% 

VA Vietnam Veterans Memorial 9,650 440,000 
Bridge, I‐895 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 211 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
 

     
 

 
 

     
 

 
 

     
 

 
 

     
 

 
 

     
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Virginia (VA) 
Project or Customer State 

020500074M 
Produced On: 2/19/2002 

Cable Grout 

VA Vietnam Veterans Memorial 
Bridge, I‐895 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

53,050 

12,550 440,000 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

020090019M 
Produced On: 1/9/2002 

Cable Grout 

VA Vietnam Veterans Memorial 
Bridge, I‐895 

95,300 

67,650 440,000 

0.250% 

013300037M 
Produced On: 11/26/2001 

Cable Grout 
162,000 0.250% 

VA Vietnam Veterans Memorial 
Bridge, I‐895 

013300036M 
Produced On: 11/26/2001 

Cable Grout 

118,500 

74,150 

440,000 

0.250% 
VA Vietnam Veterans Memorial 74,150 440,000 

Bridge, I‐895 

013200022M 
Produced On: 11/16/2001 

Cable Grout 
22,700 0.250% 

VA Vietnam Veterans Memorial 19,700 440,000 
Bridge, I‐895 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 212 of 228 pages 



                 

         
     
  

   
   

 
   
   

 

   

   

 
     

 
     

 
   
     

 
     

 
     

 
     

 
     

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Washington (WA) Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092740033M 
Produced On: 10/1/2009 

300PT 
42,550 Retain 7(7) 0.047% 0.056% 0.070% 0.070% 

WA Atlas Supply Inc. (Distributor) 4,000 53,450 

090910001M 
Produced On: 4/1/2009 

300PT 
61,700 Retain 6(6) 0.048% 0.077% 0.094% 0.094% 

WA Atlas Supply Inc. (Distributor) 10,400 53,450 

082600023M 
Produced On: 9/16/2008 

300PT 
74,950 0.480% 

FL SR‐50 over SR‐436 2,000 18,000 Probable 3(6) 0.195% 0.233% 0.266% 

WA Atlas Supply Inc. (Distributor) 4,000 53,450 

082320050M 
Produced On: 8/19/2008 

300PT 
89,150 0.480% 

WA Atlas Supply Inc. (Distributor) 12,800 53,450 

081260061M 
Produced On: 5/5/2008 

300PT 
66,800 0.480% 

WA Atlas Supply Inc. (Distributor) 200 53,450 

073050002M 
Produced On: 11/1/2007 

300PT 
53,650 0.430% 

WA Atlas Supply Inc. (Distributor) 3,800 53,450 

070640051M 
Produced On: 3/5/2007 

300PT 
111,400 0.430% 

WA Atlas Supply Inc. (Distributor) 8,000 53,450 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 213 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Washington (WA) 
Project or Customer State 

070290004M 
Produced On: 1/29/2007 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

WA Atlas Supply Inc. (Distributor) 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

91,750 

1,400 3,379,550 

6,000 53,450 

Distributor 
Shipment Index 

See Appendix Certainty 

# of 
Samples 
(Tests) 

Sample 

Confirmed 4(15) 

Min Avg Max 
by Cement Weight 

Percent Cl A 
‐

0.069% 0.074% 0.084% 

Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

070260015M 
Produced On: 1/26/2007 

300PT 

WA Atlas Supply Inc. (Distributor) 

124,000 

4,000 53,450 

0.430% 

030370072M 
Produced On: 2/6/2003 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

WA Atlas Supply Inc. (Distributor) 

85,700 

40,000 

250 

3,379,550 

53,450 

Confirmed 3(9) 0.081% 0.086% 0.090% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 214 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

West Virginia (WV) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

091400088M 300PT 
Produced On: 5/20/2009 105,350	 Retain 10(10) 0.042% 0.174% 0.284% 0.284% 
WV	 Brayman Construction 16,000 28,000 

(Customer) 

091190033M 300PT 
Produced On: 4/29/2009 44,900	 Retain 4(4) 0.042% 0.053% 0.069% 0.069% 

FL SR‐50 over SR‐436 10,000 18,000 Confirmed 2(4) 0.044% 0.048% 0.050%
 

WV Brayman Construction 2,000 28,000
 
(Customer)
 

082320050M 300PT 
Produced On: 8/19/2008 89,150	 0.480% 
WV 16th Street Overpass, 8,000 8,000 

Huntington 

WV Carr Concrete Corp. W.V. 24,000 36,000 
(Customer) 

WV Pomeroy‐Mason Bridge 12,500 107,500 

082200094M 300PT 
Produced On: 8/7/2008 155,800	 0.480% 
MN	 I‐35W Bridge 126,000 2,105,750 Confirmed 1(2) 0.315% 0.327% 0.339% 

WV Brayman Construction 6,150 28,000 
(Customer) 

WV Carr Concrete Corp. W.V. 12,000 36,000 
(Customer) 

081360030M 300PT 
Produced On: 5/15/2008 41,800	 0.480% 
WV	 Pomeroy‐Mason Bridge 12,300 107,500 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 215 of 228 pages 

http:T5140.33


                 

           
     
  

   
   ‐

 
   
   

 

   

   

‐

 

 
 

 
 

 
 

 
 

 
   

 

 
 

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

West Virginia (WV) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

081360030M 300PT 
Produced On: 5/15/2008 41,800 0.480% 

081260061M 300PT 
Produced On: 5/5/2008 66,800 0.480% 
WV Pomeroy‐Mason Bridge 200 107,500 

080870044M 300PT 
Produced On: 3/27/2008 24,500 0.480% 
WV Pomeroy‐Mason Bridge 6,000 107,500 

080870017M 300PT 
Produced On: 3/27/2008 63,750 0.480% 
WV Pomeroy‐Mason Bridge 8,200 107,500 

080720012M 300PT 
Produced On: 3/12/2008 9,550 0.480% 
WV Pomeroy‐Mason Bridge 800 107,500 

073050002M 300PT 
Produced On: 11/1/2007 53,650 0.430% 
WV Brayman Construction 3,850 28,000 

(Customer) 

WV Pomeroy‐Mason Bridge 2,000 107,500 

073040019M 300PT 
Produced On: 10/31/2007 47,150 0.430% 
WV Pomeroy‐Mason Bridge 12,000 107,500 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 216 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

West Virginia (WV) 
Project or Customer State 

072610004M 
Produced On: 9/18/2007 

300PT 

WV Pomeroy‐Mason Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

96,950 

1,000 107,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.430% 

072420170M 
Produced On: 8/30/2007 

300PT 

NC Washington Bypass Bridge 

WV Pomeroy‐Mason Bridge 

105,250 

2,000 

20,000 

2,000 

107,500 

Confirmed 3(3) 0.034% 0.035% 0.035% 

0.430% 

062340166M 
Produced On: 8/22/2006 

300PT 

WV Pomeroy‐Mason Bridge 

132,750 

10,000 107,500 

0.250% 

061560118M 
Produced On: 6/5/2006 

300PT 

LA Cameron LNG Tanks 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

WV Blennerhassett Bridge 

178,250 

40,000 

79,450 

14,000 

244,000 

3,379,550 

54,000 

Probable 
Group 

Confirmed 

12(24) 

7(19) 

0.062% 

0.024% 

0.127% 

0.095% 

0.203% 

0.156% 

0.203% 

060370023M 
Produced On: 2/6/2006 

300PT 
150,450 0.250% 

WV Blennerhassett Bridge 20,000 54,000 

052560024M 
Produced On: 9/13/2005 

300PT 
82,250 0.250% 

WV Wolford Contractors Supply 2,000 2,000 
(Customer) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 217 of 228 pages 



                 

           
     
  

   
   

 
   
   

 

   

   

 
 

 
   
     
     

 

 
 

         

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

West Virginia (WV) 
Project or Customer State 

051580121M 
Produced On: 6/7/2005 

300PT 

WV Pomeroy‐Mason Bridge 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

220,400 

22,000 107,500 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051240036M 
Produced On: 5/4/2005 

300PT 
123,050 0.250% 

ND Four Bears Bridge 48,000 1,280,000 Confirmed 1(1) 0.015% 0.015% 0.015% 

OH Maumee River Crossing, 68,000 3,379,550 Confirmed 4(7) 0.034% 0.047% 0.060% 

Veterans Glass City Skyway 

WV Pomeroy‐Mason Bridge 500 107,500 

031600005M 
Produced On: 6/9/2003 

Cable Grout 
98,050 0.250% 

WV George L Wilson & Company 13,000 13,000 
(Distributor) 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 218 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Wisconsin (WI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

092730027M 300PT 
Produced On: 9/30/2009 64,100 Retain 3(3) 0.092% 0.101% 0.116% 0.116% 

WI Glenrock Company (Distributor) 500 3,700 

080870044M 
Produced On: 3/27/2008 

300PT 

WI Discovery Grouting 

WI Discovery Grouting 

WI Discovery Grouting 

24,500 

50 

50 

50 

3,300 

3,300 

3,300 

120 

119 

118 

0.480% 

080720012M 
Produced On: 3/12/2008 

300PT 

WI Discovery Grouting 

WI Discovery Grouting 

WI Discovery Grouting 

9,550 

100 

100 

100 

3,300 

3,300 

3,300 

118 

119 

120 

0.480% 

080710023M 
Produced On: 3/11/2008 

300PT 

WI Discovery Grouting 

WI Discovery Grouting 

WI Discovery Grouting 

36,500 

250 

300 

200 

3,300 

3,300 

3,300 

120 

118 

119 

0.480% 

073040019M 
Produced On: 10/31/2007 

300PT 

WI Discovery Grouting 

WI Discovery Grouting 

WI Discovery Grouting 

47,150 

50 

50 

50 

3,300 

3,300 

3,300 

118 

120 

119 

0.430% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 219 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Wisconsin (WI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

072770149M 300PT 
Produced On: 10/4/2007 56,000 0.430% 

WI Discovery Grouting 50 3,300 118 

WI Discovery Grouting 50 3,300 119 

WI Discovery Grouting 50 3,300 120 

072610004M 300PT 
Produced On: 9/18/2007 96,950 0.430% 

WI Discovery Grouting 50 3,300 119 

WI Discovery Grouting 50 3,300 120 

WI Discovery Grouting 50 3,300 118 

070880026M 300PT 
Produced On: 3/29/2007 135,400 0.430% 

WI Holmen Reservoir No. 4 2,200 8,100 52 

062840290M 300PT 
Produced On: 10/11/2006 88,150 0.250% 
OH Maumee River Crossing, 52,000 3,379,550 Confirmed 3(11) 0.096% 0.122% 0.159%
 

Veterans Glass City Skyway
 

WI Chase Bank 450 4,000 44
 

062840289M 300PT 
Produced On: 10/11/2006 113,650 0.250% 

WI Chase Bank 3,500 4,000 44 

061930169M 300PT 
Produced On: 7/12/2006 112,050 0.250% 
OH Maumee River Crossing, 32,050 3,379,550 Confirmed 4(8) 0.086% 0.142% 0.179% 

Veterans Glass City Skyway 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 220 of 228 pages 

http:T5140.33


                 

         
     
  

   
   

 
   
   

 

   

   

 
 
     
 
 

 
   
 

 
   
 

 
     

 
     
     
   
 

       

                                     

                           

        

 
         

Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Wisconsin (WI) 
Project or Customer State 

061930169M 
Produced On: 7/12/2006 

300PT 

WI Chase Bank 

WI Holmen Reservoir No. 4 

WI Marquette Interchange 

WI Marquette Interchange 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

112,050 

50 4,000 

5,900 8,100 

6,000 15,150 

1,250 15,150 

Distributor 
Shipment Index 

See Appendix 

44 

40 

35 

41 

Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

052870033M 
Produced On: 10/14/2005 

300PT 

WI Lakeshore State Park 

WI Marquette Interchange 

77,000 

100 

300 

2,000 

15,150 

25 

31 

0.250% 

052870031M 
Produced On: 10/14/2005 

300PT 

WI Lakeshore State Park 

WI Marquette Interchange 

104,150 

200 

7,500 

2,000 

15,150 

25 

31 

0.250% 

052370129M 
Produced On: 8/25/2005 

300PT 

WI Zenith Tech, Inc. (Customer) 

132,200 

3,000 3,000 

0.250% 

051860165M 
Produced On: 7/5/2005 

300PT 

OH Maumee River Crossing, 
Veterans Glass City Skyway 

WI Lakeshore State Park 

WI Marquette Interchange 

146,200 

40,000 

1,700 

100 

3,379,550 

2,000 

15,150 

25 

31 

Confirmed 4(9) 0.044% 0.048% 0.054% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 221 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Wisconsin (WI) Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

051580126M 300PT 
Produced On: 6/7/2005 203,900 0.250% 

WI Door Creek Bridge 3,000 3,000 

051220004M 300PT 
Produced On: 5/2/2005 167,400 0.250% 
ND Four Bears Bridge 40,000 1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

WI Marsupial Bridge 2,000 10,700 

050830120M 300PT 
Produced On: 3/24/2005 115,100 0.250% 

FL SR‐9A over UNF Drive 32,000 32,000 Confirmed 3(6) 0.039% 0.055% 0.082% 

WI Marsupial Bridge 8,700 10,700 

050630020M 300PT 
Produced On: 3/4/2005 169,250 0.250% 
ND Four Bears Bridge 50,600 1,280,000 Confirmed 2(2) 0.019% 0.019% 0.019% 

OH Maumee River Crossing, 49,550 3,379,550 Confirmed 3(6) 0.055% 0.060% 0.062%
 

Veterans Glass City Skyway
 

WI Brady Street Pedestrian Bridge 500 7,100
 

043060002M 300PT 
Produced On: 11/1/2004 133,300 0.250% 

WI Brady Street Pedestrian Bridge 4,000 7,100 

042820164M 300PT 
Produced On: 10/8/2004 184,950 0.250% 
MN Wakota Bridge, Interstate 494 80,000 649,050 Confirmed 3(6) 0.033% 0.034% 0.035% 

WI Brady Street Pedestrian Bridge 1,600 7,100 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 222 of 228 pages 
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Marion Grout Catalog by State (Living Document) 
Wisconsin (WI) 

Certainty 
Lot 
Total 

Project or 
Customer 

Total 

Distributor 
Shipment Index Sample 

See Appendix 

Pounds Marion Grout 

Project or Customer State 

042720015M 
Produced On: 9/28/2004 

300PT 
198,100 

66,000MN Wakota Bridge, Interstate 494 649,050 Confirmed 

850WI Brady Street Pedestrian Bridge 7,100 1 

# of 
Samples 
(Tests) 

3(6) 

Current as of 10/24/2013 

Min Avg Max 

Suggested Cl 
Value for TA# 

T5140.33 Analysis
by Cement Weight 

Percent Cl A 
‐

A 
‐

0.250% 
0.021% 0.028% 0.032% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 223 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

International Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071620001M 300PT * 
Produced On: 6/11/2007 130,700	 0.060% 

FL Broward County, North New 10,700 16,900 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

FL Broward County, North New 650 16,900 80 Probable 10(20) 0.023% 0.041% 0.060%
 

River Bridges
 

Panama ACP 4,700 12,000 81
 

071580034M 300PT 
Produced On: 6/7/2007 48,850	 0.430% 

Panama ACP	 3,850 12,000 81 

071340023M 300PT 
Produced On: 5/14/2007 118,000	 0.430% 

Panama ACP	 1,300 12,000 81 

071130006M 300PT 
Produced On: 4/23/2007 82,750	 0.319% 

IL	 I‐355 Bridge 38,000 478,000 Confirmed 5(11) 0.168% 0.253% 0.319%
 

Panama ACP 400 12,000 81
 

071080002M 300PT 
Produced On: 4/18/2007 93,350	 0.430% 

IL	 I‐355 Bridge 42,000 478,000 Confirmed 2(6) 0.139% 0.167% 0.206%
 

Panama ACP 150 12,000 81
 

071080001M 300PT 
Produced On: 4/18/2007 131,200	 0.430% 

IL I‐355 Bridge 40,000 478,000 Confirmed 5(10) 0.158% 0.167% 0.184% 

Panama ACP 200 12,000 81 

Notes:	 Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 224 of 228 pages 
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Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

International Project or Distributor # of Percent Cl A Suggested Cl A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

071080001M 300PT 
Produced On: 4/18/2007 131,200 0.430% 

070920007M 300PT 
Produced On: 4/2/2007 151,450 0.430% 

Panama ACP 900 12,000 81 

070880026M 300PT 
Produced On: 3/29/2007 135,400 0.430% 

Panama ACP 500 12,000 81 

061720128M 300PT 
Produced On: 6/21/2006 107,900 0.203% 

LA Cameron LNG Tanks 68,000 244,000 Probable 12(24) 0.039% 0.100% 0.180%
 
Group
 

Brock‐White Co. (Distributor) 1,000 48,500 

051860165M 300PT 
Produced On: 7/5/2005 146,200 0.250% 

Shipped to another Sika Facility 28,000 440,650
 

OH Maumee River Crossing, 40,000 3,379,550 Confirmed 4(9) 0.044% 0.048% 0.054%
 

Veterans Glass City Skyway
 

051740186M 300PT 
Produced On: 6/23/2005 169,550 0.250% 

Specialty Construction Products 550 550
 
LTD (Customer)
 

051580126M 300PT 
Produced On: 6/7/2005 203,900 0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 225 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

International 
Project or Customer State 

051580126M 
Produced On: 6/7/2005 

300PT 

Shipped to another Sika Facility 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

203,900 

2,000 440,650 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

051580121M 
Produced On: 6/7/2005 

300PT 

Shipped to another Sika Facility 

220,400 

100 440,650 

0.250% 

051220004M 
Produced On: 5/2/2005 

300PT 

Gateway Construction & 
Engineering (Customer) 

ND Four Bears Bridge 

167,400 

200 

40,000 

200 

1,280,000 Confirmed 2(2) 0.013% 0.013% 0.013% 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 226 of 228 pages 



                 

       
     
  

   
   

 
   
   

 

   

   

 
   

 
 

   

 

 

 

 
 

 
 

       

                                     

                           

        

 
         

Current as of 10/24/2013 Marion Grout Catalog by State (Living Document) 
Pounds Marion Grout 

Unknown Project or Distributor # of Percent Cl ‐ A Suggested Cl ‐ A 

Lot Customer Shipment Index Sample Samples by Cement Weight Value for TA# 
State Project or Customer Total Total See Appendix Certainty (Tests) Min Avg Max T5140.33 Analysis 

3000015078 
Produced On: 3/19/2010 

300PT 
272,300 Retain 14(14) 0.088% 0.107% 0.171% 0.171% 

ZZ Hardwire LLC (Customer) 150 150 

093000001M 
Produced On: 10/27/2009 

300PT 
145,750 Retain 10(10) 0.013% 0.072% 0.092% 0.107% 

PA Mon‐Fayette Bridge 41,550 44,000 Confirmed 12(41) 0.060% 0.080% 0.107% 

ZZ Ram Tool ‐ Training Material 100 100 

022750033M 
Produced On: 10/2/2002 

300PT 
4,400 0.250% 

ZZ Unknown 400 16,700 

022540046M 
Produced On: 9/11/2002 

300PT 
2,250 0.250% 

ZZ Unknown 2,200 16,700 

022110028M 
Produced On: 7/30/2002 

300PT 
2,200 0.250% 

ZZ Unknown 200 16,700 

021570016M 
Produced On: 6/6/2002 

Cable Grout 
92,950 0.250% 

ZZ Unknown 4,100 16,700 

020720083M 
Produced On: 3/13/2002 

Cable Grout 
14,450 0.250% 

ZZ Unknown 3,650 16,700 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 227 of 228 pages 
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Marion Grout Catalog by State (Living Document) Current as of 10/24/2013 

Unknown 
Project or Customer State 

020090019M 
Produced On: 1/9/2002 

Cable Grout 

ZZ Unknown 

Lot 
Total 

Project or 
Customer 

Total 

Pounds Marion Grout 

95,300 

400 16,700 

Distributor 
Shipment Index 

See Appendix Certainty 
Sample 

# of 
Samples 
(Tests) Min Avg Max 

by Cement Weight 
Percent Cl A 

‐ Suggested Cl 
Value for TA# 

T5140.33 Analysis 

A 
‐

0.250% 

013300037M 
Produced On: 11/26/2001 

Cable Grout 

ZZ Unknown 

162,000 

2,000 16,700 

0.250% 

013170053M 
Produced On: 11/13/2001 

Cable Grout 

ZZ Unknown 

34,950 

500 16,700 

0.250% 

012280038M 
Produced On: 8/16/2001 

Cable Grout 

ZZ Unknown 

13,300 

3,250 16,700 

0.250% 

Notes: Please consult the Interpretation Guide at the beginning of this document for important information required to fully understand this report Last Chloride Test Update: 9/19/2013 

* Consult SGH for additional Information 
Chloride Data for Lot from: Sika Retain Field Sample Sika Retain + Field Sample Maumee Retain Maumee Retain + Field Sample Page 228 of 228 pages 



   

      
     

 

 

 

                 

 

     

 

     

 

   

 

   

 

   

 

   

 

         

 

         

             

Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

139 ST285338 7/6/2010 Milford Street Bridge Maine 

092740033M 2,400 100.0% 

Shipment Total 2,400 100% 

138 ST283916 6/11/2010 US 231 

092740033M 1,000 100.0% 

Shipment Total 1,000 100% 

137 ST280739 4/14/2010 MI Pier Cap Strengthening, Installed by C.A. Hull Co. Inc. 

092740033M 50 100.0% 

Shipment Total 50 100% 

136 ST277072 1/25/2010 Fairbanks Morse Transfer Beam 

092740033M 1,150 100.0% 

Shipment Total 1,150 100% 

135 ST275764 12/22/2009 FM 1472 (Webb Co.) 

092740033M 1,000 100.0% 

Shipment Total 1,000 100% 

134 ST275619 12/17/2009 Pier Rehab Whitneyville 

092740033M 400 100.0% 

Shipment Total 400 100% 

133 ST274984 12/4/2009 Island Drive Bridge 

092080039M 

Shipment Total 

1,750 

1,750 

100.0% 

100% 

132 ST274257 11/17/2009 Colorado Brazos Grouting 

092080039M 

Shipment Total 

4,100 

4,100 

100.0% 

100% 

131 ST273611 11/4/2009 Minneapolis Airport Building 

092080039M 

Shipment Total 

1,000 

1,000 

100.0% 

100% 

130 ST273182 10/23/2009 IH‐37, Nueces Co., Corpus Christi, TX 

092080039M 

Shipment Total 

14,700 

14,700 

100.0% 

100% 

129 ST273110 10/23/2009 1440 North Lake Shore Drive Repair 

Current as of 10/24/2013 Page A1 of 25 pages 



   

      
         

 

     

 

 

 

             

 

     

 

   

 

       

 

       

             

Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

129 ST273110 10/23/2009 1440 North Lake Shore Drive Repair 

092080039M 100 100.0% 

Shipment Total 100 100% 

128 ST271057 9/16/2009 Grouted Tie Rods, NYC 

092080039M 1,450 100.0% 

Shipment Total 1,450 100% 

127 ST270577 9/8/2009 US 83 

092080039M 4,300 100.0% 

Shipment Total 4,300 100% 

126 ST269960 8/25/2009 MI DOT Pier Caps, Installed by Davis Construction 

092080039M 4,000 100.0% 

Shipment Total 4,000 100% 

125 ST269260 8/13/2009 Milo‐Passadumkeag Bridge Pier Reinforcement 

092080039M 50 100.0% 

Shipment Total 50 100% 

124 ST268923 8/6/2009 Press Foundation Modification 

092080039M 2,000 100.0% 

Shipment Total 2,000 100% 

123 ST268152 7/24/2009 IH‐30 President George Bush Turnpike 

072610004M 50 1.2% 

072770149M 50 1.2% 

073040019M 50 1.2% 

080710023M 1,000 23.3% 

080720012M 400 9.3% 

080870044M 150 3.5% 

A0728081R 1,300 30.2% 

A0811081Z 1,300 30.2% 

Shipment Total 4,300 100% 

122 ST267289 7/10/2009 IH‐30 President George Bush Turnpike 

072770149M 50 20.0% 

073040019M 50 20.0% 

080710023M 50 20.0% 

080720012M 50 20.0% 

080870044M 50 20.0% 

Current as of 10/24/2013 Page A2 of 25 pages 



   

      
       

 

     

 

 

 

 

 

 

             

Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

122 ST267289 7/10/2009 IH‐30 President George Bush Turnpike 

Shipment Total 

121 ST267113 UT Student Activity Center 7/8/2009 

250 100% 

072610004M 50 2.5% 

072770149M 50 2.5% 

073040019M 50 2.5% 

080710023M 500 25.0% 

080720012M 200 10.0% 

080870044M 50 2.5% 

A0728081R 550 27.5% 

A0811081Z 550 27.5% 

Shipment Total 2,000 100% 

120 ST265940 6/17/2009 Discovery Grouting 

072610004M 50 5.0% 

072770149M 50 5.0% 

073040019M 50 5.0% 

080710023M 250 25.0% 

080720012M 100 10.0% 

080870044M 50 5.0% 

A0728081R 200 20.0% 

A0811081Z 250 25.0% 

Shipment Total 1,000 100% 

119 ST265626 6/11/2009 Discovery Grouting 

072610004M 50 5.6% 

072770149M 50 5.6% 

073040019M 50 5.6% 

080710023M 200 22.2% 

080720012M 100 11.1% 

080870044M 50 5.6% 

A0728081R 200 22.2% 

A0811081Z 200 22.2% 

Shipment Total 900 100% 

118 ST264700 Discovery Grouting 5/27/2009 

072610004M 

072770149M 

073040019M 

080710023M 

080720012M 

50 

50 

50 

300 

100 

3.6% 

3.6% 

3.6% 

21.4% 

7.1% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

118 ST264700 5/27/2009 Discovery Grouting 

080870044M 50 3.6% 

A0728081R 400 28.6% 

A0811081Z 400 28.6% 

Shipment Total 1,400 100% 

117 ST263034 4/29/2009 215 W Washington / Eisenhower Drive Ext INDOT 

072610004M 50 2.1% 

072770149M 50 2.1% 

073040019M 50 2.1% 

080710023M 550 22.9% 

080720012M 200 8.3% 

080870044M 100 4.2% 

A0728081R 700 29.2% 

A0811081Z 700 29.2% 

Shipment Total 2,400 100% 

116 ST260914 3/24/2009 Broward County Vacuum Grouting Repair 

072610004M 50 2.5% 

072770149M 50 2.5% 

073040019M 50 2.5% 

080710023M 500 25.0% 

080720012M 200 10.0% 

080870044M 50 2.5% 

A0728081R 550 27.5% 

A0811081Z 550 27.5% 

Shipment Total 2,000 100% 

115 ST260176 3/12/2009 IL Tollway 5447 

072610004M 

072770149M 

073040019M 

080710023M 

080720012M 

080870044M 

A0728081R 

A0811081Z 

Shipment Total 

50 

50 

50 

1,150 

450 

200 

1,400 

1,400 

4,750 

1.1% 

1.1% 

1.1% 

24.2% 

9.5% 

4.2% 

29.5% 

29.5% 

100% 

114 ST259306 2/27/2009 FM 1472 (Webb Co.) 

072610004M 

072770149M 

50 

50 

3.3% 

3.3% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

114 ST259306 2/27/2009 FM 1472 (Webb Co.) 

073040019M 50 3.3% 

080710023M 350 23.3% 

080720012M 150 10.0% 

080870044M 50 3.3% 

A0728081R 400 26.7% 

A0811081Z 400 26.7% 

Shipment Total 1,500 100% 

113 ST259191 2/26/2009 Soco Alabama Power 

112 ST256465 1/14/2009
 

072610004M 50 0.8% 

072770149M 50 0.8% 

073040019M 50 0.8% 

080710023M 1,500 25.0% 

080720012M 750 12.5% 

080870044M 200 3.3% 

A0728081R 1,700 28.3% 

A0811081Z 1,700 28.3% 

Shipment Total 6,000 100% 

I‐520 Fly Over Bridge‐Over I‐20 

072610004M 50 1.7% 

072770149M 50 1.7% 

073040019M 50 1.7% 

080710023M 700 23.3% 

080720012M 250 8.3% 

080870044M 100 3.3% 

A0728081R 900 30.0% 

A0811081Z 900 30.0% 

Shipment Total 3,000 100% 

111 ST254419 Bridge #20‐ SR1124 12/4/2008 

072610004M 

072770149M 

073040019M 

080710023M 

080720012M 

080870044M 

A0728081R 

A0811081Z 

Shipment Total 

50 

50 

50 

300 

100 

50 

400 

400 

1,400 

3.6% 

3.6% 

3.6% 

21.4% 

7.1% 

3.6% 

28.6% 

28.6% 

100% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

110 ST254408 12/4/2008 Nascar Hall of Fame‐36mm bars 

072610004M 50 16.7% 

072770149M 50 16.7% 

073040019M 50 16.7% 

080710023M 50 16.7% 

080720012M 50 16.7% 

080870044M 50 16.7% 

Shipment Total 300 100% 

109 ST254049 11/26/2008 Milo‐Passadumkeag Bridge Pier Reinforcement 

072610004M 50 12.5% 

072770149M 50 12.5% 

073040019M 50 12.5% 

080710023M 100 25.0% 

080720012M 50 12.5% 

080870044M 50 12.5% 

A0728081R 50 12.5% 

Shipment Total 400 100% 

108 ST253610 11/21/2008 Bowie Co. IH 30 

072610004M 50 0.5% 

072770149M 50 0.5% 

073040019M 50 0.5% 

080710023M 2,500 25.0% 

080720012M 1,000 10.0% 

080870044M 350 3.5% 

A0728081R 3,000 30.0% 

A0811081Z 3,000 30.0% 

Shipment Total 10,000 100% 

107 ST252878 11/12/2008 McCain Mills Bridge Pier Reinforcement 

080710023M 50 25.0% 

080720012M 50 25.0% 

080870044M 50 25.0% 

A0728081R 50 25.0% 

Shipment Total 200 100% 

106 ST252526 11/7/2008 MI DOT Pier Caps, Installed by Davis Construction 

072610004M 50 0.8% 

072770149M 50 0.8% 

073040019M 50 0.8% 

080710023M 1,500 25.0% 
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Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

106 ST252526 11/7/2008 MI DOT Pier Caps, Installed by Davis Construction 

080720012M 800 13.3% 

080870044M 150 2.5% 

A0728081R 1,700 28.3% 

A0811081Z 1,700 28.3% 

Shipment Total 6,000 100% 

105 ST248592 9/24/2008 Broward County Vacuum Grouting Repair 

072610004M 50 6.7% 

072770149M 50 6.7% 

073040019M 50 6.7% 

080710023M 200 26.7% 

080720012M 50 6.7% 

080870044M 50 6.7% 

A0728081R 150 20.0% 

A0811081Z 150 20.0% 

Shipment Total 750 100% 

104 ST248438 9/23/2008 ODOT 088017 Perry Cty 

072610004M 50 0.5% 

072770149M 50 0.5% 

073040019M 50 0.5% 

080710023M 2,200 23.3% 

080720012M 850 9.0% 

080870044M 250 2.6% 

A0728081R 3,000 31.7% 

A0811081Z 3,000 31.7% 

Shipment Total 9,450 100% 

103 ST247726 9/16/2008 IL Tollway 5447 

072610004M 50 0.6% 

072770149M 50 0.6% 

073040019M 50 0.6% 

080710023M 3,000 37.5% 

080720012M 1,750 21.9% 

080870044M 100 1.3% 

A0728081R 1,500 18.8% 

A0811081Z 1,500 18.8% 

Shipment Total 8,000 100% 

102 ST247167 9/9/2008 Samples for FHWA 

072610004M 50 25.0% 

Current as of 10/24/2013 Page A7 of 25 pages 



   

      
   

 

   

 

       

 

             

 

   

 

   

             

Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

102 ST247167 9/9/2008 Samples for FHWA 

080710023M 50 25.0% 

080720012M 50 25.0% 

080870044M 50 25.0% 

Shipment Total 200 100% 

101 ST246367 8/29/2008 GT (Geotechnical Application) 

072610004M 50 5.6% 

072770149M 50 5.6% 

073040019M 50 5.6% 

080710023M 200 22.2% 

080720012M 100 11.1% 

080870044M 50 5.6% 

A0728081R 200 22.2% 

200A0811081Z 

Shipment Total 900 

22.2% 

100% 

100 ST246348 McCain Mills Bridge Pier Reinforcement 8/29/2008 

50072610004M 

50080710023M 

50080720012M 

50080870044M 

Shipment Total 200 

25.0% 

25.0% 

25.0% 

25.0% 

100% 

99 ST243787 MI DOT Pier Caps, Installed by Davis Construction 8/5/2008 

4,150080710023M 

1,100080720012M 

250080870044M 

Shipment Total 5,500 

75.5% 

20.0% 

4.5% 

100% 

98 ST240650 Soco Alabama Power 11/12/2008 

50072610004M 

50072770149M 

50073040019M 

1,500080710023M 

800080720012M 

150080870044M 

1,700A0728081R 

1,700A0811081Z 

Shipment Total 6,000 

0.8% 

0.8% 

0.8% 

25.0% 

13.3% 

2.5% 

28.3% 

28.3% 

100% 

97 ST237810 
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Kishwaukee River Bridge 6/9/2008 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

97 ST237810 6/9/2008 Kishwaukee River Bridge 

080710023M 3,750 75.0% 

080720012M 1,000 20.0% 

080870044M 250 5.0% 

Shipment Total 5,000 100% 

96 ST237557 6/5/2008 Bay Street Bridge Over Hogans Creek 

080710023M 1,850 74.0% 

080720012M 500 20.0% 

080870044M 150 6.0% 

Shipment Total 2,500 100% 

95 ST233899 5/5/2008 100 11th Avenue 

080710023M 1,500 75.0% 

080720012M 400 20.0% 

080870044M 100 5.0% 

Shipment Total 2,000 100% 

94 ST232727 4/22/2008 Kishwaukee River Bridge 

080710023M 1,500 75.0% 

080720012M 400 20.0% 

080870044M 100 5.0% 

Shipment Total 2,000 100% 

93 ST230336 3/28/2008 Fox River 

072610004M 13,750 55.0% 

072770149M 5,000 20.0% 

073040019M 6,250 25.0% 

Shipment Total 25,000 100% 

92 ST230309 3/27/2008 Kishwaukee River Bridge 

072610004M 2,900 55.2% 

072770149M 1,050 20.0% 

073040019M 1,300 24.8% 

Shipment Total 5,250 100% 

91 ST229298 3/17/2008 Shelby County, Memphis 

072610004M 300 60.0%
 

072770149M 100 20.0%
 

073040019M 100 20.0%
 

Shipment Total 500 100% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

90 ST227142 2/22/2008 Clay County 

072610004M 150 50.0% 

072770149M 50 16.7% 

073040019M 100 33.3% 

Shipment Total 300 100% 

89 ST227050 2/21/2008 Kishwaukee River Bridge 

072610004M 1,750 54.7% 

072770149M 650 20.3% 

073040019M 800 25.0% 

Shipment Total 3,200 100% 

88 ST226909 2/19/2008 S‐127 Pumpstation Project 

072610004M 1,800 54.5%
 

072770149M 650 19.7%
 

073040019M 850 25.8%
 

Shipment Total 3,300 100% 

87 ST225405 2/1/2008 Kishwaukee River Bridge 

072610004M 1,750 54.7%
 

072770149M 650 20.3%
 

073040019M 800 25.0%
 

Shipment Total 3,200 100% 

86 ST224767 1/28/2008 Fairview Apartments Bridge 

072610004M 550 55.0% 

072770149M 200 20.0% 

073040019M 250 25.0% 

Shipment Total 1,000 100% 

85 ST224601 1/25/2008 Indian Creek Bridge 

072610004M 350 50.0%
 

072770149M 150 21.4%
 

073040019M 200 28.6%
 

Shipment Total 700 100% 

84 ST224305 1/23/2008 One Museum Place 

072610004M 550 55.0%
 

072770149M 200 20.0%
 

073040019M 250 25.0%
 

Shipment Total 1,000 100% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

83 ST222885 1/4/2008 IH‐35 @ Loop 410 

070880026M 50 2.0% 

070920007M 200 8.0% 

071080001M 50 2.0% 

071080002M 50 2.0% 

071130006M 100 4.0% 

071340023M 250 10.0% 

071580034M 800 32.0% 

071620001M 1,000 40.0% 

Shipment Total 2,500 100% 

82 ST222576 12/31/2007 Indian Creek Bridge 

070880026M 

070920007M 

071080001M 

071080002M 

071130006M 

071340023M 

071580034M 

071620001M 

Shipment Total 

500 

750 

200 

100 

350 

1,000 

3,200 

3,900 

10,000 

5.0% 

7.5% 

2.0% 

1.0% 

3.5% 

10.0% 

32.0% 

39.0% 

100% 

81 ST221932 12/20/2007 Panama ACP 

070880026M 500 4.2% 

070920007M 900 7.5% 

071080001M 200 1.7% 

071080002M 150 1.3% 

071130006M 400 3.3% 

071340023M 1,300 10.8% 

071580034M 3,850 32.1% 

071620001M 4,700 39.2% 

Shipment Total 12,000 100% 

80 ST221856 12/19/2007 Broward County, North New River Bridges 

070880026M 50 3.1% 

070920007M 100 6.3% 

071080001M 50 3.1% 

071080002M 50 3.1% 

071130006M 50 3.1% 

071340023M 150 9.4% 

071580034M 500 31.3% 

071620001M 650 40.6% 
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Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

80 ST221856 12/19/2007 Broward County, North New River Bridges 

Shipment Total 1,600 100% 

79 ST221844 12/19/2007 Valve Isolation Chamber, Calumet Tarp Pump Station 

070880026M 50 2.5% 

070920007M 150 7.5% 

071080001M 50 2.5% 

071080002M 50 2.5% 

071130006M 50 2.5% 

071340023M 200 10.0% 

071580034M 650 32.5% 

071620001M 800 40.0% 

Shipment Total 2,000 100% 

78 ST221330 Fox River 12/13/2007 

070880026M 200 4.0% 

070920007M 400 8.0% 

071080001M 50 1.0% 

071080002M 50 1.0% 

071130006M 150 3.0% 

071340023M 550 11.0% 

071580034M 1,600 32.0% 

071620001M 2,000 40.0% 

Shipment Total 5,000 100% 

77 ST220732 12/6/2007 Valve Isolation Chamber, Calumet Tarp Pump Station 

070880026M 450 5.0% 

070920007M 650 7.2% 

071080001M 150 1.7% 

071080002M 50 0.6% 

071130006M 300 3.3% 

071340023M 950 10.6% 

071580034M 2,900 32.2% 

071620001M 3,550 39.4% 

Shipment Total 9,000 100% 

76 ST220581 Lojac Safety Cantilever Sign Base 12/5/2007 

070880026M 

070920007M 

071080001M 

071080002M 

071130006M 

50 

150 

50 

50 

50 

2.5% 

7.5% 

2.5% 

2.5% 

2.5% 

Current as of 10/24/2013 Page A12 of 25 pages 



   

      
       

 

   

 

   

 

     

 

 

             

Appendix ‐ Distributor Shipments 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

76 ST220581 12/5/2007 Lojac Safety Cantilever Sign Base 

071340023M 200 10.0% 

071580034M 650 32.5% 

071620001M 800 40.0% 

Shipment Total 2,000 100% 

75 ST219028 5/15/2008 Soco Alabama Power 

080710023M 

080720012M 

080870044M 

Shipment Total 

9,000 

2,400 

600 

12,000 

75.0% 

20.0% 

5.0% 

100% 

74 ST217863 11/7/2007 Indian Creek Bridge 

070880026M 500 5.0% 

070920007M 750 7.5% 

071080001M 150 1.5% 

071080002M 100 1.0% 

071130006M 300 3.0% 

071340023M 1,050 10.5% 

071580034M 3,200 32.0% 

071620001M 3,950 39.5% 

Shipment Total 10,000 100% 

73 ST216722 East Pleasant Hill Rd 10/25/2007 

070880026M 

070920007M 

071080001M 

071080002M 

071130006M 

071340023M 

071580034M 

071620001M 

Shipment Total 

50 

100 

50 

50 

50 

150 

450 

600 

1,500 

3.3% 

6.7% 

3.3% 

3.3% 

3.3% 

10.0% 

30.0% 

40.0% 

100% 

72 ST216098 Fox River 10/19/2007 

070880026M 

070920007M 

071080001M 

071080002M 

071130006M 

071340023M 

071580034M 

50 

50 

50 

50 

50 

50 

200 

6.7% 

6.7% 

6.7% 

6.7% 

6.7% 

6.7% 

26.7% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

72 ST216098 10/19/2007 Fox River 

071620001M 250 33.3% 

Shipment Total 750 100% 

71 ST216065 10/19/2007 Fox River 

070880026M 150 5.0% 

070920007M 200 6.7% 

071080001M 50 1.7% 

071080002M 50 1.7% 

071130006M 100 3.3% 

071340023M 300 10.0% 

071580034M 1,000 33.3% 

071620001M 1,150 38.3% 

Shipment Total 3,000 100% 

70 ST212117 9/14/2007 Valve Isolation Chamber, Calumet Tarp Pump Station 

070880026M 1,200 24.0% 

070920007M 1,300 26.0% 

071080001M 200 4.0% 

071080002M 50 1.0% 

071130006M 250 5.0% 

071340023M 2,000 40.0% 

Shipment Total 5,000 100% 

69 ST211019 9/5/2007 Kishwaukee River Bridge 

070880026M 750 23.4% 

070920007M 800 25.0% 

071080001M 50 1.6% 

071080002M 50 1.6% 

071130006M 50 1.6% 

071340023M 1,500 46.9% 

Shipment Total 3,200 100% 

68 ST210378 8/29/2007 Kishwaukee River Bridge 

070880026M 100 20.0% 

070920007M 100 20.0% 

071080001M 50 10.0% 

071080002M 50 10.0% 

071130006M 50 10.0% 

071340023M 150 30.0% 

Shipment Total 500 100% 
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67 ST210336 8/29/2007 Mason St Bridge, Batavia 

070880026M 0  0.0%  

070920007M 0  0.0%  

071080001M 50 50.0% 

071080002M 0  0.0%  

071130006M 50 50.0% 

071340023M 0  0.0%  

Shipment Total 100 100% 

66 ST209348 8/21/2007 Williamson Cty 

070880026M 150 25.0% 

070920007M 150 25.0% 

071080001M 50 8.3% 

071080002M 50 8.3% 

071130006M 50 8.3% 

071340023M 150 25.0% 

Shipment Total 600 100% 

65 ST209049 8/17/2007 Valve Isolation Chamber, Calumet Tarp Pump Station 

070880026M 500 25.0% 

070920007M 500 25.0% 

071080001M 50 2.5% 

071080002M 50 2.5% 

071130006M 50 2.5% 

071340023M 850 42.5% 

Shipment Total 2,000 100% 

64 ST209020 8/16/2007 ODOT Shelby Cty 

070880026M 400 22.9% 

070920007M 450 25.7% 

071080001M 50 2.9% 

071080002M 50 2.9% 

071130006M 50 2.9% 

071340023M 750 42.9% 

Shipment Total 1,750 100% 

63 ST208860 Fox River 8/15/2007 

070880026M 

070920007M 

071080001M 

071080002M 

071130006M 

6,600 

6,950 

1,000 

50 

1,000 

23.1% 

24.3% 

3.5% 

0.2% 

3.5% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

63 ST208860 8/15/2007 Fox River 

071340023M 13,000 45.5% 

Shipment Total 28,600 100% 

62 ST208357 8/10/2007 Mason St Bridge, Batavia 

070880026M 100 20.0% 

070920007M 100 20.0% 

071080001M 50 10.0% 

071080002M 50 10.0% 

071130006M 50 10.0% 

071340023M 150 30.0% 

Shipment Total 500 100% 

61 ST206367 7/25/2007 Valve Isolation Chamber, Calumet Tarp Pump Station 

070880026M 1,000 25.0% 

070920007M 950 23.8% 

071080001M 100 2.5% 

071080002M 50 1.3% 

071130006M 100 2.5% 

071340023M 1,800 45.0% 

Shipment Total 4,000 100% 

60 ST204411 7/9/2007 SR‐43, Greene Cty 

4,400070880026M 

4,600070920007M 

600071080001M 

100071080002M 

1,000071130006M 

7,600071340023M 

Shipment Total 18,300 

24.0% 

25.1% 

3.3% 

0.5% 

5.5% 

41.5% 

100% 

59 ST204400 MI Pier Cap Strengthening, Installed by C.A. Hull Co. Inc. 7/9/2007 

200070880026M 

250070920007M 

50071080001M 

50071080002M 

50071130006M 

400071340023M 

Shipment Total 1,000 

20.0% 

25.0% 

5.0% 

5.0% 

5.0% 

40.0% 

100% 

58 ST202333 FDOT Tests (DSI Internal testing) 6/19/2007 

250070880026M 22.7% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

58 ST202333 6/19/2007 FDOT Tests (DSI Internal testing) 

070920007M 250 22.7% 

071080001M 50 4.5% 

071080002M 50 4.5% 

071130006M 50 4.5% 

071340023M 450 40.9% 

Shipment Total 1,100 100% 

57 ST202011 6/15/2007 New Haven 

070880026M 150 18.8% 

070920007M 200 25.0% 

071080001M 50 6.3% 

071080002M 50 6.3% 

071130006M 50 6.3% 

071340023M 300 37.5% 

Shipment Total 800 100% 

56 ST198307 I‐40 MS River Relief 5/14/2007 

3,000070880026M 

3,100070920007M 

500071080001M 

100071080002M 

Shipment Total 6,700 

44.8% 

46.3% 

7.5% 

1.5% 

100% 

55 ST198250 I‐70 Indianapolis 5/14/2007 

7,750070880026M 

8,250070920007M 

1,300071080001M 

200071080002M 

Shipment Total 17,500 

44.3% 

47.1% 

7.4% 

1.1% 

100% 

54 ST197174 Libby Dam 5/3/2007 

800 070880026M 

Shipment Total 800 

100.0% 

100% 

53 ST196666 Water Treatment Plant in West Palm Beach FL 4/30/2007 

10,000 070880026M 

Shipment Total 10,000 

100.0% 

100% 

52 ST195294 Holmen Reservoir No. 4 4/18/2007 

2,200 070880026M 100.0% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

52 ST195294 4/18/2007 Holmen Reservoir No. 4 

Shipment Total 2,200 100% 

51 ST192936 4/5/2007 US Highway 90 across Saint Louis Bay 

062840289M 500 2.0% 

063100001M 500 2.0% 

063330096M 500 2.0% 

063420040M 8,950 36.5% 

070290004M 2,000 8.2% 

070640051M 12,050 49.2% 

Shipment Total 24,500 100% 

50 ST189472 2/26/2007 Gougar Rd over I355 Spliced Girder 

062840289M 1,000 6.7% 

063100001M 800 5.3% 

063330096M 1,000 6.7% 

063420040M 12,200 81.3% 

Shipment Total 15,000 100% 

49 ST189413 2/26/2007 Gougar Rd over I355 Spliced Girder 

062840289M 1,000 6.7% 

063100001M 1,000 6.7% 

063330096M 800 5.3% 

063420040M 12,200 81.3% 

Shipment Total 15,000 100% 

48 ST188251 2/14/2007 Atlanta‐Hartsfield Airport 

062840289M 3,000 75.0% 

063100001M 50 1.3% 

063330096M 50 1.3% 

063420040M 900 22.5% 

Shipment Total 4,000 100% 

47 ST186258 1/30/2007 Rte 64 Rehabilitation 

062840289M 500 66.7% 

063100001M 50 6.7% 

063330096M 50 6.7% 

063420040M 150 20.0% 

Shipment Total 750 100% 

46 ST185163 1/19/2007 US Highway 90 across Saint Louis Bay 

062840289M 2,000 80.0%
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Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

46 ST185163 1/19/2007 US Highway 90 across Saint Louis Bay 

063100001M 100 4.0% 

063330096M 100 4.0% 

063420040M 300 12.0% 

Shipment Total 2,500 100% 

45 ST181406 12/18/2006 ODOT Fairfield Cty 

061930169M 

062840289M 

062840290M 

Shipment Total 

50 

1,300 

150 

1,500 

3.3% 

86.7% 

10.0% 

100% 

44 ST179124 11/30/2006 Chase Bank 

061930169M 

062840289M 

062840290M 

Shipment Total 

50 

3,500 

450 

4,000 

1.3% 

87.5% 

11.3% 

100% 

43 ST178621 11/27/2006 Gougar Rd over I355 Spliced Girder 

061930169M 

062840289M 

062840290M 

Shipment Total 

250 

13,000 

1,750 

15,000 

1.7% 

86.7% 

11.7% 

100% 

42 ST178173 11/21/2006 Gougar Rd over I355 Spliced Girder 

061930169M 

062840289M 

062840290M 

Shipment Total 

1,000 

11,150 

1,000 

13,150 

7.6% 

84.8% 

7.6% 

100% 

41 ST176775 11/9/2006 Marquette Interchange 

061930169M 

Shipment Total 

1,250 

1,250 

100.0% 

100% 

40 ST175627 10/30/2006 Holmen Reservoir No. 4 

061930169M 

Shipment Total 

5,900 

5,900 

100.0% 

100% 

39 ST174567 10/23/2006 Freedom Mine Spillway 

061930169M 1,000 100.0% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

39 ST174567 10/23/2006 Freedom Mine Spillway 

Shipment Total 1,000 100% 

38 ST174551 10/23/2006 ODOT Fairfield Cty 

061930169M 7,000 100.0% 

Shipment Total 7,000 100% 

37 ST170009 9/19/2006 Freedom Mine Spillway 

061930169M 600 100.0% 

Shipment Total 600 100% 

36 ST169422 9/13/2006 Iowa PT Pavement Panels 

061930169M 10,000 100.0% 

Shipment Total 10,000 100% 

35 ST169111 8/30/2006 Marquette Interchange 

061930169M 6,000 100.0% 

Shipment Total 6,000 100% 

34 ST167575 11/8/2005 Iowa PT Pavement Panels 

061930169M 2,500 100.0% 

Shipment Total 2,500 100% 

33 ST165001 8/2/2006 Walkway addition Buck Karnes Bridge on U.S. 129 

051860165M 100 0.5% 

052870031M 18,000 82.9% 

052870033M 3,600 16.6% 

Shipment Total 21,700 100% 

32 ST162480 7/12/2006 The Columbian 

051860165M 100 1.6% 

052870031M 3,000 48.0% 

052870033M 3,150 50.4% 

Shipment Total 6,250 100% 

31 ST161821 7/5/2006 Marquette Interchange 

051860165M 100 1.3% 

052870031M 7,500 94.9% 

052870033M 300 3.8% 

Shipment Total 7,900 100% 
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Appendix ‐ Distributor Shipments 
Apportioned Ambiguity 

Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

30 ST160508 6/23/2006 Hunt HQ 

051860165M 700 70.0% 

052870031M 200 20.0% 

052870033M 100 10.0% 

Shipment Total 1,000 100% 

29 ST159022 6/9/2006 UTICA Bonded System 

051860165M 1,800 90.0% 

052870031M 100 5.0% 

052870033M 100 5.0% 

Shipment Total 2,000 100% 

28 ST158903 6/8/2006 MI DOT Pier Caps, Installed by Milbocker & Sons 

051860165M 2,500 89.3%
 

052870031M 150 5.4%
 

052870033M 150 5.4%
 

Shipment Total 2,800 100% 

27 ST158847 6/8/2006 MI DOT Pier Caps, Installed by Milbocker & Sons 

051860165M 1,000 83.3%
 

052870031M 100 8.3%
 

052870033M 100 8.3%
 

Shipment Total 1,200 100% 

26 ST158164 6/1/2006 MI DOT Pier Caps, Installed by Milbocker & Sons 

051860165M 6,500 86.7% 

052870031M 500 6.7% 

052870033M 500 6.7% 

Shipment Total 7,500 100% 

25 ST155649 5/9/2006 Lakeshore State Park 

051860165M 

052870031M 

052870033M 

Shipment Total 

1,700 

200 

100 

2,000 

85.0% 

10.0% 

5.0% 

100% 

24 ST154830 The Columbian 5/4/2006 

051860165M 

052870031M 

052870033M 

Shipment Total 

6,000 

150 

100 

6,250 

96.0% 

2.4% 

1.6% 

100% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

23 ST153266 4/20/2006 ODOT 

051860165M 200 40.0% 

052870031M 250 50.0% 

052870033M 50 10.0% 

Shipment Total 500 100% 

22 ST136543 11/8/2005 Lincoln Legacy One Office, parking, B.C. 

051580126M 

051860165M 

051860165M 

Shipment Total 

50 

200 

1,350 

1,600 

3.1% 

12.5% 

84.4% 

100% 

21 ST135823 11/2/2005 ODOT #194 Miami County 

051580126M 

051860165M 

Shipment Total 

850 

14,150 

15,000 

5.7% 

94.3% 

100% 

20 ST133534 10/13/2005 Main Street Bridge 

051580126M 

051860165M 

Shipment Total 

1,000 

16,000 

17,000 

5.9% 

94.1% 

100% 

19 ST128530 8/29/2005 1‐3/8" Gr150 

051580126M 

051860165M 

Shipment Total 

50 

350 

400 

12.5% 

87.5% 

100% 

18 ST127751 8/22/2005 1‐3/8" Gr150 

051580126M 

051860165M 

Shipment Total 

400 

2,100 

2,500 

16.0% 

84.0% 

100% 

17 ST124747 7/26/2005 McCormick West Expansion Pier Caps 

051580126M 

Unknown 

Shipment Total 

14,500 

1,000 

15,500 

93.5% 

6.5% 

100% 

16 ST123644 7/15/2005 Bridge Replacement SR‐145 over Branch Kraus Creek 

7,800051580126M 

500Unknown 

94.0% 

6.0% 
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Index Doc No Ship Date Project Possible Lot(s) Pounds Grout Weight 

16 ST123644 7/15/2005 Bridge Replacement SR‐145 over Branch Kraus Creek 

Shipment Total 8,300 100% 

15 ST122786 7/7/2005 McCormick West Expansion Pier Caps 

051580126M 15,000 93.8% 

Unknown 1,000 6.3% 

Shipment Total 16,000 100% 

14 ST122120 6/27/2005 McCormick West Expansion Pier Caps 

042720015M 2,400 9.0% 

050630019M 4,650 17.4% 

050630020M 1,750 6.5% 

050870007M 50 0.2% 

051020032M 8,500 31.8% 

051020034M 9,400 35.1% 

Shipment Total 26,750 100% 

13 ST120193 6/13/2005 McCormick West Expansion Pier Caps 

042720015M 1,400 8.8% 

050630019M 2,750 17.2% 

050630020M 1,000 6.3% 

050870007M 50 0.3% 

051020032M 5,100 31.9% 

051020034M 5,700 35.6% 

Shipment Total 16,000 100% 

12 ST119395 6/3/2005 McCormick West Expansion Pier Caps 

042720015M 350 8.8% 

050630019M 650 16.3% 

050630020M 250 6.3% 

050870007M 50 1.3% 

051020032M 1,300 32.5% 

051020034M 1,400 35.0% 

Shipment Total 4,000 100% 

11 ST117913 McCormick West Expansion Pier Caps 5/10/2005 

042720015M 

050630019M 

050870007M 

051020032M 

051020034M 

1,450 

1,500 

50 

3,000 

4,000 

14.5% 

15.0% 

0.5% 

30.0% 

40.0% 
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11 ST117913 5/10/2005 McCormick West Expansion Pier Caps 

Shipment Total 10,000 100% 

10 ST116871 5/10/2005 McCormick West Expansion Pier Caps 

042720015M 250 12.5% 

050630019M 400 20.0% 

050870007M 50 2.5% 

051020032M 550 27.5% 

051020034M 750 37.5% 

Shipment Total 2,000 100% 

9 ST116476 5/5/2005 McCormick West Expansion Pier Caps 

042720015M 

Unknown 

Shipment Total 

8,400 

1,600 

10,000 

84.0% 

16.0% 

100% 

8 ST115534 4/27/2005 McCormick West Expansion Pier Caps 

042720015M 

Unknown 

Shipment Total 

1,650 

350 

2,000 

82.5% 

17.5% 

100% 

7 ST115533 4/27/2005 McCormick West Expansion Pier Caps 

042720015M 

Unknown 

Shipment Total 

1,700 

300 

2,000 

85.0% 

15.0% 

100% 

6 ST114068 4/12/2005 McCormick West Expansion Pier Caps 

042720015M 

Unknown 

Shipment Total 

4,200 

800 

5,000 

84.0% 

16.0% 

100% 

5 ST113678 4/6/2005 Pritzker House 

042720015M 

Unknown 

Shipment Total 

850 

150 

1,000 

85.0% 

15.0% 

100% 

4 ST113400 4/4/2005 McCormick West Expansion Pier Caps 

042720015M 

Unknown 

Shipment Total 

4,200 

800 

5,000 

84.0% 

16.0% 

100% 
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3 ST112879 3/30/2005 McCormick West Expansion Pier Caps 

042720015M 2,500 83.3% 

Unknown 500 16.7% 

Shipment Total 3,000 100% 

2 ST111512 3/15/2005 McCormick West Expansion Pier Caps 

042720015M 10,900 84.5% 

Unknown 2,000 15.5% 

Shipment Total 12,900 100% 

1 ST102521 11/18/2004 Brady Street Pedestrian Bridge 

042720015M 850 85.0% 

Unknown 150 15.0% 

Shipment Total 1,000 100% 
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